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Abstract:



The complex [Zn2(btca)(H2O)4] was synthesized with 1,2,4,5-benzenetetracarboxylic acid (H4btca) and zinc acetate as materials via a room-temperature solid state reaction. The composition and structure of the complex were characterized by elemental analyses (EA), Fourier transform infrared spectroscopy (FTIR), X-ray powder diffraction (XRD), and thermogravimetric (TG) analysis. The index results of X-ray powder diffraction data showed that the crystal structure of the complex belonged to monoclinic system with cell parameters a = 9.882 Å, b = 21.311 Å, c = 15.746 Å, and β = 100.69°. In order to expand the application of the complex, the nanometer zinc oxide was prepared by using the complex as a precursor, and the effect of the thermal decomposition temperature on the preparation of the nanometer zinc oxide was studied. The results showed that the grain size of zinc oxide gradually grew with the increase of the pyrolysis temperature, the obtained nanometer zinc oxide was spherical, and the diameter of the particles was about 25 nm.
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1. Introduction


Pyromellitic acid, namely 1,2,4,5-benzenetetracarboxylic acid (H4btca), is usually used as a ligand for the synthesis of the complexes. There are four carboxyl groups in the pyromellitic acid, which leads to a rich variety of coordination patterns and topological structures [1,2,3]. The tetra-anion of H4btca is interesting as a suitable ligand for the preparation of inorganic–organic framework structures. At the same time, the existence of aromatic ring in pyromellitic acid is conducive to the transfer of the electrons, which contributes to the preparation of optical, electrical and magnetic chemical materials [4,5,6,7]. The common synthetic method for this kind of complexes is the solvothermal method, and the complexes synthesized by this method have protean structures and superior performances [8,9]. However, there are some shortcomings for the method, such as difficult controls of synthetic conditions and difficulty in understanding the reaction process.



The nanophase materials have the distinctive surface effect, volume effect, macroscopic quantum tunneling effect, and so on. As a result, nanomaterials can be applied to the fields of electricity, magnetism, optics, mechanics, catalysis, energy, explosives, and as a combustion improver. The studies and preparation of nano-ZnO have attracted more and more attention globally; for example, the development of nanometer zinc oxide is included in the “863 Plan” in China. There are many methods used to prepare nano-ZnO in laboratory [10,11,12,13,14], which can be divided into chemical methods and physical methods. Among them, chemical methods are more studied, especially the thermal decomposition of zinc complexes with organic acid.



In this paper, the zinc complex of pyromellitic acid was synthesized via a room temperature solid state reaction, and the complex was used as precursor to prepare the nano-ZnO. This synthetic method of this complex is not only easy to operate, but it has a high yield.




2. Experimental Section


2.1. Materials and Physical Measurements


All chemicals purchased were of analytical reagent grade and used without further purification. Zinc acetate (Zn(Ac)2·2H2O) was purchased from Sinopharm Chemical Reagent Co., Ltd. (Shanghai, China) and 1,2,4,5-benzenetetracarboxylic acid (H4btca) was obtained from Jinan Henghua Sci. and Tec. Co., Ltd. (Jinan, China).



Elemental analyses for C, H, and O in the complex were measured on a Vario EL CUBE elemental analyzer (Elementar, Langenselbold, Germany), and the content of zinc was determined by EDTA complexometric titration with chrome black T as indicator. FTIR spectra were obtained with KBr pellets on a Nicolet 5700 FT-IR spectrophotometer (ARCoptix, Neuchatel, Switzerland) in the range of 4000−400 cm−1. The powder X-ray diffraction data were collected on a D/max-II X-ray diffractometer (Rigaku, Tokyo, Japan) with Cu Kα1 radiation, the voltage of 35 kV, the current of 60 mA, and the scanning speed of 8° min−1, in the diffraction angle range of 3−80°. The thermogravimetric analysis data were obtained using a SDT Q600 thermogravimetry analyzer (TA Instruments, New Castle, DE, USA) in an air atmosphere in the temperature range of 25−800 °C with a heating rate of 10 °C min−1. Scanning electron microscope (SEM) images of particles were measured on an Ultra 55 field emission scanning electron microscope system (Camcor, Inc., Burlington, NC, USA).




2.2. Synthesis of [Zn2(btca)(H2O)4]


Zn(Ac)2·2H2O (4.39 g, 20 mmol) and H4btca (2.54 g, 10 mmol) were weighed and the mixture was placed in a mortar. There was a pungent-smelling gas due to acetic acid generation when grinding the mixture. The mixture was ground for about 30 min at room temperature and then placed in a constant-temperature drying oven with 60 °C. After 10 min, the mixture was continued to be ground. These steps were repeated until there was no pungent-smelling gas produced. The product was a white powder (4.18 g) and the yield was about 92.3%.




2.3. Preparation of Nano-ZnO


The complex [Zn2(btca)(H2O)4] was respectively calcined at 400 °C, 500 °C, and 600 °C for 1.5 h, and the nano-ZnO with a narrow size distribution was obtained. The effect of the calcination temperature on the particle size of nano-ZnO was explored.





3. Results and Discussion


3.1. Composition and Property of the Title Complex


Anal. Calc. (%) for the title complex C10H10O12Zn2: C, 26.51; H, 2.23; O, 42.39; Zn, 28.87. Found (%): C, 26.37; H, 2.27; O, 42.62, Zn, 28.74. The experimental results coincide with the theoretical calculation. The complex consists of two zinc cations, one btca4− anion, and four water molecules. According to the results of FTIR and thermal analysis, the composition of the complex is [Zn2(btca)(H2O)4] (Mr = 452.96). Every Zn(II) ion is coordinated by four oxygen atoms from two carboxyl groups on the same side of the btca4− ligand and two coordinated water molecules, which forms a distorted tetrahedral configuration, and the molecular structure of the complex is shown in Figure 1. The complex is fairly stable at room temperature and has no moisture absorption.


Figure 1. Molecular structure of [Zn2(btca)(H2O)4].
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3.2. X-ray Powder Diffraction Analysis


The XRD pattern of the complex is shown in Figure 2. The baseline of the XRD pattern is low and the intensity of the diffraction peak is strong, which indicates that the complex has a good crystalline state. The three main strong peaks appear in 2θ = 15.44°, 18.98°, and 21.88° for the complex, and in 2θ = 25.80°, 28.97°, and 11.76° for pyromellitic acid (JCPDS No. 13-0882), while in 2θ = 11.26°, 19.62°, and 22.55° for zinc acetate (JCPDS No. 21-1467). Comparing with the reactants, the strong peak locations in XRD pattern of the complex are obviously changed. In short, all of these strong peaks in the XRD patterns of the reactants are disappeared in the XRD pattern of the complex. The diffraction angle (2θ), diffractive intensity, and spacing (d) of the resultant are completely different from the reactive materials, which may illuminate that the resultant is a new compound instead of the reactant mixture [15].


Figure 2. XRD pattern of [Zn2(btca)(H2O)4].
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The index calculation of the XRD data bases on the computer program of least squares method [16], and the calculated results are shown in Table 1. All of the XRD data of the complex can be calculated according to the monoclinic system. The calculated interplanar spacing is consistent with the measured value, and the largest relative deviation between the experimental and calculated spacing dhkl is less than 0.3%. As a result, the resultant is a single phase compound, and the crystal structure of the complex belongs to monoclinic system, and its cell parameters are a = 9.882 Å, b = 21.311 Å, c = 15.746 Å, and β = 100.69°.



Table 1. Experimental data and calculated results for XRD of [Zn2(btca)(H2O)4].
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3.3. IR Spectroscopy Analysis


The FTIR spectra of the ligand and the complex [Zn2(btca)(H2O)4] are shown in Figure 3 and Figure 4. Compared with the infrared spectrum of the ligand, the number of infrared absorption bands of the complex is less, and this indicates that the symmetry of the complex is very good. In Figure 4, there is a wide and strong band near 3390 cm−1, which is assigned to the O–H bonds stretching vibration [17]. Compared with the ligand H4btca, the O–H stretching vibration absorption peak of the complex is wider, and the deformation vibration peak of the water molecules appears at 1624 cm−1 and there are absorption peaks near 930 cm−1 and 760 cm−1, which is an evidence for the existence of coordination water molecules [18]. The stretching vibration peak of the C–H bonds in the benzene ring is detected at 3198 cm−1. The absorption peaks at 1557 cm−1 and 1406 cm−1 are assigned to the asymmetric and symmetric stretching vibration in the carboxyl groups, respectively [19,20], and the bending vibration peak of the C=O bonds is located at 625 cm−1, all of which are a little lower than the frequency of H4btca (1673 cm−1, 1416 cm−1, and 658 cm−1). Hence, it is illustrated that the carboxyl oxygen atoms in H4btca coordinate with Zn(II) and then cause a redshift [21]. Additionally, the stretching vibration peak of Zn–O bonds detected at 517 cm−1 is evidence of the coordination between zinc and oxygen atoms [22].


Figure 3. FTIR spectrum of the ligand H4btca.
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Figure 4. FTIR spectrum of [Zn2(btca)(H2O)4].
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3.4. Thermogravimetric Analysis


Studying thermal decomposition of complexes is helpful to understanding of coordination structure and mechanism of thermal decomposition [23]. The thermogravimetric and differential thermogravimetry (TG−DTG) curves of the complex are shown in Figure 5. The TG analysis reveals that the complex is decomposed through two major processes, namely the loss of coordinated water molecules and the oxidative decomposition of the ligand btca4− anion. The first weight loss is approximately 15.77% (calcd. 15.91%) near 110 °C, corresponding to loss of four coordination water molecules. The second weight loss occurred at 488 °C is 48.85%, and the final residue is zinc oxide (Found 35.38%, calcd. 35.93%). The decomposition processes can be expressed by the Equation (1) as follows:


[image: ]



(1)






Figure 5. TG−DTG curves of [Zn2(btca)(H2O)4].
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3.5. Particle Size and Morphology of Nano-ZnO


In order to expand the application of the title complex, the nanometer zinc oxide was prepared with the complex [Zn2(btca)(H2O)4] as precursor by the thermal decomposition reaction. The complex was respectively calcined at 400 °C, 500 °C, and 600 °C for 1.5 h, and the XRD patterns of the products are shown in Figure 6. At 400 °C, the standard diffraction peaks of the hexagonal system zinc oxide (JCPDS No. 36-1451) is already obtained, while there are some stray peaks, from which we can come to the conclusion that the complex does not decompose completely. This is also consistent with the thermal decomposition temperature of the complex. In the range of nanometer scale, the smaller the grain size is, the wider and weaker the diffraction peaks will be. As can be seen from Figure 6, the diffraction peaks become sharper when the pyrolysis temperature is increased gradually, and this indicates that the grain size of zinc oxide grows gradually and its crystal shape grows more completely. From the calculation by the X-ray single peak Fourier analysis method [24,25], the particle diameters of the nano-ZnO products (a), (b) and (c) are 19 nm, 26 nm, and 32 nm, respectively.


Figure 6. XRD patterns obtained by the calcination of [Zn2(btca)(H2O)4] at different temperatures, (a) 400 °C, (b) 500 °C, and (c) 600 °C.
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Figure 7 shows the SEM images of the nano-ZnO obtained from calcining the complex [Zn2(btca)(H2O)4] at 500 °C. It is obvious that the particles are agglomerated together, which is a common phenomenon of nanocrystals. The diameter of the particles is about 25 nm, and it is consistent with the calculated value. The purity of nano-ZnO is high, and the content of zinc oxide determined by EDTA complexometric titration is 99.9%. Therefore, the preparation method of the nano-ZnO has an extensive popularization and application value.


Figure 7. SEM images of nano-ZnO.
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4. Conclusions


The complex [Zn2(btca)(H2O)4] was synthesized via a solid state reaction at room temperature. The complex was characterized by EA, FTIR, XRD, and TG-DTG. The crystal structure of the complex belonged to monoclinic system with cell parameters a = 9.882 Å, b = 21.311 Å, c = 15.746 Å, and β = 100.69°. Every Zn(II) ion was coordinated by four oxygen atoms from two carboxyl groups on the same side of the btca4− ligand and two coordinated water molecules. The nano-ZnO was prepared with the complex as a precursor by thermal decomposition. This showed that the grain size of zinc oxide gradually grew with the increase of the pyrolysis temperature. The diameter of the nano-ZnO particles prepared at 500 °C is about 25 nm. The particle size of nano-ZnO can be changed by controlling the pyrolysis temperature of the complex precursor.
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