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Abstract

:

The effect of the graphene nanoplateletets (GNP), at concentration of 1, 5 and 10 wt %, in Poly ether ether ketone (PEEK) composite crystallization from melt and during cold crystallization were investigated by differential scanning calorimetry (DSC) and real time X-ray diffraction experiments. DSC results revealed a double effect of GNP: (a) nucleating effect crystallization from melt started at higher temperatures and (b) longer global crystallization time due to the restriction in the polymer chain mobility. This hindered mobility were proved by rheological behavior of nanocomposites, because to the increase of complex viscosity, G′, G″ with the GNP content, as well as the non-Newtonian behavior found in composites with high GNP content. Finally, real time wide and small angle synchrotron X-ray radiation (WAXS/SAXS) X-ray measurements showed that GNP has not affected the orthorhombic phase of PEEK nor the evolution of the crystal phase during the crystallization processes. However, the correlation length of the crystal obtained by WAXS and the long period (L) by SAXS varied depending on the GNP content.
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1. Introduction


Poly ether ether ketone (PEEK) is a well-known high performance thermoplastic polymer with attractive properties, such as high thermal stability and high melting temperature [1,2,3]. PEEK is semicrystalline and its physical and mechanical properties depend on the crystalline morphology as well as the degree of crystallinity, both highly sensitive to processing conditions and additives [3,4].



The importance of PEEK in the industry is on the rise, with a large and growing number of applications in different industrial sectors. One of the main handicaps for PEEK applications is its processing, where the crystallization plays an important role. For that reason, the crystallization process has been widely studied by different techniques, such as differential scanning calorimetry (DSC), temperature modulated differential scanning calorimetry (TMDSC), dielectric relaxation analysis, time-resolved synchrotron X-ray diffraction, and electron microscopy [5,6,7,8,9,10]. It is well-known that the crystallization kinetics of polymers involves two competitive processes, nucleation and growth [11]. However, in the case of PEEK, this mechanism is more complex, because both processes, nucleation and growth, happen in two stages [12]. The first one corresponds to the primary crystallization, the crystalline lamellae arranges into spherulites. The second process is a secondary crystallization that takes place in the inter-lamellar spherulitic region [5,12]. This crystallization behaviour is also associated to the melting process, due to the existence a double melting peak [13,14,15]. Two main reasons explain this fact: the former is the melting-recrystallization-melting process, common semicrystalline polymers. The latter, the existence of two different crystalline morphologies due to the complex crystallization process, as was concluded by the TMDSC results [9].



Traditionally, the kinetics and crystalline structure has been studied in polymers through isothermal crystallization conditions [16]. However, the study of non-isothermal crystallization from molten state has an important technological relevance, because it is much closer to standard industrial processing conditions [17]. Therefore, the knowledge of non-isothermal crystallization process may help in industrial process optimization and then the quality of the future PEEK products [16]. Nevertheless, there are few works about the crystallization and morphology of neat PEEK during non-isothermal test so far [16,18]. These studies observed also the two competing nucleation and growth crystallization processes [16,18].



Furthermore, the crystallization of PEEK can be modified by the addition of nanofillers [5]. It is reported that the addition of nanofillers to PEEK can have an influence in its crystallization process, such as in the nucleation as in the crystal growth [3,19]. During the nucleation, nanofiller may act as nucleating agent promoting heterogeneous nucleation, and then increasing the crystallization temperature (Tc), crystallization rate, and degree of crystallinity in some cases [5,19,20]. During the growth of crystallites, nanofillers could restrict the mobility of the polymer chains, reducing the crystallization growth rate, crystallite size, and the level of crystallinity [3,5,19,21]. Graphene nanoplatelets (GNP), which are formed of several layers of graphene, have attracted the attention of the scientific (academic and industrial) community, because they have good balance between some superb properties of graphene and their ease and low cost production when compared to pristine graphene [22]. The effect of GNP in the crystallization of PEEK is still unclear due to the few studies that are available in the literature. A slight increase in crystallinity of PEEK and a nucleation effect during cold crystallization have been reported with the addition of graphene oxide (GO) and GNP [23,24]. In contrast, a decrease in the crystallization temperature of PEEK with the addition of 1 wt % of GO is also reported [25]. This controversy is also found in other nano-carbons, i.e., carbon nanotubes (CNTs) [19,21,26,27]. Rong et al. [19] observed higher crystallization temperature with the addition of low contents of CNT’s, such if they were functionalized with carboxylic acid or not. Nevertheless, the acid functionalization of CNT’s reduced the Tc for high f-CNT’s content (5 wt %), due to mobility reduction of PEEK chains. On the other hand, Diez-Pascual et al. [21] observed this Tc decrease, even at very low contents of CNT´s (0.1 wt %).



Therefore, the study of opposite effect of carbon-based nanofillers in the PEEK crystallization behaviour, as accelerating due to their nucleating effect or as hindering due to the restriction mobility of PEEK chains, is the main aim in this work. For that purpose, PEEK and PEEK/GNP composites (1, 5, 10 wt %) were obtained by extrusion moulding, followed by hot press processing. Crystallization kinetic was studied by the DSC technique. In situ non-isothermal crystallization experiments were followed by wide and small angle synchrotron X-ray radiation (WAXS and SAXS) to analyse the crystalline morphology. These non-isothermal crystallization studies were carried out from glass and from melt states, which allow for comparing the crystallization processes at quite different temperatures. Furthermore, the rheological properties of PEEK and PEEK/GNP nanocomposites were analysed to evaluate the effect of GNP within the PEEK matrix, mainly in the PEEK chain mobility.




2. Materials and Methods


2.1. Materials


The PEEK matrix (PEEK-90G) was provided in pellets by Victrex plc, Lancashire, UK. This grade of PEEK presents the following physical characteristics: Glass transition temperature (Tg) = 143 °C, melting temperature (Tm) = 343 °C, density (d25°C) = 1.3 g/cm3, and viscosity (η400°C) = 90 Pa·s. Graphene Nanoplatelets (GNP, avanGraphene 1–2 layers) were purchased from Avanzare (Navarrete, La Rioja, Spain).




2.2. Nanocomposite Films Preparation by Extrusion-Moulding and Hot Press


Melt-blending of PEEK nanocomposites was performed in an industrial extrusion-compounding machine (Coperion ZSK 26, Stuttgart, Germany) that was equipped with a 26 mm diameter co-rotating twin-screw and with two Brabender gravimetric feeders. The temperature profile of the extruder was set at 330 °C at the feeder increasing to 360 °C at the nozzle. A specifically designed, high shear rate screw profile was used to ensure proper dispersion. A rotor speed of 250 rpm was used to process all of the nanocomposites. The dosage of PEEK was set at 10 kg/h and different quantities of GNP were dosed in a lateral feeder to achieve a final concentration in the nanocomposites of 1, 5, and 10 wt % raw GNP. The molten material was extruded through a 2 mm diameter die at a constant output rate to give the different compositions. The extrudate strand was quenched immediately in a water bath at room temperature, dried, and cut into small pellets. Pure PEEK material was processed under the same conditions as a reference material.



After that, around 5 g of nanocomposite or neat PEEK were used to produce films, which an approximate thickness of 0.1 mm, using a stainless steel frame to control film dimensions by holding resin flow. Films with thickness of 1 mm were produced for rheological experiments. Aluminium plates were placed on the bottom and top surfaces of the hot-press plates. In addition, Kapton film was used between the aluminium plates and PEEK/GNP pellets in order to avoid the adhesion between them. The films were made using a hot-press at 380 °C. Firstly, for five minutes no pressure was applied and then 20 bars during 5 min were applied. Two different cooling processes were carried out. Films were cooled in air at 2 °C/min to obtain semicrystalline films. Films were also quenched in water to quickly reduce the temperature below the glass transition temperature with the aim to produce amorphous films.




2.3. Rheological Measurements


Dynamic shear tests were done to study the role of GNP on the rheological properties of PEEK. Films with 1 mm thickness were cut in circles with 25 mm diameter. Rheological measurements were carried out using a rheometer model AR-G2 from TA Instruments (New Castle, DE, USA) with aluminium disposable plates of 25 mm in diameter under air atmosphere. The gap was maintained as close as possible to 1 mm in all of the experiments. Dynamic strain sweeps were carried out to calculate the linear viscoelastic region. After that, one dynamic frequency sweep per sample was performed at 380 °C, using a frequency range from 0.1 to 100 Hz and a strain of 1%.




2.4. Differential Scanning Calorimetry


The effects of graphene nanoplatelets (GNP) on the non-isothermal crystallization behaviour were carried out by a calorimeter (TA Instruments, model Q200), through two types of test: melt crystallization and cold crystallization, using 5–10 mg of each film. Melt crystallization: the samples were heated to 400 °C at a rate of 10 °C/min and then held isothermally for 5 min for melt completely. Afterwards, these samples were cooled from 400 to 20 °C at different cooling rates of 2.5, 5, 10, 20 °C/min (Figure S1). Subsequently, samples were heated to 400 °C at a heating rate of 10 °C/min. Cold crystallization: in this case, it was necessary to prepare a new aluminium pan for each test. The amorphous samples were heated to 400 °C at rates of 2.5, 5, 10, 15, and 20 °C/min (Figure S2).



The degree of crystallinity of samples crystallized from melt (Xc), and in samples crystallized from glass (Xcc) was calculated according to [28]:


Xc=ΔHm(1−ϕ)·ΔH0



(1)




where ΔH0 is the heat of fusion of 100% crystalline PEEK, taken as 130 J/g [29], ϕ is the weight fraction per unit mass of nanoreinforcement and ΔHm is the heat of melting calculated by the integration of the melting peak for all samples. The melting enthalpy minus cold crystallization enthalpy (ΔHm − ΔHcc) in a heating ramp of quenched samples is associated to crystallinity obtained during quenching processes. It was calculated by integration from 146 (previous cold crystallization) to 375 °C (after melting). Crystallization peaks were the peak minimum position and crystallization times were calculated from the onset of crystallization to the offset.




2.5. Wide and Small Angle X-ray Diffraction


Synchrotron X-ray diffraction was used to record simultaneously wide- and small-angle scattering (WAXS and SAXS, respectively) patterns during a non-isothermal crystallization experiment at typical DSC cooling or heating rates. The experiments were carried out at the Non Crystalline Diffraction (NCD) beamline within ALBA synchrotron light facility (Cerdanyola del Vallés, Barcelona, Spain). The wavelength was 1 Å, delivering a high photon flux onto the sample. SAXS and WAXS patterns, which were obtained every 2 °C during melting and cooling cycles at 10 °C/min using a Linkam controller, were obtained through CCD detectors provided by ADSC (Quantum 210r) and Rayonix LLC (LX255-HS), with an active area 210 × 210 and 85 × 255 mm2, respectively. The integration profile was taking using the DAWN software [30].



The Bragg’s long period was calculated through the position of the scattering maximum (qmax) from the Lorentz-corrected SAXS profile [31], following the next expression:


LB=2·πqmax



(2)




where q = (4π/λ) sin ϴ is the scattering vector and 2ϴ is the scattering angle. Bragg´s long period is the average periodicity of the lamellar stack, which corresponds to the sum of the average thickness of the crystal lamellae and of the interlamellar amorphous regions [6].





3. Results and Discussion


3.1. Rheological Properties


The role of GNP on the viscoelastic behaviour of PEEK was studied from the dynamic frequency sweep measurements. Complex viscosity, storage modulus, and loss modulus for neat PEEK and the nanocomposites are shown in Figure 1. Pure PEEK showed the typical behaviour of thermoplastic, Newtonian response in the complex viscosity at a low frequency [32]. At this low frequency, the elastic modulus, G′, followed the expected behaviour when polymer chains are fully relaxed, and then they presented initial stages of polymer-like terminal flow behaviour. The addition of 1 wt % of GNP had a limited effect. This composite kept the Newtonian behaviour, but at low frequencies the complex viscosity began to be slightly higher. More differences were found in G′, where the terminal flow behaviour started to be hindered, showing the beginning of rubbery plateau formation at low frequencies. G′ at high frequency was practically unaffected due to a strong shear thinning behaviour [33], and G″ was similar in the whole frequency range, and consequently not important restrictions were expected in the polymer chain mobility. However, the increase of GNP content to 5 and 10 wt % triggered severe changes in the rheological behaviour of composites. Firstly, complex viscosity, G′, and G″ rose in the whole frequency range analysed. In the case of 5 wt %, at low frequency, the complex behaviour began to leave the Newtonian behaviour and G′ continued the progressive evolution to form a rubbery plateau, due to the increase of the polymer chain mobility restrictions. This trend was more pronounced for composite with 10 wt % of GNP, the Newtonian behaviour disappeared, and in G′, the rubbery plateau formation was unmistakable. This fact is due to the transition from liquid-like to solid-like viscoelastic behaviour, caused by the interactions particle-particle that dominate over the polymer-filler interactions, forming an incipient interconnected network of GNP [34,35]. This network limits the large-scale motions of PEEK chains, affecting the global crystallization process, as is discussed below.




3.2. Thermal Behaviour of PEEK Nanocomposites


The DSC curves during cooling from melt, subsequent heating, as well as heating from glass state for PEEK and PEEK/GNP nanocomposites and are plotted in Figure 2. All of the ramps were performed at 10 °C/min. Figure 2a shows the cooling from molten state, where the influence of GNP is evident, because all the composites began the crystallization at higher temperature without important differences among them. Likewise, a widening of the exothermic process was clearly observed and corroborated by the full width at half maximum values (FWHM), as is discussed below. However, the melting curves were similar in all the cases indicating that the melting behaviour of PEEK was not modified by the addition of GNP after a non-isothermal crystallization at 10 °C/min.



To discuss in detail these observations, Table 1 summarizes the values of temperatures for the beginning of crystallization (Tonset), temperature of the exothermic peak position (Tc), FWHM, crystallization times calculated from Tonset to Toffset (tc), melting temperature (Tm), and melting enthalpy (ΔHm). GNP acted as nucleant of PEEK, crystallization of the composite with just 1 wt % of GNP increased its Tc and Tonset in around 5 °C, composites with higher GNP content crystallized at similar temperatures and an increase of only 1.5 °C was observed in Tonset or Tc, even with a GNP concentration of tenfold more. However, the extent of the crystallization process was longer with the content of GNP, with this increase being more important for samples with high concentration of GNP (5 and 10 wt %). In the case of crystallization from glassy state (Figure 2c), similar behaviour was observed. Composites showed a decrease of Tonset and Tcc (cold crystallization temperature) due to GNP nucleating behaviour and crystallization process durations were longer as well. Nevertheless, we have to consider that the cold crystallization process could be affected if the crystallization had already begun during the quenching process. This fact was analysed by the ΔHm − ΔHcc (melting enthalpy minus cold crystallization enthalpy). Table 1 shows these results, where pure PEEK and composites with 1 and 5 wt % of GNP content could be considered to be amorphous. However, composite with 10 wt % presented an enthalpy of 15 J/g, resulting in 10% of crystallinity, and then this nanocomposite did not crystallize from pure glassy state. This fact will be discussed in the synchrotron result section.



On the other hand, the melting enthalpy values showed no significant changes with the addition of GNP and the degree of crystallization remained constant above 40% in the case of the samples that were crystallized from melt. The same unaltered crystallinity with the addition of graphene or CNT´s has been previously reported [5,21,25]. However, a slightly increase in the degree of crystallinity was reported after cold crystallization in quenched the sample with the addition of 2 wt % of GNP [23]. In our case, the nanocomposites with 5 wt % also showed a slight increase in the crystallinity, but a higher concentration of GNP (10 wt %) has the opposite behaviour. It should be noticed that this last sample was not totally amorphous, therefore the cold crystallization in this case was not from pure glass, it might affect the final crystallinity that is reached.



Summarizing, GNP used in our composites has two main effects in the crystallization process. First, the increase of Tc in the nanocomposites during the crystallization from melt, the lower Tcc during the crystallization from glass, as well as the inability for reaching a total quenching in the composite with 10 wt %, evidenced the nucleating effect of GNP in PEEK. Second, crystallization times showed an increase with the addition of GNP. As it was commented previously, the addition of GNP limited the large-scale motions of polymer chains, increasing the complex viscosity as compared to neat PEEK. Therefore, the molecular mobility of the PEEK chains was reduced, hindering the crystallization and increasing the global crystallization time, which is probably due to a reduction of the crystallization growth rate [5]. Figure 3 shows this double effect when GNP was added to PEEK: (a) nucleation. The crystallization started at higher temperatures in crystallization from melt and lower temperature from glass. (b) GNP restricts the PEEK chain mobility. The global crystallization time was longer. This factor justifies the results that were observed in the literature where composite made by bi/tri layer graphene in PEEK at a concentration of 2 and 5 wt % reduced the Tc few degrees [23]. This double effect of the nanocarbons in the global crystallization rate of PEEK has been observed also in CNTs, independently of they were functionalized or not. Lower concentration of CNT increased the Tc, but the concentration of 5 wt % hindered the crystallization process due to the restriction in the polymer mobility [19].



Crystallization Kinetics


Ozawa equation describes the crystallization of polymers during non-isothermal conditions [36], taking into account the effect of cooling or heating rate (β).


Xc(T)=1−e(K(T)βm)



(3)






log[−ln(1−Xc(T)]=logK(T)−m·logβ



(4)




where Χc(T) is the relative degree of crystallization at temperature T, K(T) is a cooling function and it describes crystallization rate, which depends only on temperature, and m is defined as the Ozawa exponent depending on the dimensions of the crystal growth [3]. The Ozawa´s method is valid only for polymers that log[−ln(1 − Xc(T))] against log(β) becomes linear, being the values of K(T) and m derived from the intercepts and the slopes of the curve [1,3]. Previous to applying the Ozawa equations, the degree of crystallinity against the time was calculated and plotted for all of the samples, as shown in Figures S3 and S4. Both figures reveal a sigmoidal shape and a curvature in the upper part of the curves, which can be attributed to the secondary crystallization of PEEK [13,37].



The crystallization behaviours from melt (Figure S5) and glass states (Figure S6) of the neat PEEK and the composites of PEEK with GNP were not linear. Therefore, the Ozawa model failed in the range of crystallization rates that were used in this study. The failure of the Ozawa method for a similar range of rates to describe the crystallization behaviour of PEEK has been reported previously [1,3,38], and the main reason is that this model does not take into account the secondary crystallization and/or heterogeneous nucleation, which have been observed in our experiments.



Another common crystallization kinetic model to describe the crystallization behaviour of polymers during non-isothermal conditions is the Avrami analysis modified by Jeziorny [3,37,38,39]. In the Avrami equation as compared to Ozawa equation, the cooling rate is replaced by the time [3,37]:


Xc(t)=1−e(−Zt·tn)



(5)






log[−ln(1−Xc(t)]=log Zt+n·log t



(6)




being Χc(t), the relative degree of crystallinity at time t, Zc, the crystallization rate, which is temperature dependent and n, Avrami index [3,37]. For non-isothermal conditions, it is necessary to modify the Avrami equation replacing the value of Zt for Zc, as follow [3,37]:


log Zc=logZtβ



(7)







As shown in Figure 4 and Figure S7, the curve of log(−ln(1 − Xc(t))) against log t presents a linear trend between 3 to 50% of Xc(t). Therefore, modified Avrami equation can be applied in the first stage of the crystallization. Avrami constants, n and Zt can be determined from the slope and intercept of the plot, respectively. Both are summarized in Table 2. The n value is found between 2.2 to 2.4 in all samples that were crystallized from melt (Table 2). No significant changes can be observed while adding GNP and all of the samples showed two-dimensional growth habit [40]. Similar behaviour was observed in polyphenylene sulphide with the addition of GNP [41] and in PEEK matrix adding CNT´s [19]. The n values of all composites and neat PEEK are higher in the crystallization from glass than in crystallization from melt, suggesting that the type of nucleation and growth of the primary nucleation is different from the kind of non-isothermal crystallization from melt or from cold crystallization. This behaviour was previously reported in PEEKK and PEKEKK [2,38]. Moreover, the n values of neat PEEK during crystallization from glass state are higher than the n values of nanocomposites (Table 2). The different n value between the samples showed a change in growth habit adding GNP for cold crystallization. An index close to 4 indicates a three-dimension growth of PEEK crystallites, while a index between 2 to 3 means two-dimensional growth [40].



On the other hand, Zc values showed a clear trend, decreasing when adding higher percentages of GNP. The lower Zc values of PEEK/GNP samples is probably due to the mobility hindrance of the PEEK chains with the addition of GNP. This behaviour was previously reported with the addition of nano-SiO2 particles, short glass fibres, or Gd2O3 [3,37,42].



PEEK/GNP (10 wt %) crystallized from glass sample has not been included in this model, owing to be crystallized partially during quenching (Table 1).



In addition, these experiments allow for analysing the influence of cooling or heating rates in the crystallization from melt or from glass, respectively. Figure 5 shows the beginning of crystallization, Tonset, and melting temperature, Tm, at different cooling and heating rates. As it was expected in the crystallization from melt, higher melting temperatures were observed for lower cooling rate, because the crystallization was at higher temperature, and then a thicker crystal layer was formed [1,11]. The effect of GNP was similar at all cooling rates, showing parallel trends, such in Tonset as Tm, in samples with and without GNP. In the case of samples that were crystallized from glass, lower heating rate provided crystallization at lower temperatures, nevertheless given higher Tm, probably due to the recrystallization processes at high temperatures favoured by the slower heating rates. Finally, the GNP content produced cold crystallization at lower temperature independent on heating rate, this systematic effect was also observed for the melting temperatures, except for composite with 10 wt % in GNP. This experiment was not a pure crystallization from glass, because it was partially crystallized during the cooling, as it was mentioned previously and it will be discussed in the next section.





3.3. Non-Isothermal Crystallization Morphology


In this section, both crystallizations from melt and from glass state were performed at 10 °C/min by X-ray Synchrotron radiation. Figure 6 shows the time-resolved WAXS during a cooling experiment from melt (upper) and the intensity profiles of the PEEK diffractions (down). The three main characteristic diffraction peaks for orthorhombic phase (110), (111) and (200) were clearly observed in all samples [43,44,45], with similar scattering vector (q) positions at 13.24, 14.66, and 15.81 nm−1, respectively, and also a similar intensity ratio among them. The difference was found in the crystallization temperature, being higher with the GNP content, which is in line with DSC results that were previously described. The crystallization process was similar in all samples, the three main diffraction peaks appeared simultaneously, and their evolution with the temperatures was equivalent in all cases, as intensity profiles showed. On the other hand, the peak around 18.8 nm−1 related as GNP peak had higher intensity when the major percentages of GNP were added, and no variation in this diffraction was observed during the cooling.



Figure 7 shows the heating of the quenched samples from room temperature. At low temperature, pure PEEK and composites with 1 and 5 wt % of GNP showed a typical amorphous broad diffraction peak, confirming the amorphous glass state that was also observed by DSC. However, in nanocomposite with 10 wt % of GNP, three emerging diffraction peaks were already observed and located in the expected q for orthorhombic crystal phase [6]. This fact indicates that this composite was partially crystallized during fast cooling, supporting DSC results that are summarized in Table 1. After Tg, cold crystallization was observed in all samples. Again, the three main diffractions of PEEK appeared at the same time, but in this case at lower temperature according the GNP content. Likewise, no variation was observed for GNP diffraction peak at 18.8 nm−1. The ratio among peak diffraction intensities as well as the variation of the peak positions during the whole heating was similar in all samples, as was observed in the intensities profiles of Figure 7. Therefore, GNP did not affect the crystal morphology of PEEK either in the cooling from melt or in heating from the glass state.



On the other hand, when comparing semicrystalline patterns after cold crystallization and crystallization from melt, the lower crystallinity that was obtained by DSC results (Table 1) was corroborated. The three main reflections after cold crystallization were much broader, as Figure 7 shows, and the intensities ratio of reflections 200 and 111 against 110 were lower as well, demonstrating that the crystals formed during cold crystallization were smaller and worse crystalline structures than crystals formed during melt crystallization. This is normal when taking into account the much lower crystallization temperature during cold crystallization processes. Although, the GNP did not affect the morphology and the evolution of the crystal phase during both non-isothermal crystallizations. It was noted that the correlation length calculated by Scherrer equation (K∙2π/w(110), being w(110) the width at half-height of the 110 reflection peak in q (scattering vector), and considering values of 1 for K (shape factor)) [46], was higher for nanocomposite materials. These correlation lengths could be related to the production of better crystalline ordering for nanocomposites. In Figure 8, the longest correlation length is observed for nanocomposite with 1 wt % after its crystallization from melt. Higher GNP content produced lower correlation length, owing to crystallization at slightly higher temperature. The higher viscosity, which reduced the polymer mobility, might justify this effect. For this reason, during the heating of amorphous samples, the variation of the width between the cold crystallization and final melting was more extent. Though, the cold crystallization began at lower temperature, the lower mobility of chain produced worse crystalline ordering, this effect was reverted with the temperature increase, the polymer chain acquired more mobility and the nucleating effect improved the ordering, yielding higher correlation lengths for composites. Nanocomposite with 10 wt % of GNP content did not follow this behaviour, because its cold crystallization was affected by the pristine crystal that formed during the fast cooling (quenching process).



Finally, the evolution of the crystal lamella thicknesses could be analysed by SAXS. Figure 9a,b shows the SAXS profile for pure PEEK samples after Lorentz correction from melt and from glass crystallization, respectively. Figure S8 shows these profiles for composites that were crystallized from melt and from glass. All of the samples presented a clear long periods (L) which are also compared in Figure 9c,d. It is well known that crystallization of PEEK is developed in two steps, this phenomena produces a reduction of the L along the crystallization process [47]. During the primary crystallization, the homogenous molten state produces a thicker lamella. The subsequent secondary crystallization, in the restrained melt inside of primary spherulites, produces a thinner lamellar layer. In our case, GNP affected the primary crystallization because it caused heterogeneous nucleation, and it might also affect the secondary crystallization because this one was at lower temperature, where the polymer mobility was more restricted. Figure 9c shows the variation of L during the cooling, where two clearly stages were observed. At high temperatures, mainly at a temperature range corresponding to exothermic peak by DSC, L decreased fast in all samples. This sharp drop was associated mainly with the primary crystallization. Later, L decreased low and continuously, and this thinning was associated to the secondary crystallization [7]. Such nanocomposites as pure PEEK presented the same L profile without variation in the transition between both stages. The main difference was found in the L values, because, though the crystallization began earlier due to nucleating effect, the lamella thickness was reduced with the GNP content. This effect was even more marked during the cold crystallization, where L was reduced from 13 to 10 nm with the GNP content. This L reduction was associated to the higher nucleation density due to the heterogeneous nucleation of the graphene, as it has been observed in graphene nanocomposite of polypropylene [48] and polyethylene [49]. Cold crystallization happened at lower temperature than crystallization from melt. Subsequently, more intense differences in the nucleation density between nanocomposite and pure matrix were expected, therefore the thinning effect in L was more pronounced, as it was observed in Figure 9d.





4. Conclusions


The effect of the graphene nanoplatelets in the non-isothermal crystallization of PEEK matrices of concentration from 1 to 10 wt % has been evaluated. Firstly, the mobility of the polymer chain was restricted in the presence of GNP, as their rheological behaviour revealed. Concentration of 1 wt % only showed the beginning of rubbery plateau formation at low frequencies, but kept the Newtonian behaviour. G′ at high frequency was practically unaffected due to a strong shear thinning behaviour. However, higher concentration of GNP produced a clear increase in complex viscosity, G′, and G″ in the whole frequency range analysed, besides the vanishing of Newtonian behaviour due to the interactions particle-particle that dominated over the polymer-filler interactions, forming an incipient interconnected network of GNP.



GNP had two main effects in the PEEK crystallization process. First, a nucleating effect that was observed by the increase of the beginning of the crystallization (Tonset) in the nanocomposites during the crystallization from melt, and the lower cold crystallization temperature (Tcc) during the crystallization from glass. Second, hindered crystallization processes because the crystallization times were increased with the addition of GNP, indicating that polymer chains had more constrains to crystallize, as it was expected after rheological measurements. The Avrami analysis by Jeziorny that was done for the primary crystallization indicated that the nucleation and growth of non-isothermal crystallization from melt and cold crystallization are different. The addition of GNP reduced the Avrami exponent only in the cold crystallization. The reduced of the PEEK mobility by the GNP affected the values of the Zc, crystallization rate, showing a downward trend with the GNP content.



Real time WAXS/SAXS X-ray measurements during both non-isothermal crystallization processes showed that GNP did not affect the orthorhombic phase of PEEK and the evolution of the crystal phase during the crystallization processes. However, the correlation length of the crystal was higher for nanocomposites materials in both non-isothermal crystallization processes. The highest correlation lengths were found in 1 wt % GNP composite, due to the best combination of higher nucleation temperature and not so restricted polymer mobility when compared to 5 and 10 wt % GNP composites. Finally, the thinner long periods (L) that were observed for nanocomposites confirmed the higher nucleation density due to the heterogeneous nucleation of the GNP; this effect was more pronounced in cold crystallization process due to the lower temperature in which this processes occurred.



In resume, GNP favours the crystallization rate because the nucleation occurs at higher temperature. GNP also reduces the polymer chain mobility reducing the crystallization rate, but the influence of this effect can be reduced in crystallization at higher temperatures. Therefore, an isothermal crystallization study combining rheological measurements and isothermal crystallization followed by DSC and X-ray synchrotron radiation will be our next goal. In processing point of view, the nucleant effect of GNP seems to have more influence than the reduction of polymer chain mobility, because nanocomposites with high concentration of GNP cannot be quenched in complete amorphous glass during a fast cooling.








Supplementary Materials


The supplementary materials are available online at http://www.mdpi.com/2073-4360/11/1/124/s1.





Author Contributions


J.P.F.-B. and R.G.d.V. conceived and designed the work; P.C. extruded all the samples; M.I.M. carried out the rheology measurements; Á.A. performed the DSC experiments; All authors contributed to the scientific discussion, and Á.A. and J.P.F.-B. wrote the manuscript.




Funding


Á.A. gratefully acknowledges the Community of Madrid for support through the financial aid under the framework ‘Sistema Nacional de Garantía Juvenil’ fomented by the European Social Fund and the Youth Employment Initiative.




Acknowledgments


Real-time X-ray diffraction experiments were performed at Beamline BL11-NCD in ALBA Synchrotron Light Facility, with the support of ALBA staff. JPF-B wants to thank the support of COST action 15107.




Conflicts of Interest


The authors declare no conflict of interest.




References


	



Kuo, M.C.; Huang, J.C.; Chen, M. Non-isothermal crystallization kinetic behavior of alumina nanoparticle filled poly(ether ether ketone). Mater. Chem. Phys. 2006, 99, 258–268. [Google Scholar] [CrossRef]

	



Qiu, Z.; Mo, Z.; Yu, Y.; Zhang, H.; Sheng, S.; Song, C. Nonisothermal melt and cold crystallization kinetics of poly(aryl ether ketone ether ketone ketone). J. Appl. Polym. Sci. 2000, 77, 2865–2871. [Google Scholar] [CrossRef]

	



Sattari, M.; Molazemhosseini, A.; Naimi-Jamal, M.R.; Khavandi, A. Nonisothermal crystallization behavior and mechanical properties of PEEK/SCF/nano-SiO2 composites. Mater. Chem. Phys. 2014, 147, 942–953. [Google Scholar] [CrossRef]

	



Non-Isothermal Crystallization of Poly(etheretherketone) Aromatic Polymer Composite|Peggy Cebe|Download. Available online: http://booksc.org/book/5346834/26d8ce (accessed on 6 February 2018).

	



Díez-Pascual, A.M.; Naffakh, M.; Marco, C.; Ellis, G.; Gómez-Fatou, M.A. High-performance nanocomposites based on polyetherketones. Prog. Mater. Sci. 2012, 57, 1106–1190. [Google Scholar] [CrossRef]

	



Baltá Calleja, F.J.; Denchev, Z.; Ezquerra, T.A.; Hsiao, B.S.; Nogales Ruiz, A.; Sics, I. Molecular dynamics and microstructure development during cold crystallization in poly(ether-ether-ketone) as revealed by real time dielectric and X-ray methods. J. Chem. Phys. 2001, 115, 3804–3813. [Google Scholar]

	



Naffakh, M.; Gómez, M.A.; Ellis, G.; Marco, C. Isothermal Crystallization Kinetics of PEEK/Vectra® Blends by DSC and Time-Resolved Synchrotron X-ray Diffraction. Polym. Eng. Sci. Newtown 2006, 46, 1411–1418. [Google Scholar] [CrossRef]

	



Jin, L.; Ball, J.; Bremner, T.; Sue, H.-J. Crystallization behavior and morphological characterization of poly(ether ether ketone). Polymer 2014, 55, 5255–5265. [Google Scholar] [CrossRef]

	



Wei, C.-L.; Chen, M.; Yu, F.-E. Temperature modulated DSC and DSC studies on the origin of double melting peaks in poly(ether ether ketone). Polymer 2003, 44, 8185–8193. [Google Scholar] [CrossRef]

	



Lovinger, A.J.; Davis, D.D. Electron-microscopic investigation of the morphology of a melt-crystallized polyaryletherketone. J. Appl. Phys. 1985, 58, 2843–2853. [Google Scholar] [CrossRef]

	



The Physics of Polymers—Concepts for Understanding Their Structures and Behavior|Gert R. Strobl|Springer. Available online: https://www.springer.com/la/book/9783540252788 (accessed on 25 September 2018).

	



Velisaris, C.N.; Seferis, J.C. Crystallization kinetics of polyetheretherketone (peek) matrices. Polym. Eng. Sci. 1986, 26, 1574–1581. [Google Scholar] [CrossRef]

	



Ko, T.Y.; Woo, E.M. Changes and distribution of lamellae in the spherulites of poly(ether ether ketone) upon stepwise crystallization. Polymer 1996, 37, 1167–1175. [Google Scholar] [CrossRef]

	



Lattimer, M.P.; Hobbs, J.K.; Hill, M.J.; Barham, P.J. On the origin of the multiple endotherms in PEEK. Polymer 1992, 33, 3971–3973. [Google Scholar] [CrossRef]

	



Lee, Y.; Porter, R.S. Double-melting behavior of poly(ether ether ketone). Macromolecules 1987, 20, 1336–1341. [Google Scholar] [CrossRef]

	



Choe, C.R.; Lee, K.H. Nonisothermal crystallization kinetics of poly(etheretherketone) (PEEK). Polym. Eng. Sci. 1989, 29, 801–805. [Google Scholar] [CrossRef]

	



Cazé, C.; Devaux, E.; Crespy, A.; Cavrot, J.P. A new method to determine the Avrami exponent by d.s.c. studies of non-isothermal crystallization from the molten state. Polymer 1997, 38, 497–502. [Google Scholar]

	



Seo, Y.; Kim, S. Nonisothermal crystallization behavior of poly(aryl ether ether ketone). Polym. Eng. Sci. 2001, 41, 940–945. [Google Scholar] [CrossRef]

	



Rong, C.; Ma, G.; Zhang, S.; Song, L.; Chen, Z.; Wang, G.; Ajayan, P.M. Effect of carbon nanotubes on the mechanical properties and crystallization behavior of poly(ether ether ketone). Compos. Sci. Technol. 2010, 70, 380–386. [Google Scholar] [CrossRef]

	



Díez-Pascual, A.M.; Naffakh, M.; González-Domínguez, J.M.; Ansón, A.; Martínez-Rubi, Y.; Martínez, M.T.; Simard, B.; Gómez, M.A. High performance PEEK/carbon nanotube composites compatibilized with polysulfones-II. Mechanical and electrical properties. Carbon 2010, 48, 3500–3511. [Google Scholar] [CrossRef]

	



Díez-Pascual, A.M.; Naffakh, M.; Gómez, M.A.; Marco, C.; Ellis, G.; Martínez, M.T.; Ansón, A.; González-Domínguez, J.M.; Martínez-Rubi, Y.; Simard, B. Development and characterization of PEEK/carbon nanotube composites. Carbon 2009, 47, 3079–3090. [Google Scholar] [CrossRef]

	



Wang, F.; Drzal, L.T.; Qin, Y.; Huang, Z. Mechanical properties and thermal conductivity of graphene nanoplatelet/epoxy composites. J. Mater. Sci. 2015, 50, 1082–1093. [Google Scholar] [CrossRef]

	



Tewatia, A.; Hendrix, J.; Dong, Z.; Taghon, M.; Tse, S.; Chiu, G.; Mayo, W.E.; Kear, B.; Nosker, T.; Lynch, J. Characterization of melt-blended grapheme—Poly(ether ether ketone) nanocomposite. Mater. Sci. Eng. B 2017, 216, 41–49. [Google Scholar] [CrossRef]

	



Hwang, Y.; Kim, M.; Kim, J. Improvement of the mechanical properties and thermal conductivity of poly(ether-ether-ketone) with the addition of graphene oxide-carbon nanotube hybrid fillers. Compos. Part A Appl. Sci. Manuf. 2013, 55, 195–202. [Google Scholar] [CrossRef]

	



Hou, X.; Hu, Y.; Hu, X.; Jiang, D. Poly (ether ether ketone) composites reinforced by graphene oxide and silicon dioxide nanoparticles: Mechanical properties and sliding wear behavior. High Perform. Polym. 2018, 30, 406–417. [Google Scholar] [CrossRef]

	



Liu, C.; Chan, K.; Shen, J.; Liao, C.; Yeung, K.; Tjong, S.; Liu, C.; Chan, K.W.; Shen, J.; Liao, C.Z.; et al. Polyetheretherketone Hybrid Composites with Bioactive Nanohydroxyapatite and Multiwalled Carbon Nanotube Fillers. Polymers 2016, 8, 425. [Google Scholar] [CrossRef]

	



Gonçalves, J.; Lima, P.; Krause, B.; Pötschke, P.; Lafont, U.; Gomes, J.; Abreu, C.; Paiva, M.; Covas, J.; Gonçalves, J.; et al. Electrically Conductive Polyetheretherketone Nanocomposite Filaments: From Production to Fused Deposition Modeling. Polymers 2018, 10, 925. [Google Scholar] [CrossRef]

	



Herrera-Ramirez, L.C.; Castell, P.; Fernandez-Blazquez, J.P.; Fernandez, A.; de Villoria, R.G. How do graphite nanoplates affect the fracture toughness of polypropylene composites? Compos. Sci. Technol. 2015, 111, 9–16. [Google Scholar] [CrossRef]

	



M. Schultz, J.-N.C.J. The influence of microstructure on the failure behavior of PEEK. J. Mater. Sci. 1990, 25, 3746–3752. [Google Scholar]

	



Filik, J.; Ashton, A.W.; Chang, P.C.Y.; Chater, P.A.; Day, S.J.; Drakopoulos, M.; Gerring, M.W.; Hart, M.L.; Magdysyuk, O.V.; Michalik, S.; et al. Processing two-dimensional X-ray diffraction and small-angle scattering data in DAWN 2. J. Appl. Cryst. 2017, 50, 959–966. [Google Scholar] [CrossRef]

	



Cser, F. About the Lorentz correction used in the interpretation of small angle X-ray scattering data of semicrystalline polymers. J. Appl. Polym. Sci. 2001, 80, 2300–2308. [Google Scholar] [CrossRef]

	



Bangarusampath, D.S.; Ruckdäschel, H.; Altstädt, V.; Sandler, J.K.W.; Garray, D.; Shaffer, M.S.P. Rheology and properties of melt-processed poly(ether ether ketone)/multi-wall carbon nanotube composites. Polymer 2009, 50, 5803–5811. [Google Scholar] [CrossRef]

	



Wu, D.; Wu, L.; Sun, Y.; Zhang, M. Rheological properties and crystallization behavior of multi-walled carbon nanotube/poly(ε-caprolactone) composites. J. Polym. Sci. Part B Polym. Phys. 2007, 45, 3137–3147. [Google Scholar] [CrossRef]

	



Zhan, Y.; Long, Z.; Wan, X.; He, Y.; Liu, X. Exfoliated graphite nanoplatelets/poly(arylene ether nitrile) nanocomposites: In situ synthesis, characterization, and enhanced properties. High Perform. Polym. 2017, 29, 1121–1129. [Google Scholar] [CrossRef]

	



Thankappan Nair, S.; Vijayan, P.P.; Xavier, P.; Bose, S.; George, S.C.; Thomas, S. Selective localisation of multi walled carbon nanotubes in polypropylene/natural rubber blends to reduce the percolation threshold. Compos. Sci. Technol. 2015, 116, 9–17. [Google Scholar] [CrossRef]

	



Ozawa, T. Kinetics of non-isothermal crystallization. Polymer 1971, 12, 150–158. [Google Scholar] [CrossRef]

	



Yang, X.; Wu, Y.; Wei, K.; Fang, W.; Sun, H. Non-Isothermal Crystallization Kinetics of Short Glass Fiber Reinforced Poly (Ether Ether Ketone) Composites. Materials 2018, 11, 2094. [Google Scholar] [CrossRef] [PubMed]

	



Liu, T.; Mo, Z.; Wang, S.; Zhang, H. Nonisothermal melt and cold crystallization kinetics of poly(aryl ether ether ketone ketone). Polym. Eng. Sci. 1997, 37, 568–575. [Google Scholar] [CrossRef]

	



Jeziorny, A. Parameters characterizing the kinetics of the non-isothermal crystallization of poly(ethylene terephthalate) determined by d.s.c. Polymer 1978, 19, 1142–1144. [Google Scholar] [CrossRef]

	



Sommer, J.-U. Crystallization of Polymers.Volume 2: Kinetics and Mechanisms. By Leo Mandelkern. ChemPhysChem 2005, 6, 2437–2438. [Google Scholar] [CrossRef]

	



Deng, S.; Lin, Z.; Xu, B.; Qiu, W.; Liang, K.; Li, W. Isothermal crystallization kinetics, morphology, and thermal conductivity of graphene nanoplatelets/polyphenylene sulfide composites. J. Therm. Anal. Calorim. 2014, 118, 197–203. [Google Scholar] [CrossRef]

	



Wang, H.; Zhou, F.; Wang, T.; Zhang, H.; Liu, T.; Yang, Y. Isothermal and nonisothermal crystallization kinetics of poly(ether ether ketone)/gadolinium oxide composites. High Perform. Polym. 2013, 25, 584–593. [Google Scholar] [CrossRef]

	



Hay, J.N.; Langford, J.I.; Lloyd, J.R. Variation in unit cell parameters of aromatic polymers with crystallization temperature. Polymer 1989, 30, 489–493. [Google Scholar] [CrossRef]

	



Jenkins, M.J.; Hay, J.N.; Terrill, N.J. Structure evolution in melt crystallised PEEK. Polymer 2003, 44, 6781–6787. [Google Scholar] [CrossRef]

	



Gedler, G.; Antunes, M.; Velasco, J.I. Graphene-induced crystallinity of bisphenol A polycarbonate in the presence of supercritical carbon dioxide. Polymer 2013, 54, 6389–6398. [Google Scholar] [CrossRef]

	



Fernandez-Blazquez, J.P.; Perez-Manzano, J.; Bello, A.; Perez, E. The two crystallization modes of mesophase forming polymers. Macromolecules 2007, 40, 1775–1778. [Google Scholar] [CrossRef]

	



Hsiao, B.S.; Sauer, B.B.; Verma, R.K.; Zachmann, H.G.; Seifert, S.; Chu, B.; Harney, P. New Insight of Isothermal Melt Crystallization in Poly(aryl ether ether ketone) via Time-Resolved Simultaneous Small-Angle X-ray Scattering/Wide-Angle X-ray Diffraction Measurements. Macromolecules 1995, 28, 6931–6936. [Google Scholar] [CrossRef]

	



Xu, J.-Z.; Chen, C.; Wang, Y.; Tang, H.; Li, Z.-M.; Hsiao, B.S. Graphene Nanosheets and Shear Flow Induced Crystallization in Isotactic Polypropylene Nanocomposites. Macromolecules 2011, 44, 2808–2818. [Google Scholar] [CrossRef]

	



Iqbal, M.Z.; Abdala, A.A.; Mittal, V.; Seifert, S.; Herring, A.M.; Liberatore, M.W. Processable conductive graphene/polyethylene nanocomposites: Effects of graphene dispersion and polyethylene blending with oxidized polyethylene on rheology and microstructure. Polymer 2016, 98, 143–155. [Google Scholar] [CrossRef]








[image: Polymers 11 00124 g001 550]





Figure 1. (a) Complex viscosity (η*) and (b) square symbols for storage modulus (G′) and star symbols for loss modulus (G″) obtained from dynamic frequency sweep. 
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Figure 2. Figure 2. Differential scanning calorimetry (DSC) thermographs of poly ether ether ketone (PEEK) and PEEK with 1, 5, and 10 wt % of graphene nanoplateletets (GNP) during non-isothermal tests, (a) crystallization from melt, (b) subsequent melting, and (c) heating of quenched samples. 
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Figure 3. Onset Crystallization temperature (square symbols) and crystallization time (star symbols) against the content of GNP. Samples crystallized from melt (a) and from glass (b). 
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Figure 4. Modified Avrami plots at various cooling rates. (a) neat PEEK, (b) PEEK/GNP (1 wt %) (c) PEEK/GNP (5 wt %), and (d) PEEK/GNP (10 wt %). 
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Figure 5. Crystallization temperature onset (square symbols) and melting temperature (star symbols) against cooling (a) and heating rate (b). 
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Figure 6. Simultaneous time-resolved wide angle synchrotron X-ray radiation (WAXS) patterns (upper) and intensity profiles of three main PEEK diffractions (down) for crystallization from melt of PEEK and PEEK/GNP nanocomposites. 
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Figure 7. Simultaneous time-resolved WAXS patterns (upper) and intensity profiles of three main PEEK diffractions (down) for crystallization from glass (cold crystallization) for PEEK and PEEK/GNP nanocomposites. 
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Figure 8. Temperature dependence, on cooling from melt (a) and heating from glass (b) of the correlation length of (110) reflection peak for all samples. 
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Figure 9. Small angle synchrotron X-ray radiation (SAXS) synchrotron profiles corresponding for pure PEEK samples, crystallization from melt (a), crystallization from glass (b). Temperature dependence, on Bragg long period for samples crystallized during cooling from melt (c), and during heating from glass phase (d). 
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Table 1. Temperature at the beginning of crystallization (Tonset), crystallization temperature (Tc), full width at half maximum value (FWHM) crystallization times calculated from Tonset to Toffset (tc), melting enthalpy (ΔHm), degree of crystallization (Xc), and melting temperature (Tm) during non-isothermal crystallization from melt and glass state.
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Crystallization

	
Parameters

	
PEEK

	
1 wt % GNP

	
5 wt % GNP

	
10 wt % GNP






	
From melt (−10 °C/min)

	
Tonset (°C)

	
310.2

	
315.9

	
317

	
317.6




	
Tc (°C)

	
302.4

	
306.7

	
306.9

	
308.1




	
FWHM (min)

	
0.49

	
0.60

	
0.85

	
0.80




	
tc (min)

	
1.3

	
1.71

	
1.98

	
1.96




	
ΔHm (J/g)

	
52.2

	
50.6

	
48.4

	
46.5




	
Xc (%)

	
40.1

	
39.3

	
39.2

	
39.7




	
Tm (°C)

	
344.8

	
344.6

	
344.9

	
345.2




	
From glass (10 °C/min)

	
Tonset (°C)

	
161.5

	
154.6

	
154.5

	
151.7




	
Tcc (°C)

	
169.3

	
165.3

	
164.8

	
163




	
FWHM (min)

	
0.32

	
0.43

	
0.41

	
0.66




	
tc (min)

	
1.07

	
1.38

	
1.32

	
1.48




	
ΔHm (J/g)

	
40.65

	
39.9

	
40.1

	
34.02




	
Xcc (%)

	
31.3

	
31.0

	
32.5

	
29.1




	
ΔHm − ΔHcc (J/g)

	
0.7

	
0.9

	
0.5

	
15




	
Tm (°C)

	
345.3

	
345.8

	
345.4

	
345.3
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Table 2. Calculated n and Zc values at different cooling (negative rates) and heating rates (positive rates), calculated from the slopes and intercepts of the linear parts of the modified Avrami plots.
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β (°C/min)

	
PEEK

	
1 wt % GNP

	
5 wt % GNP

	
10 wt % GNP




	
n

	
Zc

	
n

	
Zc

	
n

	
Zc

	
n

	
Zc






	
−2.5

	
2.4

	
0.49

	
2.36

	
0.42

	
2.24

	
0.40

	
2.37

	
0.38




	
−5

	
2.39

	
0.90

	
2.25

	
0.85

	
2.3

	
0.79

	
2.3

	
0.85




	
−10

	
2.25

	
1.09

	
2.38

	
1.06

	
2.22

	
1.02

	
2.5

	
0.97




	
−15

	
2.14

	
1.10

	
2.41

	
1.08

	
2.23

	
1.06

	
2.59

	
1.07




	
−20

	
2.15

	
1.10

	
2.34

	
1.08

	
2.3

	
1.06

	
2.63

	
1.08




	
2.5

	
3.5

	
0.36

	
2.84

	
0.18

	
3.2

	
0.11

	

	




	
5

	
3.4

	
0.87

	
2.38

	
0.68

	
2.81

	
0.70

	

	




	
10

	
3.72

	
1.05

	
2.36

	
0.95

	
2.48

	
0.97

	

	




	
15

	
4.19

	
1.17

	
2.78

	
1.01

	
2.6

	
1.07

	

	




	
20

	
3.86

	
1.18

	
2.73

	
1.08

	
2.36

	
1.07
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