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Figure S1. The FTIR graph of SF nanofibers. 

Chemical and structural analyses of the SF nanofibers were performed using Fouri-
er-transform infrared spectrophotometry. FTIR analysis was performed with the SF film 
having identical concentration as the SF nanofibers. 

 


