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Abstract

:

In this work, the thermochemical analyses of dairy manure (DM), including the proximate analysis, ultimate (elemental) analysis, calorific value, thermogravimetric analysis (TGA), and inorganic elements, were studied to evaluate its potential for producing DM-based char (DMC) with high porosity. The results showed that the biomass should be an available precursor for producing biochar materials based on its high contents of carbon (42.63%) and volatile matter (79.55%). In order to characterize their pore properties, the DMC products produced at high pyrolysis temperatures (500–900°C) were analyzed using surface area and porosity analyzer, pycnometer, and scanning electron microscopy-energy dispersive X-ray spectroscopy (SEM-EDS). The values of pore properties for the DMC products increased with an increase in pyrolysis temperature, leading to more pore development and condensed aromatic cluster at elevated temperatures. Because of the microporous and mesoporous structures from the N2 adsorption–desorption isotherms with the hysteresis loops (H4 type), the Brunauer–Emmett–Teller (BET) surface area of the optimal biochar (DMC-900) was about 360 m2/g, which was higher than the data reported in the literature. The highly porous structure was also seen from the SEM observations. More significantly, the cation exchange capacity (CEC) of the optimal DMC product showed a high value of 57.5 ± 16.1 cmol/kg. Based on the excellent pore and chemical properties, the DMC product could be used as an effective amendment and/or adsorbent for the removal of pollutants from the soil media and/or fluid streams.
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1. Introduction


Since the Kyoto Protocol adopted on 11 December 1997, humans are beginning to actively focus on mitigating greenhouse gas (GHG) emissions because it is irreversibly changing the planet’s ecosystems via global warming. In this regard, the livestock sector plays a significant role in the globally anthropogenic emissions of GHG, including carbon dioxide (CO2), methane (CH4), and nitrous oxide (N2O) [1]. According to the statistical data by the Food and Agriculture Organization [2], cattle-raising and its resulting manure are the most important contributors to the sector’s GHG emissions, accounting for 65% of the livestock sector emissions. Regarding the main sources of emissions from the sector, the deposition of cattle manure on pastures and manure storage and processing generate substantial amounts of GHG. In order to mitigate GHG emissions and upgrade the recycling of nutrients and lignocellulosic sources, the thermochemical processes (e.g., pyrolysis) can convert cattle manure into renewable chemicals like char or biochar [3]. More importantly, this manure treatment can gain several positive benefits, including GHG emission reduction, biomass nutrients recycling, biofuels and carbon materials production, and waste management without public health concerns [4].



Among the thermochemical processes, pyrolysis is an available method to convert cattle manure into biofuels and/or chemicals. In the process, the lignocellulosic components of the biomass are broken down condensable hydrocarbon molecules (e.g., acetic acid), noncondensable gases (e.g., CO2), and solid carbon as char or biochar under an inert atmosphere. Based on the heating rate, the pyrolysis technology may be divided into slow and fast processes [5]. The slow pyrolysis process (≤10 °C/min) is used primarily for the production of biochar at higher temperatures (≥400 °C), but the fast pyrolysis process (≥100 °C/min) primarily for the production of bio-oils is at about 500 °C [6,7,8]. Furthermore, the resulting biochar not only provides a remarkable carbon sink for mitigating GHG emissions, but also possesses available pore structure for its potential use as an adsorbent and/or soil amendment [9].



Biochar is a rigid and porous carbon material. Its pore properties, however, vary over a wide range with its precursor type and production conditions [5]. Although there are many research studies for reusing dairy (cattle) manure (DM) as a feedstock for char production, few studies focused on the production of dairy manure-based char (DMC) at higher temperatures [3,10,11,12,13,14,15,16,17]. These studies almost produced biochars at a moderate temperature (300–700 °C). It is notable that their pore properties were not significant. For instance, Cantrell et al. [3] reported the physicochemical results for five manure-based biochars pyrolyzed at 350 °C and 700 °C, showing that the specific surface area (SSA) of DMC produced at 700 °C was 186.5 m2/g. However, the SSA value of DMC produced at 700 °C in another study was only 74.0 m2/g [17]. On the other hand, the biochars obtained at higher pyrolysis temperatures showed more stability in both abiotic and biotic incubations [18].



As reviewed above, there is very limited research focused on the production of biochar at higher pyrolysis temperatures (˃700 °C) in the literature [19,20]. In the previous studies [21,22,23], the authors even investigated the thermochemical characterization of DM with relevance to its energy conversion and environmental implications. In order to evaluate DM as a precursor for producing biochars as solid fuels, the authors further prepared DMC products at 400–800 °C [21], suggesting that its resulting chars can be used as clean solid fuels based on their high values of carbon (60% by weight, or 60 wt%) and calorific value (22.3 MJ/kg), and low contents of nitrogen (0.5 wt%). In the preliminary evaluation [23], a biochar product was produced at 900 °C, showing its microporous/mesoporous textures with a specific surface area of about 300 m2/g. In the present study, a series of DMC products, produced at higher charring temperatures (i.e., 500–900 °C), were used to see the structural changes based on their pore properties and true densities.




2. Materials and Methods


2.1. Materials


The dairy manure (DM) for producing biochar was obtained from the livestock farm at the National Pingtung University of Science and Technology (Pingtung, Taiwan). Details on the DM pretreatment were described in the previous studies [21,22,23].




2.2. Thermochemical Analysis of Oven-Dried DM


In this work, the thermochemical properties of DM, including proximate analysis, ultimate (elemental) analysis, calorific (heating) value, inorganic elements, and thermogravimetric analysis (TGA), were conducted to evaluate the potential for producing porous biochar at adequate pyrolysis conditions. Again, details on the thermochemical analysis of oven-dried DM were described previously [21,22,23].




2.3. Pyrolysis Experiments


Because the temperature has been shown to be the most important process parameter in the pyrolysis experiments [11,24], the DMC products were produced at higher pyrolysis temperatures (500–900 °C), moderate residence time (30 min), and low heating rate (10 °C/min) under an inert atmosphere by nitrogen flow. The pyrolysis conditions were similar to the previous study [21], except for the pyrolysis temperature. The yields of the DMC products were obtained by the difference between the weights of DM (5 g for each experiment) and DMC. The DMC products produced at 500, 600, 700, 800, and 900 °C were marked as DMC-500, DMC-600, DMC-700, DMC-800, and DMC-900, respectively.




2.4. Characterization of DMC


As mentioned above, the main purpose was to produce biochars with high pore properties (including specific surface area, pore volume, and porosity). Therefore, the physical characterization of DMC was mainly based on the nitrogen adsorption–desorption isotherms and true density by using a surface area and porosity analyzer (Model No.: ASAP 2020; Micromeritics Co., Norcross, GA, USA) and a gas pycnometer (Model No.: AccuPyc 1340; Micromeritics Co., Norcross, GA, USA), respectively. More details about the analytical conditions were determined previously [25,26]. On the other hand, the microstructural textures and elemental compositions on the surface of DM and DMC were measured by using a scanning electron microscopy (Model No.: S-3000N; Hitachi Co., Tokyo, Japan) coupled with an energy dispersive X-ray spectroscopy (Swift ED3000, Oxford Instruments, Abingdon, UK). Regarding the chemical characterization of DMC, it included proximate analysis, ultimate (elemental) analysis, and calorific value, which were similar to the thermochemical analysis of oven-dried DM in the Section 2.2.





3. Results and Discussion


3.1. Thermochemical Characterization of Dairy Manure (DM)


As shown in Table 1, there were high contents of carbon (C, 42.63%) and hydrogen (H, 6.43%) in the dried dairy manure (DM), which was consistent with the high value of volatile matter (79.55%) due to the undigested lignocellulose. The compositional characterization should be attributed to ruminant feed (or forage) like pangola grass and napier grass. Making a comparison between the molar ratios of DM (C6H10.9) and cellulose (C6H10O5)/hemicellulose (C5H8O4), their values were approximate to each other. Therefore, its calorific value was up to 18.4 MJ/kg-dry. The data in Table 1 were very close to those in the previous studies [25,26] and other reports [27,28,29]. On the other hand, the contents of inorganic elements in the biochar precursor (i.e., DM) will be important for various reasons, including soil fertility and contamination when reusing it (or resulting biochar) as an organic fertilizer, and slagging and fouling as it was burned in boilers. In this regard, the macro-nutrients (i.e., Ca, Mg, P, Si, K), micro-nutrients (i.e., Mn, Cu, Zn, Fe), and toxic metals (i.e., As, P, Cd, Cr) in the DM were determined in the present study based on the analyses of inductively coupled plasma-optical emission spectrometer (ICP-OES). These inorganic elements in the DM biomass will exist in the so-called ash, which is as high as 10.94% (Table 1). Also, the oxides or carbonates of alkali metals (i.e., K, Na) and alkaline earth metals (i.e., Ca, Mg, Sr, Ba) from the DM ash could evaporate at combustion temperature due to the relatively low melting points and subsequently condense on the down streams. As listed in Table 2, the primary inorganic elements included calcium (Ca), silicon (Si), phosphorus (P), magnesium (Mg), potassium (K), sodium (Na), and aluminum (Al). The contents of these ash-forming elements in DM were in accordance with those in grass biomass such as straw [30]. These inorganic elements could be present in the forms of oxide or carbonate like SiO2, CaO, or CaCO3. Regarding the concentrations of toxic metals in DM, the ash is almost free of them, including arsenic (As), cadmium (Cd), chromium (Cr), cobalt (Co), copper (Cu), nickel (Ni), and lead (Pb). However, it should be noted that the contents of zinc (Zn) and manganese (Mn) in Table 2 indicated small amounts (0.017% and 0.034%, respectively). Although these contents were significantly lower than the swine-based manure [31], their moderate toxicity may pose hazards to ecosystems.



In the measurement of thermogravimetric analysis (TGA), the TGA curve of DM (0.2 g), shown in Figure 1, was obtained at a heating rate of 10 °C/min under the nitrogen flow (50 cm3/min). Obviously, there were three stages for the devolatilization and carbonization of biomass (i.e., DM) biopolymer constituents (i.e., hemicellulose, cellulose, and lignin) in different temperatures [5]. The first stage in the temperature range of 25–200 °C represented the thermal desorption of moisture attached and structural deformity of the biomass. The second stage ranging from 250 to 450 °C was the greatest change on the mass lose zone. From the derivative thermogravimetric (DTG) curve, the pyrolytic decompositions of hemicellulose and cellulose occurred at the peak temperatures of around 320 °C and 380 °C, respectively. This reaction zone was indicative of extensive decomposition of hemicellulose in the early stage due to its fragile structure chemically in comparison with cellulose and lignin. Subsequently, cellulose started to undergo decomposition reactions such as devolatilization and carbonization. The third stage starting from 430 °C was attributed to the rigorous decompositions of lignin and its resulting char, making it brittle and porous. In this regard, the pyrolysis temperature was adopted at above 500 °C in the charring experiments for producing porous biochars.




3.2. Yield and Pore Properties of DMC Products


For better utilization in the agricultural and environmental applications, the yields, densities, and pore properties of DMC products were determined in this work. As shown in Figure 2, the yields, ranging from 31.4% to 22.5%, indicated a decreasing trend as the pyrolysis temperature was increased from 500 °C to 900 °C. This variation should be attributed to the devolatilization and carbonization of solid char products during the progressive pyrolysis at higher temperatures, which was consistent with the TGA observations (Figure 1).



The pore properties of material involve the correlations between its specific surface area, pore volume, and density. Among them, specific surface area may be the most important parameter to indicate the adsorptive capacity and the quality of biochar. Based on the Brunauer–Emmett–Teller (BET) model, it was commonly measured by N2 adsorption–desorption isotherms at −196 °C using the surface area and porosity analyzer. Table 3 summarized the pore properties of DMC products produced at various pyrolysis temperatures [32,33]. The true density is defined as the ratio of the biochar mass to the volume occupied by that mass, which was measured by a helium-displacement pycnometer. However, the particle density was estimated by the total pore volume and true density. Based on the definition of porosity in the porous particle, this property was further determined by the particle density and the true density. The data in Table 3 obviously indicated an increasing trend in pore properties, including the BET surface area, micropore area, total pore volume, micropore volume, true density (ρs), particle density (ρp), and porosity (εp). This result was in accordance with the observations of the average pore diameter (Dave), DMC’s yield, and the DM’s TGA, suggesting that the rigorous carbonization (charring) at higher pyrolysis temperatures was favorable to the development of porous structure in the DMC products with aromatic carbon clusters [34]. Here, assuming that the pore is of cylindrical geometry, the data on Dave were calculated from the ratio of the total pore volume (Vt) and the BET surface area (SBET) and can be further validated in the pore size analysis. Consistently, more condensed aromatic structure of the charring materials can be formed at higher pyrolysis temperatures (˃700 °C). Therefore, the optimal DMC product (i.e., DMC-900) with the maximal BET surface area of 360.6 m2/g and true density of 2.2284 g/cm3 was produced at 900 °C. Based on the suggestion by Keiluweit et al. [35], the DMC-900 product could be a turbostratic biochar.



As mentioned above, the nitrogen (N2) adsorption–desorption isotherms is commonly used to analyze the porous characterization of carbon material. Furthermore, the pore size distributions of the resulting biochars at the desorption branch were obtained by the Barrett–Joyner–Halenda (BJH) method [36]. Figure 3 and Figure 4 depicted the N2 adsorption–desorption isotherms (at −196 °C) and pore size distribution curves of DMBC products, respectively. The isotherms in Figure 3 showed type I shape, as expected for microporous materials because of its high adsorption potential at relative pressure (P/Po) of less than 0.05. Obviously, a sharp “knee” point near P/Po around 0.05 was observed in these isotherms, which corresponds to the monolayer capacity. However, the specific surface area was commonly calculated from the values of P/P0 in the range of 0.05–0.30 [36]. As shown in Figure 3, the steep increase in the isotherm slope up to P/Po (above 0.95) can be explained by capillary condensation within the pores, followed by saturation as the pores become filled with nitrogen liquid. The significant increase in pore properties occurred when the pyrolysis temperature was between 600 and 900 °C which should be due to the rigorous charring and shrinking reactions, thus developing more porous structures in the DMC products (i.e., DMC-700, DMC-800, and DMC-900). On the other hand, the hysteresis loop observed in the isotherms (Figure 3) is a typical Type IV for mesoporous materials. According to the classification by the International Union of Pure and Applied Chemistry (IUPAC), the DMBC products should be classified as being of the H4 type [36], indicating that the resulting biochar products are complex carbon materials containing both micropores and mesopores. More consistently, their pore size distributions observed in Figure 4 indicated two narrow profiles for micropores (˂2.0 nm) and mesopores (about 4.0 nm), respectively.



In order to see the porous textures, the SEM observations were performed on the surface of DM and DMC products. Figure 5 showed the SEM micrographs (×1000) of DM and optimal DMC product (i.e., DMC-900). As seen in Figure 5a, the DM exhibited a rigid and compact matrix, which was indicative of its non-porous and rod-like features due to the lignocellulosic composition. By comparison, the optimal biochar product (DMC-900) displayed porous structures on the surface. The SEM observations were very consistent with their pore properties (Table 3). In addition, these findings were similar to the literature survey by Mukome and Parikh [37].




3.3. Chemical Characterization of DMC Products


In order to correlate the chemical and agronomic properties of DMC products with pyrolysis temperature, Table 4 provided the data on the proximate analysis (ash content), ultimate (elemental) analysis (C/N), and calorific value. Obviously, the ash contents of DMC products indicated an upward trend, increasing from 25.26 wt% to 42.21 wt% as pyrolysis temperature increased. However, the calorific values of DMC products pyrolyzed from 500 °C to 700 °C slightly increased as their carbon contents increased, but they then decreased above 700 °C due to the decrease in the carbon content and/or the increase in the ash content. Compared to the data in Table 1, this can be further confirmed by the increase in the carbon content from 42.6 wt% to above 50 wt%, clarifying that the carbon content in the biochar products (i.e., DMC) significantly increased during the carbonization process. It should be noted that increasing the carbonization temperature from 800 °C to 900 °C will induce more gasification reaction, thus indicating a decrease in the carbon content of the resulting biochar product (Table 4). On the other hand, the nitrogen contents of the biochar products (i.e., DMC) indicated a decreasing trend. It can be ascribed to increase the emissions of N-containing pyrolytic gases at higher carbonization temperatures.



Figure 6 showed the elemental compositions on the surfaces of the optimal product DMC-900 by the energy dispersive X-ray spectroscopy (EDS). The contents of inorganic elements were consistent with the data in Table 2. It can be seen that the content of oxygen in the DMC-900 was still high, suggesting that the polar nature (i.e., hydrophilicity) enhanced by oxygen-containing functional groups on the surface will be more significant [33]. Furthermore, the cation exchange capacity (CEC) of the optimal product DMC-900 was determined in duplicate by the sodium acetate method to show a high value of 57.5 ± 16.1 cmol/kg probably due to its high specific surface area and the presence of O-containing functional groups [37]. Therefore, the reuse of biochar as a soil amendment has been shown to increase soil CEC through electrostatic interaction due to its negatively charged surface [38]. In order to increase the biochar CEC by embedding more acidic oxygen functional groups on the surface, biochar was further treated with strong oxidants like hydrogen peroxide [39] and ozone [40]. Therefore, the removal of cationic pollutants (e.g., heavy metal ions, cationic dye) from aqueous solutions by using DM-based biochars has been widely studied in the literature [10,11,12,13,14,15,16,17].





4. Conclusions


A series of porous biochar products (DMC) were prepared from dried dairy manure (DM) at high pyrolysis temperatures (500–900 °C). The following conclusions were summarized:




	
According to the data on the thermogravimetric analysis (TGA) of DM, it is better to produce highly porous DMC at temperature above 500 °C because of the intense devolatilization of its lignocellulosic compositions and the increase in the aromaticity.



	
The optimal DMC product produced at 900 °C showed its BET surface area of 361 m2/g and total pore volume of 0.24 cm3/g.



	
From the N2 adsorption–desorption isotherms with the hysteresis loops (H4 type), the DMC products are complex carbon materials, which contained both micropores (Type I) and mesopores (Type IV).



	
The carbon contents of the biochar products (i.e., DMC) significantly increased to above 50% during the carbonization process.



	
The cation exchange capacity (CEC) of the optimal DMC product showed a high value of 57.5 ± 16.1 cmol/kg.
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Figure 1. Thermogravimetric analysis (TGA) and derivative thermogravimetry (DTG) curves at heating rate of 10 °C/min for dairy manure (DM). 
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Figure 2. Yields of DM-derived biochar (DMC) as a function of pyrolysis temperature. 
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Figure 3. N2 adsorption–desorption isotherms of DMC products (i.e., DMC-500, DMC-600, DMC-700, DMC-800, and DMC-900). 
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Figure 4. Pore size distributions of DMC products (i.e., DMC-500, DMC-600, DMC-700, DMC-800, and DMC-900). 
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Figure 5. SEM images (×1000) of (a) dairy manure (DM), and (b) optimal biochar product (DMC-900). 
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Figure 6. Energy-dispersive X-ray spectrometry (EDS) analyses of optimal biochar product (i.e., DMC-900). 
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Table 1. Proximate analysis, ultimate analysis, and calorific value of dairy manure (DM).






Table 1. Proximate analysis, ultimate analysis, and calorific value of dairy manure (DM).









	Property
	Value a





	Proximate analysi