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Abstract

:

The paper provides a discussion on the results of studies of the effect exerted by combined degradation factors typical of four types of wear: abrasion, impact–abrasion, tribocorrosion, and impact–abrasion–corrosion, conducted for chain wheels made of Ni-Cu alloyed austempered ductile iron. The studies consisted of determining the content of retained austenite in the structure of the cast irons in question, establishing the measures of wear following wear testing, and identifying the basic surface degradation mechanisms observed in the chain wheels tested following multifactorial wear processes. The chain wheels made of ADI were found to have sustained the greatest damage under the impact–abrasion–corrosion (three-factor) wear scenario, while the wear was least advanced in the abrasion (one-factor) wear case. Another observation derived from the studies is that the combined effect of dynamic forces, corrosion, and quartz sand-based abrasives causes increased surface degradation in the cast iron grades taken into consideration compared to processes characterised by a reduced number of degradation factors (i.e., one- or two-factor wear processes). Additional hardness tests and XRD analyses revealed that a distinctive effect attributable to combined degradation factors on the surface hardness increased value and implied that bench testing was followed by phase transition.
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1. Introduction


In the course of machinery operation [1,2,3], the working environment can exert a multifactorial effect. The foregoing results from the potential occurrence of degradation promote factors [4,5,6,7] such as the following:




	-

	
Hard abrasives in the zone of the mating of machine components, which intensify abrasive processes;




	-

	
Saline waters, which tend to induce electrochemical corrosion processes;




	-

	
Dynamic excitations caused by start-up operations or sudden load changes which, in turn, can cause cracks in the microstructure, leading to material decohesion.









A coincidence of at least two of the aforementioned degradation factors is decisive of the complex form of the damage mechanisms observed in machine components; for instance, micro-scratching or micro-ridging, typical of abrasive wear, can be accompanied by surface layer cracking.



The combined effect of dynamic forces and abrasive material [8,9,10] is typically referred to as impact–abrasion wear, which occurs in the operation of mining machinery (e.g., crushers, skips, and chutes). The resultant effect of both environmental factors should cause a significant wear increase, exceeding the sum of individual effects these factors trigger. This assumption has been confirmed in numerous papers, including by Kennedy et al. [11] who addressed the impact–abrasion wear tests performed on coated and non-coated samples of aluminium, mild steel, and tool steel using a dedicated test rig. The experimental tests they conducted revealed higher wear rates under impact–abrasion conditions compared to contact-only abrasion. Similar insights have been formulated with reference to studies of diverse materials in papers [12,13,14,15,16,17,18,19].



The wear process triggered by the combined effect of the factors which intensify abrasive and corrosive wear is known as tribocorrosion [20,21,22,23]. Under such conditions, the friction-induced wear process and electrochemical corrosion interact, while the consequence of both these processes acting together is a synergy of degradation factors. The synergistic effect observed in the course of the tribocorrosion process is attributable to the removal of the oxide layer due to friction, which accelerates surface corrosion in areas exposed by the impact of the abrasive material or peaks of surface irregularities, while on the other hand, the hard particles of the oxide layers being removed can intensify deterioration of the surface layer [24,25,26]. The evolution of tribocorrosion-induced damage is schematically shown in Figure 1. Both the process of tribocorrosion and its effects have been described in numerous papers, including [27,28,29,30,31,32,33].



Contemporary ADIs are used relatively frequently in the mining industry where machine components are exposed to abrasive wear. They offer a number of advantages which make them suitable as a material for machine parts [34,35], including the following:




	-

	
Possibility of using casting technologies to manufacture components from ADI [36,37,38,39];




	-

	
High mechanical strength of the ADI grades [40,41,42];




	-

	
Possibility of shaping the properties of ADI by way of dedicated heat treatment [43,44,45,46] and surface treatment [47,48,49,50];




	-

	
Possibility of developing a nanocrystalline structure [51,52,53,54,55];




	-

	
Option of cast iron surface hardening in processes such as TRIP [56,57,58,59,60,61] and capacity to attain high tribological wear resistance [62,63,64,65,66,67,68].









Even though there are numerous studies on the properties of ausferritic cast irons, few of them have actually addressed the combined effect of numerous degradation factors (impact–abrasion and tribocorrosion) on the surface degradation of the said materials.



Wieczorek [69] examined ADI under a combined impact of dynamic forces and abrasive grains, only to conclude that under such conditions, the surface wear of the elements subject to tests increased compared to the wear in the presence of the abrasive material alone, and demonstrated the synergy of the effects caused by both degradation factors. Navarro-Mesa et al. [70] studied the tribological properties of austempered grey irons (AGI) by pin-on-disc testing in dry and wet environments. Under dry conditions, the wear resistance of AGIs increased as the austempering temperature dropped, while the wear resistance of AGIs under humid conditions increased along with the austempering temperature rise. Stachowiak and Wieczorek [71] analysed the combined effect of corrosive action (water + 3.5% NaCl) and wear on the tribocorrosion of ADI, and concluded that the increase in abrasion resistance and hardness were correlated. However, the highest surface hardness did not entail the highest resistance to tribocorrosion. The lowest tribocorrosion wear was found in the case of the cast iron characterised by an austenite content of ca. 20% and a hardness of 382 HB. Having studied the hardest cast iron variant, it was established that the increased wear, compared to the cast iron variants of lower hardness, could be attributed to intense corrosion processes initiated where cracks emerged in the hard surface layer.



In industrial practice, especially mining, one typically deals with a combined effect of an abrasive material, a corrosive agent (water), and variable impact loading. Such a form of degradation is referred to further on in this paper as impact–abrasion–corrosion wear. Unlike impact–abrasion and tribocorrosion, multifactorial wear is a process which has been explored to a relatively limited extent, hence the need for further research in this field. At the current stage of development, the literature on the subject addressed in this paper contains no results of studies of multifactorial wear, especially with regard to the combined effect of degradation factors such as abrasive material, water, and pulse excitation, concerning ADI. In that respect, this paper will represent a novelty, given the state of the art.



The main purpose of the studies addressed in this article was to become familiar with the wear characteristics of ausferritic cast irons under the conditions of multifactorial wear, and the following problems were taken into consideration in particular:




	-

	
Effect of the content of retained austenite on multifactorial wear, including impact–abrasion–corrosion;




	-

	
Relationship between multifactorial wear and service hardness of the surface layer.









The studies in question were conducted at a dedicated test rig enabling one-, two- and three-factor wear to be generated.




2. Materials and Methods


2.1. Research Method


The research aimed at establishing the properties of ADI with diversified structure under multifactorial wear conditions was broken down into three stages.



Stage 1 comprised determination of the initial post-austempering structure of the chain drums subject to the tests, as well as the hardness and austenite content of this structure. Additionally, parameters characterising the susceptibility of the materials examined to corrosion were identified (detailed characteristics of the test chain drums are described in Section 2.2).



The structure of the ductile irons in questions was determined by studying the reference chain drums and by out samples from the zone of mating between the seat and the chain link. The samples were then ground, polished, and etched in a 2% Nital solution. Next, the polished surfaces were etched and subjected to metallographic observations at magnifications of ×50 ÷ 1000 using the OLYMPUS IX70 light microscope (Olympus Company, Tokyo, Japan). Hardness measurements were conducted in the drum cross-section, including in the seat/chain mating zone, by applying the Brinell method.



The austenite fraction in the cast irons subject to the studies was determined by phase composition tests, performed using the X’Pert PRO X-ray diffractometer from Panalytical, (Malvern Panalytical Ltd, Malvern, UK) featuring a cobalt anode X-ray tube (λKα = 0.179 nm) and a PIXcel 3D detector. Diffractograms were recorded in the Bragg–Brentano geometry within the angle range of 5–100° 2Θ, with a step of 0.026° and a counting time of 80 s per step. A qualitative X-ray phase analysis was performed using the HighScore Plus software (v. 3.0e) and the PAN-ICSD database of inorganic crystal structures.



In Stage 2, wear tests were conducted using a dedicated test rig that made it possible to generate conditions in which an electrochemical corrosion-promoting agent, abrasion, and dynamic excitation exerted a combined effect. Tests were also performed in the presence of the quartz sand mineral abrasive alone, as well as by applying a combination of two factors: abrasive material along with dynamic excitation, and abrasive material with water. Table 1 contains a summary of the variants tested for the effect of the degradation factors. Also at this stage, wear characterising measures were determined for all the impact variants of the degradation factors (the test rig, the test method, and the method employed to determine the wear measures are described in Section 2.3).



The last stage of the research comprised determining the post-wear test structure of the ductile irons, analysing the surface damage mechanisms, and measuring hardness by the Brinell method. The related tests were performed in a cross-section through the chain drum seat and chain link mating zone (Figure 2).




2.2. Object of Research


The collective object of the research was chain wheels (Figure 3) manufactured from ductile iron and heat-treated. The chemical composition and heat treatment parameters were determined on the basis of previous studies [16,47,68] and their compliance with anti-wear requirements was confirmed based on tests under real conditions. The area subject to wear was the zone of mating between the chain drum and chain links.



Four sets of chain drums were studied (each drum tested under only one variant of the combination of degradation factors), and all of them were manufactured from the same austempered ductile iron (its chemical composition is provided in Table 2). The ductile iron was compliant with the applicable standard [72], and it was characterised by a pearlite–ferrite structure, the number of graphite nodules of 200/mm2, and nodularity greater than 90%. The test drums were cast using sand moulds. After the casting was completed, the surface of the drums was cleaned and the metal from the sprue and risers was cut off, followed by salt austempering. The thermal parameters of the heat treatment procedure applied are collated in Table 3. Following the heat treatment, the basic mechanical properties of the ductile irons studied were determined (Table 4).




2.3. Wear Testing Station


The wear properties of the alloyed ductile irons in question were studied at a test rig which made it possible to alter the combined effect of the degradation factors affecting the drums subject to testing. The test rig is shown in Figure 4. It has been described in detail in paper [73].



The abrasive wear of the chain drums subject to tests was induced by pouring rinsed quartz sand of a grain size smaller than 1 mm into the test rig’s container. As a consequence of the chain movement, the mating zone between the chain wheels studied and the chain surface was filled at the very beginning of the tests (chain links with the dimensions of ø18 × 64 were used in the tests). Tribocorrosion was induced similarly to abrasive wear, the exception being that tap water of the composition specified in Table 5 was added to the quartz sand. The initial water-to-quartz abrasive proportion was 10%, while on the account of the observed increase in the temperature of the abrasive mixture, water was added to the mixture every 2 h in the amount of 20 L during the test rig operation. Dynamic excitation was produced by means of one-kilogramme beaters hitting tooth crests as the drum was rotating.



The chain drums were tested under the following conditions:




	-

	
Peripheral velocity of chain drums: 0.7 m/s;




	-

	
Total test duration: 200 h (100 h for each direction of motor rotation);




	-

	
Pressure on surface between drum seat and chain link: 48.9 MPa.









The chain drum parameters were measured using a coordinate measuring machine (CMM) before and after wear testing, along a pre-established measuring path covering the drum seat and chain link mating zone. The measurements delivered coordinates of a given measuring point before and after the wear effect, and then the δi,N distance between them was determined according to the following formula:


   δ  i , N   =          x  1 i , N   −  x  2 i , N      2  +      y  1 i , N   −  y  2 i , N      2  +      z  1 i , N   −  z  2 i , N      2     n   



(1)




where x1i,N is the x coordinate for the ith point of the Nth tooth before the wear test, x2i,N is the x coordinate for the ith point of the Nth tooth after the wear test, y1i,N is the y coordinate for the ith point of the Nth tooth before the wear test, y2i,N is the y coordinate for the ith point of the Nth tooth after the wear test, z1i,N is the z coordinate for the ith point of the Nth tooth before the wear test, z2i,N is the z coordinate for the ith point of the Nth tooth after the wear test, N is the tooth seat’s numerical designation, and n is the number of seat surfaces of a given chain wheel (n = 24).



The procedure described above was followed to establish an averaged wear behaviour along the measuring path, which made it possible to compare the wear of the drums subject to tests under different conditions. Furthermore, a single-number wear index of δMAX was determined in the following form:





3. Results


3.1. Identification of the Initial Structure of ADI and Its Corrosion Properties


Having studied the microstructure of the ADI austempered at the temperatures of 360 °C (ADI_800) and 310 °C (ADI_1000), an upper ausferrite composed of bainitic ferrite and austenite was found in the matrix structure (Figure 5A,B), and additionally, block austenite was detected in areas between the ausferrite packets. The matrix structure of ADI_270 and ADI_240 (Figure 5C,D) was lower ausferrite, composed of ferrite, trace amounts of martensite, and low-carbon austenite. In all the materials examined, nodular graphite, typical of ductile irons, was found.



Figure 6 illustrates the results delivered by the diffractometry of the ductile irons in question, based on which the fraction of the ferrite and austenite phases in the matrix was determined. The results provided in Table 6 clearly imply that as the austempering temperature increases, so does the austenite content (the result being consistent with the findings of other researchers, e.g., those provided in [57,59]).



In order to determine the susceptibility of the ductile irons studied to corrosion, a 3.5% NaCl solution was used to measure the corrosion potential (Ecorr) and corrosion current density (icorr) by the Tafel method. The results obtained are provided in Table 7. The differences found in the corrosion current density values for the tested variants of ductile cast iron are relatively small and close to the standard deviation. It can therefore be concluded that the matrix of the tested cast irons does not significantly affect their resistance to the corrosive effects of a solution of water and 3.5% NaCl.




3.2. Wear Test Results


After the wear tests were conducted in line with the method specified in Section 2.3, the δi,N parameters were determined, making it possible to establish the behaviour of this parameter in a function of the position on the measuring route for the wear factor combination variants taken into consideration (Figure 7). Figure 7 clearly shows that the depth of the wear zone in the wheel seat and chain link mating area increases significantly as the number of the combined environmental factors does so. The greatest wear of the wheel surface was observed for the ACD variant, i.e., the combined effect of quartz sand, water, and dynamic excitations.



Based on the values obtained for the δi,N parameter, the maximum value (δMAX) was established for individual wear variants (Table 8). Besides the measures of wear, the behaviour of hardness of the surfaces subject to tests was also determined following the bench tests. Table 9 summarises the HB hardness values obtained in a tooth cross-section through the mating zone, 0.3 mm below the surface. The values provided in the table imply a significant hardness increase following the wear test, as observed in all the ADIs tested. Both the wear results and the surface hardness values are analysed in Section 4.




3.3. Damage Identification in the ADIs Subjected to Tests


A single predominant damage mechanism—namely micro-scratching—was observed on the surface of the chain wheels made of ADIs following the abrasive wear tests (Variant A) (an example of the damage to the surface of ductile iron ADI_800 is shown in Figure 8A). This form of surface damage was caused by the quartz abrasive grains. The microstructure studies of the surface layer in all types of the ADI in question revealed no surface cracks; however, it was noted that, as the hardness of the ductile iron matrix decreased (thereby increasing the material’s plasticity), more intense friction-induced deformations of graphite occurred at the surface, which can intensify the process of surface micro-scratching by making it easier for the irregularities of the abrasive grain to penetrate the surface layer. The foregoing relationship was particularly evident in ductile irons ADI_800 (Figure 8B) and ADI_1000.



In the case of the combined effect of abrasive material and dynamic forces (Variant AD), the type of the damage mechanisms observed basically depended on the cast iron microstructure, and primarily on the austenite content. What could be found in the cast irons with an upper ausferrite structure and the austenite content ranging from 27 to 40% (ADI_800 and ADI_1000) was identical forms of damage as in the case of abrasive wear, the only difference being that the surface layer area with graphite deformation was smaller; moreover, no surface cracks were observed.



In the case of the ductile irons with a lower ausferrite structure (ADI_1200 and ADI_1400), as shown in Figure 9, the damage forms observed besides the micro-scratching typical of abrasion were those caused by impulse forces, i.e., cracks initiating at the surface and penetrating deep into the surface layer, matrix cracks located near discontinuities (and next to deformed graphite nodules in particular), as well as flat surface chipping.



Where the effect of the abrasive material and the corrosive agent (Variant AC) was combined, the forms of damage observed in the material were very similar to those caused by the abrasive grains alone (Variant A). This being the case, the surface degradation was also attributable to micro-scratching, and only the depth of the resulting scratches was greater (Figure 10). More intense surface material separation was promoted by the corrosion process, which was responsible for the formation of corrosion wear products (oxides of the metals contained in the cast iron) of high hardness. These oxides accelerated the micro-abrasion process in the event that they were components of the abrasive mixture; moreover, the places where they developed on the metallic surface as a result of electrochemical corrosion processes could be separated more easily by the abrasive grains.



In Variant ACD, where the surface degradation was attributable to the combined effect of the sand grain, the corrosive agent, and dynamic forces, one could observe relatively few traces of damage forms enabling a specific degradation mechanism to be identified. This was due to the high intensity of the degradation processes at play, causing the surface to be smoothed and, by that means, the typical traces of a given damage type to be removed. An example of such a smoothed surface, only with individual micro-scratches visible on the surface of ductile iron AD_1200, has been provided in Figure 11A. There are spherical or slightly deformed formations of nodular graphite visible in a cross-section through the surface layer of this ductile iron (Figure 11B).



In the case of the cast irons with a high austenite content, surface was also found to be smoothed (Figure 12A) as an effect of the degradation factors, but the nodular graphite was more deformed. Additionally, the areas of removed graphite were spotted on the surface of ductile iron ADI_800 (Figure 12B).



However, having examined the cross-sections through the surface layer of the ductile irons with a lower ausferrite matrix (ADI_1200 and ADI_1400), it was found to be cracking, particularly in the lower zone of surface chipping (Figure 13A) and in the areas of removed graphite (Figure 13B). These damage forms were relatively rare considering the entire surface subject to wear, yet their effects were significant.





4. Discussion


The analysis of the surface damage observed following wear testing under varying environmental conditions revealed that the occurrence of individual forms of damage is heavily affected by the matrix microstructure, and the austenite content in particular. Therefore, further discussion of the results obtained in the studies has been functionally related to this phase component.



Figure 14 illustrates the behaviour of the δMAX wear parameter in a function of austenite content in the matrix of the ductile irons studied, as determined for the variants of the combined degradation factor effect taken into consideration.



The figure clearly demonstrates the progressive nature of the wear values in a function of the austenite content in the ADI matrix for the variants of abrasive wear (Variant A) and multifactorial wear (Variant ACD). A different, degressive nature is observed in the case of impact–abrasion wear, while in the case of tribocorrosion, there is an extremum (minimum) for values of approx. 30% of austenite (which corresponds to the ADI_1200 variant). With reference to Figure 14, one can also generally conclude that, as the number of degradation factors increases, the value of wear of the chain wheels made of ADI rises as well. What may be perceived as a departure from this rule is the relatively low wear values obtained for Variant AD observed for the ductile irons with high austenite content (ADI_800 and ADI_1000). An additional observation made with regard to the aforementioned grades of cast iron is that a lenticular deformation of graphite, arranged diagonally to the surface, emerges under the impact of friction force. Such an arrangement of graphite may facilitate the abrasion of the matrix by the abrasive grains, enabling them to penetrate deeper into the surface layer.



The observed increase in the wear of the ADI chain wheels correlating with the increasing austenite content in their microstructure is consistent with the research results discussed in other papers [59,64], and it generally stems from the lower technological hardness of the surface layer of cast irons with a lower austenite content (see Table 9). However, when loaded, austenite transforms into martensite of the TRIP type in ADI, which significantly alters the operating characteristics of the surface layer in these ductile irons.



Figure 15A,B shows diverse diffraction profiles of the ADI_1400 ductile iron variant, including for the initial condition of the ductile iron and following its abrasive wear testing (the XRD test parameters differed from those applied to determine the austenite content). It clearly implies that, as a result of both wear tests, compared to the initial condition, there was a decrease in the peak associated with iron γ (it is observed, for instance, for the values of angle 2Θ ≈ 41°) and an increase in the peak associated with iron α (occurring for the values of angle 2Θ ≈ 43°). The XRD test results obtained evidence the TRIP-type transition under the pressure induced by wear testing.



As a direct result of the austenite transition into martensite, the service hardness of the surface layer increased (Table 9), and subsequently, its wear resistance improved. By the effect of the abrasive quartz grains, the initial hardness of the ADI increased by 143–231 HB. However, as Figure 16 implies, the increase in the hardness of this layer depends, to a considerable extent, on the wear testing conditions (which is also confirmed by the information provided in Table 10, listing the values of Pearson’s r coefficient of correlation between the austenite content and the service hardness of the surface layer), and consequently on the combination of degradation factors, but also on the austenite content in the cast iron microstructure.



To recapitulate on the foregoing, the wear decrease observed for Variant A, correlating with the decrease in the austenite content in the ADI microstructure is mainly attributable to the higher hardness of the surface layer which has developed under load.



In the case of a pulse-type abrasion, one can observe increasing wear as the austenite content decreases in the structure of ADI (Figure 14). The most favourable anti-wear properties were displayed by the ADI_800 ductile iron, the ADI_1000 material being ranked second in this respect, while the lowest resistance to this type of wear was established for the ADI_1400 material variant. At the same time, Figure 16 implies that the service hardness of the surface layer attained in Variant AD is the lowest among all the wear variants taken into consideration.



The most probable reason for the foregoing is the reduced intensity of the TRIP-type phase transition, caused by the occurrence of surface layer cracks, thereby leading to a reduction in the forces required to detach material in the course of abrasion. As argued in the papers by Putatunda and Bingi [74], Yang and Putatunda [40,41], and Ravishankar et al. [75], what happens during the TRIP-type phase transition is the formation of martensite, responsible for wear resistance enhancement, but at the same time, the resistance to brittle cracking (K1C) of ADI declines as the ausferritising temperature drops, causing the austenite content in the microstructure to decrease as well. What can be concluded with reference to the test results obtained is that the chain wheels made of ADI with an upper ausferrite structure are better suited for operation under the conditions of abrasive wear and variable dynamic forces.



The behaviour of wear of ADI under the conditions of tribocorrosion in a function of austenite content (Figure 14) is generally similar in nature to that of impact–abrasion wear; however, the slope of the regression line is smaller, which indicates certain similarity between the damage mechanisms observed for both wear forms. As aforementioned, the reason for the relationship identified with regard to impact–abrasion wear was recognised in the occurrence of cracks in the surface layer and the reduced intensity of the austenite transition into martensite. In the case of tribocorrosion wear, on the account of the absence of dynamic forces, no cracks developed in the surface layer during the tests, which was confirmed by damage analysis (Figure 10). However, the second factor taken into consideration, namely the weakening of the structure consolidation process, was undoubtedly at play. Attributable to the impact of water, the corrosion process caused the formation of hard oxide layers and facilitated their abrasion by quartz sand grains, which should have reduced the intensity of the TRIP-type process. The above finding was confirmed by the service hardness decrease compared to the abrasive wear and its increase compared to the impact–abrasion process (Table 9 and Figure 16), as well as the reduced fraction of the α phase, as observed in Figure 15 following XRD testing.



The nature of the wear behaviour observed in the multifactorial (impact–abrasion–corrosion) tests is identical to that of abrasive wear; however, the intensity of this process is higher. The combined wear processes induce intense surface micro-scratching (Figure 11), surface layer cracking (Figure 13), and considerable surface oxidation. The former of these processes should exert a progressive impact on the TRIP-type transformation, while the other two should act in a degressive manner. Ultimately, it can be noticed that the parameters of surface hardening under load are lower than those obtained following abrasive wear, while being higher than those measured after impact–abrasion testing and those attributable to tribocorrosion wear (for most of the ADI tested). The wear progression observed to be dependent on the increasing austenite content in the microstructure implies that multifactorial wear is predominantly abrasive in nature. The foregoing is attributable to a number of reasons, but primarily to the growing surface micro-abrasion effect of abrasive material under the impact of dynamic external forces, the higher accumulation of hard oxide particles in the abrasive, and the stronger synergistic effect associated with the interaction between environmental factors (the synergy of the surface layer degradation processes is not among the subjects discussed in this paper, but it will be addressed in the author’s subsequent studies).




5. Conclusions


	
Following a series of bench tests, making it possible to reproduce the processes of the wear of chain wheels made of Ni-Cu alloyed austempered ductile iron, one of the conclusions formulated in this paper, is that the combined effect of dynamic forces, corrosion, and quartz sand-based abrasives causes increased surface degradation in the cast iron grades subject to the studies compared with processes characterised by a reduced number of degradation factors (i.e., one- or two-factor wear processes).



	
The chain wheels made of ADI were found to have sustained the greatest damage under the impact–abrasion–corrosion (three-factor) wear scenario, while the wear was least advanced in the abrasion (one-factor) wear case. The two-factor wear was characterised by parameter values found to be intermediate between those obtained for the variants mentioned above, with a greater wear being observed for the tribocorrosion variant.



	
The study demonstrated an increasing service hardness of the surface layer of chain wheels made of ADI following wear processes compared to the hardness of an unworn surface of ductile irons.



	
The increase in the value of the surface layer hardness following wear tests depends on the combination of degradation factors, and the largest hardness increase has been established for the abrasive wear variant.



	
The predominant forms of surface damage are as follows:




	-

	
For abrasion wear—micro-scratching;




	-

	
For impact–abrasion wear—micro-scratching and matrix cracking;




	-

	
For tribocorrosion wear—micro-scratching and corrosion;




	-

	
For impact–abrasion–corrosion wear—micro-scratching and matrix cracking.
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Figure 1. Schematic representation of the tribocorrosion wear mechanism: (A) intensification of the corrosion process due to friction; (B) intensification of the wear process due to the action of oxide layer particles. Designations: 1—base material, 2—oxide layer, 3—comminuted oxide layer fragments, R—repassivation, K—corrosion, v—sliding velocity; based on [23]. 
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Figure 2. Zone of the test chain drum subject to microscopic observations; the arrow indicates the hardness measurement range. 
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Figure 3. Chain drum subject to tests: (A) view of the chain drum; (B) drum dimensions. 
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Figure 4. Test rig. 
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Figure 5. Microstructure of the ductile iron variants tested, 1 mm below the surface: (A–D)—(LM, ×1000 magnification). 
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Figure 6. Diffraction profiles of the ADI variants tested; Fe(α)—ferrite, Fe(γ)—austenite. 
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Figure 7. Curves of the δi,N wear measure, as determined for the degradation factor variants analysed. 
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Figure 8. Examples of damage to the surface (A) and the surface layer cross-section (B) in ductile iron ADI_800 following the abrasive wear test (Variant A); a—non-deformed graphite, b—highly deformed graphite of lenticular shape, c—micro-scratch. 
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Figure 9. Surface layer (A) and examples of surface damage (B) in ductile iron ADI_1400 after testing under abrasive–dynamic wear conditions (Variant AD); b—strongly deformed lenticular graphite; c—micro-scratch; d—sub-surface cracks; e—cracks in the cast iron matrix; f—surface cracks; g—loosened surface material fragment; h—flat surface chipping; SEM. 
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Figure 10. Surface layer (A) and friction-deformed graphite grains (B) in ductile iron ADI_800 after testing under tribocorrosion wear conditions (Variant AC); a—non-deformed graphite; b—strongly deformed lenticular graphite; h—flat surface chipping; i—area of removed graphite; SEM. 
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Figure 11. Examples of damage to the surface (A) and the surface layer cross-section (B) in ductile iron ADI_1200 following multifactorial wear testing (Variant ACD); a—nodular graphite; c—micro-scratch; SEM. 
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Figure 12. Surface layer (A) and forms of surface damage (B) to ductile iron ADI_800 following multifactorial wear testing (Variant AC); b—heavily deformed lenticular graphite; i—area of removed graphite; SEM. 
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Figure 13. Cracks in the surface layer of ductile irons ADI_1200 (A) and ADI_1400 (B) following multifactorial wear testing (Variant ACD); a—non-deformed graphite; c—micro-scratch; d—sub-surface cracks; e—cracks in the cast iron matrix; g—loosened surface fragment; h—flat surface chipping; i—area of removed graphite with visible cracks; SEM. 
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Figure 14. Values of the δMAX wear parameter in a function of austenite content in the matrix of the ductile irons tested, established for the analysed variants of the degradation factor effect combination. 
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Figure 15. Diffraction profiles of the ADI_1400 ductile iron in the initial condition: (A) after abrasion testing (B) and after tribocorrosion testing. (C) Fe(α)—ferrite, Fe(γ)—austenite. 
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Figure 16. Curves of surface hardness in a function of austenite content in the matrix of the ductile irons subject to tests, as determined for the analysed variants of combination of the degradation factors. 
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Table 1. Combinations of the damaging agents.
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	Research Variant and Its Designation
	Destructive Factors
	Simulated Type of Wear





	Variant A
	quartz sand
	abrasive wear



	Variant AD
	quartz sand and dynamic force
	abrasive–dynamic wear



	Variant AC
	quartz sand and water
	tribocorrosion wear



	Variant ACD
	quartz sand, water and dynamic force
	abrasive–corrosion–dynamic wear










 





Table 2. Chemical composition of ductile iron [mass%].
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	C
	Si
	Mn
	S
	P
	Mg
	Cr
	Cu
	Ni
	Mo





	3.50
	2.54
	0.16
	0.013
	0.041
	0.047
	0.026
	0.50
	1.40
	0.24










 





Table 3. The process parameters used for manufacturing the tested ADI.
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Heat Treatment Parameter

	
ADI_1400

	
ADI_1200

	
ADI_1000

	
ADI_800






	
Austenitising temperature, °C

	
950




	
Austenitising time, min

	
180




	
Austempering temperature, °C

	
240

	
270

	
310

	
360




	
Austempering time, min

	
150











 





Table 4. Mechanical properties of the tested ADI.
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	Mechanical Property
	ADI_1400
	ADI_1200
	ADI_1000
	ADI_800





	Tensile Strength TS, MPa
	1507
	1372
	1132
	1028



	Yield Strength YS, MPa
	1072
	936
	804
	652



	Impact Toughness K, J
	54
	72
	84
	124



	Elongation A5, %
	3
	4
	5
	10










 





Table 5. Chemical composition of the water used in the tests.
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	Parameter
	Value





	Ammonium ion (NH4+)
	<0.05 mg/dm3



	Nitrites (NH2−)
	<0.03 mg/dm3



	Manganese (Mn)
	<4.0 mg/dm3



	Iron (Fe)
	<60.0 mg/dm3



	pH
	7.2










 





Table 6. Fractions of individual phases in the matrix of the tested ADI.
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	Fractions of Individual Phases
	ADI_1400
	ADI_1200
	ADI_1000
	ADI_800





	α
	82.1 ± 2.5
	75.4 ± 1.7
	69.1 ± 1.5
	59.3 ± 1.4



	γ
	17.9 ± 0.7
	24.6 ± 1.9
	30.9 ± 1.2
	40.7 ± 2.5










 





Table 7. Values of corrosion potential (Ecorr) and corrosion current density (icorr) measured for the ADI tested, and the corrosion rates (Wcorr) established on such a basis, corresponding to a wear test time of 200 h.
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	Parameter
	ADI_800
	ADI_1000
	ADI_1200
	ADI_1400





	   E  corr    , mV (SCE)
	−590 ± 15
	−501 ± 16
	−493 ± 12
	−676 ± 16



	   i  corr    , µA/cm2
	16.1 ± 2.1
	13.8 ± 1.5
	12.4 ± 1.8
	14.8 ± 2.1



	WCORR
	0.0041 ± 0.0001
	0.0041 ± 0.0001
	0.0044 ± 0.0009
	0.0048 ± 0.0001










 





Table 8. Values of the δMAX parameter obtained for the ADIs tested.
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	Grade of Cast Iron
	δMAX, A

(Variant A)
	δMAX, AD

(Variant AD)
	δMAX, AC

(Variant AC)
	δMAX, ACD

(Variant ACD)





	ADI_1400
	0.707 ± 0.080
	0.993 ± 0.137
	1.096 ± 0.254
	1.471 ± 0.089



	ADI_1200
	0.801 ± 0.079
	0.914 ± 0.130
	1.037 ± 0.159
	1.511 ± 0.125



	ADI_1000
	0.920 ± 0.079
	0.886 ± 0.118
	0.926 ± 0.206
	1.672 ± 0.158



	ADI_800
	0.930 ± 0.123
	0.783 ± 0.097
	1.033 ± 0.144
	1.678 ± 0.114










 





Table 9. Comparison of the values of service hardness of the surface layer in the ADIs analysed following the wear tests.
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	HB
	Initial State
	Variant A
	Variant AD
	Variant AC
	Variant ACD





	ADI_1400
	387 ± 5
	618 ± 7
	576 ± 9
	618 ± 7
	538 ± 6



	ADI_1200
	382 ± 4
	600 ± 9
	499 ± 7
	543 ± 8
	602 ± 7



	ADI_1000
	335 ± 3
	478 ± 6
	399 ± 5
	441 ± 6
	441 ± 6



	ADI_800
	284 ± 3
	441 ± 6
	385 ± 5
	364 ± 5
	377 ± 5










 





Table 10. The Pearson coefficient of correlation (r) between the austenite content and the service hardness of the surface layer in ADI studied.
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	Variant A
	Variant AD
	Variant AC
	Variant ACD





	r
	−0.921
	0.989
	0.757
	−0.876
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