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Abstract:



Wear of a cylindrical punch composed by two different materials alternatively distributed in annular forms is studied with the method of dimensionality reduction (MDR). The changes in surface topography and pressure distribution during the wear process is obtained and validated by the boundary element method (BEM). The pressure in each annular ring approaches a constant in a stationary state where the surface topography does not change any more. Furthermore, in an easier manner, using direct integration, the limiting profile in a steady wear state is theoretically calculated, as well as the root mean square (RMS) of its surface gradient, which is closely related to the coefficient of friction between this kind of surface and an elastomer. The dependence on the wear coefficients and the width of the annular areas of two phases is obtained.
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1. Introduction


Friction between a vehicle’s tire and the road is an everyday contact problem. The skid resistance of an asphalt pavement plays an important role in the driving safety [1]. Due to the movement, the road is polished and its resistance against skid of the contact is decreased. To improve the quality and durability of the contact between road and tire, knowledge about the time-dependent behavior of the contact is vital. In the last few decades, many tests have been carried out to study the tire-road interaction, e.g., by changes in the structure of aggregates and asphalt binders [2], and the addition of additives [3]. Recent research [4,5] covers an experimental approach to this contact problem to determine the long-term behavior of different construction materials being exposed to the polishing effects of the tires of vehicles. The behavior of the road material’s skid resistance is examined. Do et al. [4] studied the dominating effect of the aggregates on friction, as soon as the binder is polished after a given time of usage, which is explained by a modification of the aggregate’s microtexture. Kane [5] examines the relation between the composition of the asphalt and the friction that it provides in the tire to road contact. It results in the introduction of a hardness parameter related to the friction coefficient.



It is well known that a typical dependency of the coefficient of friction is non-monotonous: as very small velocities, the coefficient of friction first increases with velocity, has than a long plateau and falls down at very high sliding velocities [6]. The constant coefficient of friction at the plateau is of main interest for application. In [7] it is shown that this plateau value of the friction coefficient is mainly determined by the mean square root slope of the surface of the rigid rough surface. In the present paper we consider development of the square root value of the slope due to wear and interpret this as development of the coefficient of friction. We investigate the wear of a multi-phase cylinder in sliding contact with an elastic half space. To achieve a general understanding of the governing parameters, we consider a simple axially symmetric heterogeneity of the material. We investigate both the wear process and the limiting profile, which is achieved under a long enough running-in process. In the stationary state, the wear continues but the shape of indenter does not change any more. We assume the simplest Archard’s law of wear [8] in its local form, stating that the volume of the material loss [image: ] is proportional to the normal load [image: ] and sliding distance [image: ], and inversely proportional to the hardness of the material [image: ]:


[image: ]



(1)







Using this law of wear, the change of the surface topography of the heterogeneous specimen during the sliding is calculated numerically using the method of dimensionality reduction (MDR). The MDR was proposed by Popov and Heß for the fast calculation of various contact problems [9]. Note that it provides not approximation but exact solutions for axisymmetric contacts by mapping of three-dimensional contacts onto one-dimensional contacts, and has been applied to studying on different wear problems, e.g., fretting wear [10] and gross slip wear [11], which were also validated by experiment [12] or by the finite element method [13]. The advantage of the MDR is very fast calculation; the disadvantage is that (for wear problems) it can only be applied to axially-symmetric contact problems. This is the reason for the use of the set-up described below. We consider a heterogeneous annular cylinder with rings of alternating material representing aggregate and binder, respectively, to study the effects of material composition. Furthermore, to study the surface gradient of the contact body in the final stationary state, a direct integration is applied to calculate the final surface topography quickly.



The parts of this paper are organized as follows: Section 2 describes the model of heterogeneous cylinder. Section 3 presents the simulation of wear process from the first contact to the final stationary state using the MDR. Section 4 gives a method for direct calculation of the profile in stationary state and discusses the influence of ratio of wear coefficients of two materials and their area ratio on the surface gradient. At last a short conclusion is presented in Section 5.




2. Model of Heterogeneous Cylinder


We consider the following system, Figure 1a, a heterogeneous cylinder is pressed into the elastic half space with the normal force [image: ], and moves tangentially with a constant velocity [image: ]. The initially flat cylinder surface will be worn and approaches a limiting profile over time that is to be found. The cylinder has the radius [image: ] and consists of a number of rings-aped cylinders [image: ] with the radius [image: ], composed alternatively of two materials having similar elastic properties, but different wear coefficients [image: ]. Furthermore, the widths [image: ] of the rings can be variable, as shown in Figure 1b. In the case of a tire-asphalt contact, these materials could correspond to the rock particles and binder of the asphalt. In Figure 1, a sample with flat surface is shown. The initial surface topography, however, does not have any influence on the topography in the stationary state; only the material composition does matter.


Figure 1. (a) The cylinder made of a number of ring-shaped cylinders with radii ri; and (b) exemplary surface with wear coefficients k1,2 and ring widths h1,2 for a cylinder with five rings.
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3. Calculation of the Wear Process Using the MDR


3.1. Method of Dimensionality Reduction


The method of dimensionality reduction gives an exact solution of axially-symmetric contact problems [9,14], including the case of this annular cylinder with rings. In this study it will be used to quickly determine the stress distribution of a contact.



In the framework of MDR the real three-dimensional elastic body is equivalently represented by a one-dimensional linearly elastic foundation. The foundation is handled as a linear array of spring elements with an equal distance [image: ], Figure 2. In a normal contact of a rigid body and an elastic half space, the stiffness of the springs is only considered in z-direction with [image: ] being the effective elastic modulus:


[image: ]



(2)




where [image: ] and [image: ] are the elastic modulus and Poisson’s ratio of the elastic half space. In the following analysis of this section, we assume that the two phases have the same [image: ]. The second step in an MDR calculation is transformation of the three-dimensional contact profile [image: ] into the one-dimensional MDR-profile [image: ]:


[image: ]



(3)






Figure 2. (a) 3D contact problem and (b) its equivalent one-dimensional model.
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This profile can be used to calculate the relevant parameters of the contact problem. The displacement in z-direction can be found by the following equation with [image: ] being the indentation depth:


[image: ]



(4)







The proportionality of displacement [image: ] and force at this point [image: ] can be used to define the linear force density [image: ]:


[image: ]



(5)
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Finally, this linear force density is used to calculate the stress distribution [image: ]:


[image: ]



(7)








3.2. Simulation Procedure


The algorithm employed to solve the contact problem with the method of dimensionality reduction (MDR) is outlined in the flowchart in Figure 3.


Figure 3. Solution algorithm.
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Single steps will be explained in the following. Steps (2)–(6) are repeated until the profile reaches the limiting profile within a given tolerance.



3.2.1. Defining Initial State (0)–(1)


The initial cylindrical profile [image: ] and the respective one-dimensional MDR-profile [image: ] are given by:


[image: ]



(8)
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The initial indentation depth under a constant normal force [image: ] can be estimated according to [6]:


[image: ]



(10)







The initial pressure distribution is:


[image: ]



(11)








3.2.2. Change of Profile Due to Wear: Steps (2)–(3)


The heterogeneous, cylindrical indenter with profile [image: ] is pressed into an elastic half space with a constant normal force [image: ] and then moved sideways with a constant velocity [image: ]. Archard’s law of wear (1) for this heterogeneous indenter can be written as:


[image: ]



(12)




where [image: ] and [image: ] are the radius-dependent wear coefficient and hardness. Introducing notation [image: ], the linear wear can be written as:


[image: ]



(13)




where [image: ] is the normal stress. This equation is used to calculate the profile change at any time step [image: ]. Thus the profile change of the k-th time step is:


[image: ]



(14)




with a piecewise constant distribution of wearing coefficients as depicted in Figure 1. The profile is updated by:


[image: ]



(15)








3.2.3. Stress Distribution of the Updated Profile: Steps (4)–(6)


In order to obtain the profile change in Equation (14), the new one-dimensional profile [image: ] and the new indentation depth [image: ] are needed. The former one can be calculated by transformation of the updated profile [image: ] with Equation (3), and the latter can be found by using the equilibrium of constant normal force and linear force density [image: ] (see Equation (6)):


[image: ]



(16)







Thus the new indentation depth is:


[image: ]



(17)







Now, the pressure distribution [image: ] can be calculated by integrating Equation (7) numerically.





3.3. Numerical Results


Figure 4 shows an example of the time-dependence of wear of the indented cylinder with five rings as described in Figure 1b: 3D profiles [image: ], and corresponding 1D profile [image: ], as well as stress distributions [image: ] at distinct time steps. The analytical solution for an unworn cylinder is displayed by a dotted line for comparison. The profiles are normalized with the initial indentation depth [image: ] calculated as in Equation (10), the stress is normalized by [image: ] as in Equation (11) and [image: ] and [image: ], respectively, by the radius of the cylinder [image: ]. Furthermore, the numerical results from the simulation with the boundary element method [15] are added in this figure for comparison. It can be seen that the MDR the BEM match within a small tolerance. However, the simulation with the MDR is much faster than the BEM.


Figure 4. Worn profiles and pressure distribution during the wear process for the cylinder with 5 rings, k2/k1 = 10 and h2/h1 = 1.
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Two parameters are monitored in each time step: Firstly, the difference of maximal displacement of the elastic half-space [image: ] and initial indentation depth [image: ] and secondly the elapsed time [image: ] which is equivalent to the sliding distance due to constant sliding velocity. Both parameters are normalized by the according values of the limiting profile [image: ] and [image: ].



As indicated by Equation (13), wear occurs on all parts of the cylinder. The profile however changes only as long as the product [image: ] is not constant. Thus, for the piecewise constant distribution of wear coefficients the resulting stress distribution of the limiting profile must be piecewise constant as well with [image: ] in this case ([image: ]). This can be observed for the limiting profile.



In the investigated case the stress level of rings with the lower wear coefficient is more than three times larger than [image: ] and less than half for rings with the higher coefficient. A closer look at the time steps shows that the profile changes very quickly close to the edge of the body where the stress is theoretically infinite in the beginning. Further, it changes quicker in regions with higher wear coefficient (in this case [image: ]). This profile change results in a reduction of stress in these regions. Due to the constant normal force and considering the equilibrium of forces, this also results in a rise of stress in regions that are not subjected to a great deal of profile change, initially. As a consequence, these regions are in the following also subjected to profile change.



The constant stress level of rings with the higher wear coefficient (in this case [image: ] and [image: ]) is reached significantly faster. Therefore, the time needed to reach the limiting profile is mostly dependent on the lowest wear coefficient.



Looking at the monitored parameters [image: ] and [image: ] we observe that the profile change slows down significantly as the stress differences within the rings are getting smaller. For 70% of the displacement difference, only 27% of the time is needed to reach the limiting profile. This behavior can also be observed in Figure 5 which shows the change of the surface gradient of the cylinder, where the cycles indicates the states at the time moment of the Figure 4. The root mean square (RMS) of the surface gradient is defined as:


[image: ]



(17)






[image: ]



(18)






Figure 5. Change of normalized RMS of the surface gradient during the wear process.
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4. Limiting Profile and Surface Gradient


4.1. Calculation of the Limiting Profile by Direct Integration


As shown in [7], the surface displacement [image: ] of an elastic half space at a certain point [image: ] generated by a thin ring is given by:


[image: ]



(19)







Therein, [image: ] is the radius of the ring and [image: ] is the elliptic integral:


[image: ]



(20)







In order to find the surface displacement at point r resulting from an entire cylinder rather than just a thin ring Equation (19) is integrated:


[image: ]



(17)




with the normal force [image: ] being:


[image: ]



(21)







The shape of the given cylinder alters until a steady wear, and thus a profile change:


[image: ]



(22)




is reached. Consequently, for the limiting profile, the stress within each ring needs to be constant:


[image: ]



(23)







Here, k1 and k2 are the sets of [image: ] corresponding to, respectively, odd and even rings. By inserting Equation (24) in the equation for the normal force:


[image: ]



(24)







The stress in rings with odd numbers can be calculated as:


[image: ]



(25)







This stress distribution can now be inserted in Equation (21) to find the stationary solution for the surface displacement [image: ]. Finally, the limiting profile of the indenter is given by:


[image: ]



(26)




where [image: ] is the maximum value of [image: ].




4.2. Results


With the direct integration method described above, the limiting profiles, as well as their surface gradient for a variety of parameters [image: ] and h2/h1 were determined. Dependence of friction on wear coefficients and ring widths are shown in Figure 6 and Figure 7. The surface gradient is normalized by [image: ], and the case of a homogeneous cylinder ([image: ]) is plotted versus the ratio of wear coefficients [image: ] and ring widths h2/h1, respectively. Each curve represents the number of rings used as it was introduced in Figure 1.


Figure 6. Normalized RMS of the surface gradient as a function of k2/k1 for different numbers of rings. The small figures show limiting profiles for extracted configurations.
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Figure 7. Normalized RMS of the surface gradient as a function of h2/h1 for different numbers of rings. The small figures show limiting profiles for extracted configurations.
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For a fixed ratio of ring widths h2/h1 = 1 and variable ratio of wear coefficients [image: ] (Figure 6) the plots are symmetrical for large numbers of rings. In all cases the surface gradients are converging towards different values for [image: ] and [image: ]. This means for very large or very small ratios the influence of the faster wearing rings can be neglected and the problem is equivalent to single rings of the slower wearing material. The limiting value for large numbers of rings is [image: ]. For ratios in the range [image: ] the surface gradient is obviously very susceptible to the materials chosen.



In the case of very few rings the plots are asymmetrical and depend on the order of materials within the cylinder. This can be observed in the smaller figures for [image: ] showing the limiting profiles. For a body with the same materials one subplot shows the case of the faster wearing material on the outside ([image: ]) and the other one shows the case of the slower wearing material on the outside ([image: ]). Obviously, the slope of the combination with the slower wearing material on the outside is much smaller because the outer ring “limits” profile change in the inner rings. The result is a much smaller surface gradient. For the case of only two rings there are even some ratios resulting in a slightly lower surface gradient than that of a homogeneous cylinder.



The variation of ring widths shown in Figure 7 is done with a fixed ratio of wear coefficients [image: ]. Therefore, for h2/h1 = 1 the values for the different ring numbers are the same as in Figure 6. For this configuration the outer ring is always consisting of the slower wearing material. If the ratio h2/h1 is increased, the share of slower wearing material is increased. Again, looking at the limiting profiles depicted for [image: ] it is obvious that for h2/h1 = 10 the parts of faster wearing materials are suppressed and have almost no influence on the profile. This means the surface gradient is very close to that of a homogeneous body. Thus, in all cases, convergence towards [image: ] can be observed.



However, if the share of slower wearing material is increased, the surface gradient is significantly higher. From the limiting profile for [image: ] and h2/h1 = 0.1. It is obvious that in these cases the problem is equivalent to only the thin rings with the number [image: ] pressed into the elastic half-space. In this case there is no convergence and the surface gradient increases with the number of rings.





5. Conclusions


In this paper, wear of an annular cylinder made of alternating rings of materials with different wear coefficients was analyzed. This was done by implementing two different methods. The method of dimensionality reduction (MDR) was used to analyze the time-dependent wear and to understand the influence of stress distribution and distribution of wear coefficients on the profile change. It was found that profile change slows down significantly as the limiting profile is approached. The limiting profile that is eventually reached is the state when the profile does not change anymore. In this state the stress distribution is piecewise constant.



As another approach to calculate the limiting profile, a method of direct integration was employed as well. Although the same limiting profile can be computed using both methods, this method of direct integration is much faster and was, thus, used to study the influence of the ratio of wear coefficients and ring widths on the limiting profile.



The root mean square of the surface gradient was the most important factor in this analysis as the friction coefficient is highly dependent on it. It was found that the surface gradient depends strongly on the ratio of wear coefficients. For coefficients with a difference of less than factor 10 the greatest dependence on the ratio of coefficients is observed. It was also found that for very few rings the order of rings is important and changes the surface gradient significantly.



The width of the rings has almost no influence on the RMS surface gradient. However, the RMS slope depends strongly on the ratio of width of rings of two phases. The highest RMS slope (and this the highest coefficient of friction is achieved if the width of the phase with small coefficient of wear is much smaller than the width of the rings with higher wear coefficient. Regarding the problem of the wear of pavement stated in the introduction, this means that the high stationary coefficient of friction will be achieved if hard (wear less) phase represents narrow “inclusions” in the bulk matrix with higher coefficient of wear.
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