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Abstract

:

In this paper, the extrusion process of titanium seamless tubes was studied using several finite element (FE) analyses. First, the finite element result was compared with experimental extrusion data acquired to validate the current analysis. Then, the effect of design parameters of the die shape was numerically analyzed using commercial FE software, Forge NxT, for the metal forming process. Elastic FE analyses were also conducted for dies to analyze the maximum principal stress that affects the early fracture of dies during the extrusion process and the maximum von Mises stress that causes the severe deformation of dies. Consequently, the effect of the corner radius at the exit and land length on the extrusion load and die stress is negligible compared to that of the corner radius at the entrance and die angle. Finally, we suggested a die angle of 60° and a corner radius at the die entrance between 10 and 15 mm as an optimal design for the current extrusion process.
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1. Introduction


Titanium tube is widely used for industrial applications such as desalination plants due to its high resistance to heat and corrosion [1]. In particular, the titanium welded pipe mainly used in the plant market has a disadvantage in that the corrosion resistance is rapidly lowered due to the occurrence of stress corrosion cracking [2] at the weld. These challenges have led to a sharp increase in interest in titanium seamless tube production using manufacturing processes such as rolling, extrusion, drawing, and piercing. The extrusion process is one of the most widely used processes due to the excellent mechanical properties of the product induced by grain refinement [3,4] and high productivity.



However, high pressure is required to use various materials in this process. The porthole extrusion of soft materials such as aluminum [5,6,7,8,9,10] and magnesium [11,12] that are easy to deform and the extrusion of materials with high formability, such as steel [13,14], have been actively studied. However, studies on the tube extrusion of titanium are extremely rare due to the breakage of the dies due to high deformation resistance and the limitation of the equipment capacity.



Udagawa et al. [15] studied the effect of process parameters such as tool geometry and temperature, initial billet temperature, characteristics of the extrusion press, and lubrication on metal flow during the extrusion of titanium alloy tube. They concluded that the control of the temperature is important as the billet generates heat by deformation. Srinivasan et al. [16] investigated the influence of the die half-angle during the containerless titanium tube extrusion process. As a result, it was found that the optimal angle of the die is approximately 30°. Srinivasan conducted a study to find the optimal angle of the extrusion of pure titanium tubes. In addition, Flitta and Sheppard [17] show that the presence of DMZ in the hot extrusion process interferes with the material flow during extrusion. Gattmah et al. [18] investigated the effect of process parameters on the hot extrusion of the hollow aluminum tubes by finite element analysis. They concluded that the surface temperature is increased with increasing ram displacement, friction coefficient, and reduction in area and decreased gradually at the exit of the die due to heat transfer within the surrounding environment. Hansson and Jansson [13] analyzed the tube extrusion of stainless steel after induction heating by using finite element analysis. They successfully predict the load–displacement curves and derived the optimal design to lower the extrusion load. Guo [19] studied dynamic recrystallization during the extrusion of stainless pipe. Li et al. [20] analyzed extrusion parameters to find optimal conditions in the titanium extrusion process. The maximum temperature rise occurs at the die–billet interface. Mirahmadi et al. [21] investigated the temperature and force of extrusion according to process parameters such as ram speed and billet temperature.



Shin et al. [22] analyzed the backward extrusion process of titanium alloy through finite element analysis to study the effects of friction, speed, and mold shape. Ammu et al. [23] developed a systematic method for optimizing the bearing lengths for uniform exit velocity and temperature distribution across a profile. Zhou et al. [24] investigated the effects of die land length and geometry on curvature during sideways extrusion.



Although there are extensive studies on tube extrusion, studies on titanium tube extrusion considering die stress are scarce. Therefore, in this paper, the extrusion process of titanium seamless tubes was studied using several finite element (FE) analyses. First, the finite element result was compared with experimental extrusion data acquired to validate the current analysis. Then, the effect of design parameters of the die shape was numerically analyzed using commercial FE software, Forge NxT, for the metal forming process. Elastic FE analyses were also conducted for dies to analyze the maximum principal stress that affects the early fracture of dies during the extrusion process and the maximum von Mises stress that causes the severe deformation of dies. Finally, an optimal design of dies was suggested for the current extrusion process.




2. Methods


In the extrusion experiment, the titanium grade 2 billet with an outer diameter of 155 mm, inner diameter of 50 mm and length of 200 mm was extruded to a tube with an outer diameter of 60 mm and inner diameter of 50 mm. The extrusion ratio was about 19.09. The billet was induction heated to 1250 °C. The glass powder was applied to the billet as the lubricant. The die and container were heated to 450 °C, and the ram and mandrel were not heated. The geometry of the dies used in the extrusion experiment is shown in Figure 1. The extrusion was conducted with a ram speed of 25 mm/s after 90 s of dwelling.



The three-dimensional finite element (FE) analyses of tube extrusion were conducted by commercial software Forge NxT to study the effect of design parameters of the extrusion die on loads and die stresses. To conduct the decoupled elastic die stress analysis, a three-dimensional thermo rigid viscoplastic analysis was carried out under the assumption of the rigid die. During the extrusion, the heat transfer between the billet and dies was also considered, although the temperature of the dies was assumed to be constant. The constant temperatures of the die, container, and mandrel were set to 665, 422, and 458 °C, respectively, by averaging the temperature change in the fully coupled heat transfer analysis. The consequent die stress analysis was conducted using stress data obtained from prior extrusion analysis.



The FE model used for the extrusion analysis is shown in Figure 2. The numbers of meshes used were 14732, 11431, 9486, 90090, and 72 for the billet, container, die, mandrel and ram, respectively. By considering axis symmetry, only the 1/16 model was used for the simulation. The billet material used was titanium grade 2, and the flow stress used was determined by hot compression tests, as shown in Figure 3. In the simulation, the extrusion ratio of the billet applied to the experiment was about 19, and the ram speed was 25 mm/s. In comparison to the obtained experimental load data, the interface heat transfer coefficient was set to 2.5 kW/m2·K. The coefficient of friction was set to 0.02 at the lubricated surface of the container and mandrel, and it was set to 0.3 at the non-lubricated surface of the die and ram [13]. The elastic analysis of the extrusion die was performed using material data of H13 available in Table 1.



To minimize the excessive deformation of die, which frequently occurred during the extrusion of the titanium seamless tube, an optimal design of die shape is needed to reduce the extrusion load and die stress. The design parameters of the die are shown in Figure 1. The half-angle, the corner radius at the entrance and the exit and the land length were selected as design parameters. For the optimization of the die shape, an analysis was performed for the angles between 30 and 90°, the corner radius of the entrance and the exit radius of 5 to 20, and the length of the land from 2 to 10 mm. The specific conditions are shown in Table 2.




3. Results and Discussion


To validate the current FE analysis, the load–displacement data obtained by the experiment are compared in Figure 4. The simulated curves show the typical tendency of direct extrusion, which has a peak at the start followed by a gradual decrease to a minimum and then a steep increase at the end. The steep increase at the end occurs due to the high resistance to radial flow towards the center at a very small discard [25] and low temperature of the billet. The FE results using an interface heat transfer coefficient of 2.5   kW /  m 2  · K   were generally in good agreement with the experimental data. The coefficient used in the current study showed a similar order of magnitude, which is between 2.5 [9] and 7.5   k · W /  m 2  · K   [26], to that in the literature.



Figure 5 shows the effect of die shapes on the extrusion load. As shown in the figure, the effect of corner radius at the exit and land length on the extrusion load was negligible compared to the effect of die angle and corner radius at the exit. In the figure, the position of the initial peak in the load varies with different die angles and the corner radius at the entrance, although the load at the initial peak is about 14 MN. This is because that the contact area is increased with a decrease in die angle and increasing corner radius at the entrance. Therefore, the displacement for the initial peak increased when the die angle decreased, and the corner radius increased. However, the effect of corner radius at the exit and land length was negligible compared to the other parameters, as described earlier.



The maximum load monotonically decreased with an increase in corner radius at the entrance. However, the effect of die angle on extrusion is more complex. The maximum extrusion load is minimum at the angles of 50 and 60°. It is well known that the minimum extrusion load was obtained with a die angle from 40 to 60°, and a dead metal zone (DMZ) developed for a high angle greater than 65° [25]. The maximum load was 13.4 MN at a die angle of 50°, and a difference of about 28% with the maximum load of 18.7 MN occurred at a die angle of 90°. Therefore, a die angle between 50 and 60° is appropriate for lowering the extrusion load.



Generally, it is known that the formation of DMZ during extrusion disturbs the flow of material and causes an increase in the extrusion load, and it is affected by die angle. Therefore, the local strain of the billet according to the die angle at the initial peak and at the end of extrusion is shown in Figure 6a,b, respectively. Due to the bigger DMZ in the high die angles from 70 to 90°, the plastic zone is not stationary during extrusion, and the shear forces caused by DMZ act to promote the burnishing effect at the DMZ interface [17]. Therefore, a die angle of 30 to 60° is suitable from the viewpoint of plastic flow and the DMZ.



Figure 7 shows the maximum von Mises stress and first principal stress calculated by the elastic analysis of the extrusion die at the ram displacements of 19 (initial peak), 60, 80, and 140 mm. Similar to the load displacement, both stresses decreased with increasing displacement after the initial peak and increased again after a certain point in displacement. The contour plot of von Mises and the first principal stress concerning ram displacement is shown in Figure 8a,b, respectively. The von Mises stress was higher at the corner of the die entrance at the early stage of the extrusion, although the position was changed to at the corner of the die entrance at the ram displacement of 140 mm. On the other hand, the first principal stress was the maximum at the corner of the die exit during the entire extrusion process.



Figure 9 shows the change in maximum von Mises stress with different ram displacement and design parameters to analyze the effect of design parameters on the maximum von Mises stresses. The effect of corner radius at the exit and land length was not severe compared to that of other parameters similar to the case of extrusion load. The effect of die angle was dominant. The maximum von Mises stress of the die was the minimum at a die angle of 60° for all displacements. The maximum von Mises stress increased as the die angle increased or decreased relative to 60°, although the increase in the maximum von Mises stress was relatively small compared to that of other conditions. The corner radius at the die entrance also affected the maximum von Mises stress of the die. The stress was higher at a small radius of 5 mm, although the difference of the maximum von Mises stress in other conditions was not notable compared to the radius of 5 mm. In conclusion, the corner radius at the die entrance from 10 to 15 mm was recommendable for the current design due to the increase in the von Mises stress at the radii of 5 and 20 mm.



The maximum first principal stresses at different ram displacements and design parameters are compared in Figure 10. The effect of corner radius at the exit and land length was not notable compared to that of other parameters, although the first principal stress was the maximum at the exit corner, as shown in Figure 8. The effect of die angle showed a different tendency concerning ram displacement. The stress was the minimum at the die angle of 70° for the displacement of an initial peak, 60, and 100 mm, although it was the minimum at the die angle of 60° for the displacement of 140 mm. Therefore, the die angle of 70° is suitable for the current design from the viewpoint of principal stress. The die angle of 60° is also recommendable as the first principal stress is the minimum at the displacement of 140 mm. The maximum first principal stress of the die increased with an increase in the corner radius of the entrance, except for the die radius of 5 mm and the displacement of 60 mm.




4. Conclusions


In this study, we numerically investigated an extrusion process of pure titanium to make seamless tubes. First, a thermo-rigid viscoplastic analysis of extrusion was conducted to predict changes in extrusion load and local plastic flow, such as dead metal zone, by die shape. Then, elastic finite element analyses were conducted to predict the local failure of the extrusion dies by minimizing the maximum von Mises stress and first principal stress. The conclusions of this study can be summarized as follows:




	(1)

	
The effect of the corner radius at the exit and land length on extrusion load was negligible compared to the effect of corner radius at the entrance and die angle. The die angles of 50 and 60° are suitable for reducing extrusion load and ensuring stable plastic flow without a dead metal zone.




	(2)

	
The von Mises stress of the extrusion die was higher at the corner of the die entrance at the early stage of the extrusion, although the position was changed to the corner of the die entrance at the later stage of the extrusion, while the first principal stress was the maximum at the corner of the die exit during the entire extrusion process.




	(3)

	
The effect of corner radius at the exit and land length on the maximum von Mises stress of the die was not severe compared to that of the other parameters similar to the case of extrusion load. The effect of die angle was dominant, and the maximum von Mises stress of the die was the minimum at the die angle of 60° for all displacements. The corner radius at the die entrance from 10 to 15 mm was recommendable for the current design.




	(4)

	
The effect of corner radius at the exit and land length was not notable. The die angles of 60 and 70° and a small corner radius at the entrance are suitable for the current design. In summary, the die angle of 60° and the corner radius at the die entrance between 10 and 15 mm form the optimal design for the current study from the viewpoint of extrusion load, metal flow, and die stress.
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Figure 1. The geometry of the conventional extrusion dies used in the experiments. 






Figure 1. The geometry of the conventional extrusion dies used in the experiments.



[image: Metals 11 01338 g001]







[image: Metals 11 01338 g002 550] 





Figure 2. The finite element meshes used in the current study. 
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Figure 3. Flow stress was used in finite element analysis, which was acquired by hot compression tests with strain rates of (a) 0.2, (b) 2 and (c) 20 s−1. 
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Figure 4. Comparison of load–displacement curves acquired by FE analysis in experiments. 
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Figure 5. Changes of load–displacement curves concerning design parameters of die shape. 
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Figure 6. Contour plots of strains with different die angles at the (a) initial peak and (b) end of the extrusion. 






Figure 6. Contour plots of strains with different die angles at the (a) initial peak and (b) end of the extrusion.



[image: Metals 11 01338 g006]







[image: Metals 11 01338 g007 550] 





Figure 7. Changes in maximum stresses in the extrusion die concerning ram displacement. 
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Figure 8. Contour plots of the die stress concerning ram displacement: (a) von Mises and (b) first principal stresses. 
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Figure 9. Changes in the maximum von Mises stresses with different ram displacements and die shapes. 
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Figure 10. Changes in the maximum first principal stresses with different ram displacements and die shapes. 
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Table 1. The material properties of billet and tools used in the simulations.
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Material

	
Condition

	
Value






	
Tools (H13)

	
Specific heat

	
   450    J  / kg · K   




	
Conductivity

	
   29    W  / m · K   




	
Density

	
7740   g /   mm  3   




	
Emissivity

	
0.88




	
Billet

	
Specific heat

	
   525    J  / kg · K   




	
Conductivity

	
   7    W  / m · K   




	
Density

	
4700   g /   mm  3   




	
Emissivity

	
0.88
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Table 2. The design parameters of the extrusion die used for numerical analysis.
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	Angle
	In R
	Out R
	Land





	30°
	10
	10
	6



	40°
	10
	10
	6



	50°
	10
	10
	6



	60°
	10
	10
	6



	70°
	10
	10
	6



	80°
	10
	10
	6



	90°
	10
	10
	6



	70°
	5
	10
	6



	70°
	10
	10
	6



	70°
	15
	10
	6



	70°
	20
	10
	6



	70°
	10
	5
	6



	70°
	10
	10
	6



	70°
	10
	15
	6



	70°
	10
	20
	6



	70°
	10
	10
	2



	70°
	10
	10
	4



	70°
	10
	10
	6



	70°
	10
	10
	8



	70°
	10
	10
	10
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