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Abstract

:

The joining of aluminium alloys to steels has been extensively studied, especially in the automotive sector. However, aluminium alloys are known to be difficult to join with steels when methods involving fusion welding are used because of the hot cracking problem. Hence, a high-strength joint between these dissimilar metals would be of benefit especially in reducing the weight of products. In this work, the torch-brazing method was applied to join AR500 steel with AA7075 aluminium alloy using Al–Si–Zn base filler metal at various flame times. The effects of the brazing work on the intermetallic phase formation and the mechanical strength of the joints were investigated. In this work, the maximum shear load obtained was 6460 N and the presence of the intermetallic phases had reduced the shear strength of the brazed joints. However, the torch-brazing process using Al–Si–Zn filler metal had successfully facilitated the joining of these dissimilar metals.
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1. Introduction


A joint between dissimilar metals provides many advantages, especially in terms of a reduction in the weight and cost of a product. The process of dissimilar metal joining is in great demand in many industries, such as the automotive, aviation, and aerospace industries. Studies on the joining of aluminium alloys and steels were first conducted many years ago because of the huge potential benefits, especially for the automotive industry, due to the possibility of reducing the weight of vehicle components and structures. More recently, the need to expand the use of lightweight structures in the automotive industry has increased interest in the use of both aluminium and magnesium as structural materials [1,2,3]. However, the high cost of aluminium compared to steel restricts its usage in automobile parts. As a result, aluminium is more economical when it can be used in hybrid structures with steel [4,5,6,7]. There has been considerable research on the dissimilar metal joining of aluminium alloys and steel using several joining techniques, such as spot welding [8], laser welding [9], brazing [10,11,12], and friction stir welding [13]. However, a common problem encountered in many approaches is the formation of brittle aluminium-rich Al–Fe intermetallic compound (IMC) layers at the bonded interface, which has lowered the strength of the aluminium and steel dissimilar metal joints [14,15,16]. These IMCs can be grouped into Fe-rich compounds, such as FeAl and Fe3Al, and Al-rich compounds, such as FeAl2, Fe2Al5, and FeAl3. The Al-rich IMCs are characterized as hard and brittle with low strength, while the Fe-rich IMCs are soft with slight ductility and high strength [17,18]. The tough oxide layer on the Al alloy surface and the ability to control the FeAl IMC thickness are issues that have so far hindered the successful joining of Al alloys and steel [19].



The materials of AR500 steel and AA7075 aluminium alloy are categorized as high-strength metals in their respective families. However, the joining of AR500 steel and AA7075 aluminium alloy is difficult because of the formation of brittle intermetallic phases and issues associated with the compatibility of the metallurgical properties of both metals. High-strength aluminium alloys in the 2xxx and 7xxx series are also categorized as unweldable materials due to the difficulty of welding them by using conventional fusion welding [20,21]. In recent years, there have been proposals to use high-strength aluminium alloys from the 7000 series, particularly AA7075, in the fabrication of heavy vehicle shells. However, it has been clearly established that this class of aluminium alloy is generally not recommended for welding by fusion welding processes due to a severe hot cracking problem [22].



In a typical dissimilar metal assembly, there are problems of residual stress and brittle intermetallic phases in the joint because of the two metals’ poor physical and metallurgical compatibility, which makes it difficult to join them together by traditional fusion welding techniques [23]. Some methods, such as diffusion bonding, friction stir welding, brazing, and fusion brazing can produce joints with no defects. A joint created by diffusion bonding has many advantages, including good resistance to high temperature. Friction stir welding, on the other hand, can create a joint having a homogeneous and compact microstructure reduced of gas pores and cracks, but can induce residual stresses that can reduce the fatigue performance of the friction stir welded joint [24,25,26,27,28]. Meanwhile, a joint formed by using brazing and fusion brazing is sometimes favourable because it normally experiences only minor distortion, and therefore is capable of high dimensional accuracy. Therefore, the selection of the above methods will depend on, among other factors, how easily it can be applied, say, on a certain assembly, production volume, and the targeted mechanical properties [29,30].



The creation of a good joint from dissimilar metals by using brazing methods is also influenced by the choice of filler metal. A filler metal that has a low melting temperature is the most suitable for joining two metals that have a high melting temperature difference. This type of filler is also suitable for joining metals that exhibit a high oxide layer formation, which is caused by a reaction at high temperature. Thus, Al–Si–Zn filler metal is suitable for joining dissimilar metals such as aluminium alloy and steel because of its low melting point. The inclusion of Zn in the filler metal improves the wetting capability of the filler, hence enhancing spreading into the capillaries to increase the potential for bonding between both metals [31]. It was also observed that the IMC layer formed at the bonded interface helps the wetting by the filler [12].



In light of the above, the purpose of this study is to investigate the mechanical integrity of the AA7075 and AR500 joint interface produced by the torch-brazing method using the low-melting-point Al–Si–Zn wire as the filler metal. The study focused on the characteristics of the resultant IMCs, surface fracture, hardness, and shear strength of the brazed joints produced. This work is significant because thus far, there is no reported work in the literature on such a dissimilar metals joint interface using this simple torch-brazing technique.




2. Materials and Experimental Studies


The materials used for this study are AA7075 aluminium alloy with the chemical composition: Zn: 6.13%, Mg: 2.03%, Cu: 1.13%, Al: Balance (in mass %), and AR500 high-strength steel with the chemical composition Mn: 0.87%, Si: 0.63%, Cr: 0.53%, C: 0.39%, Fe: Balance (in mass %). These materials were selected because they have been widely used in the commercial heavy vehicle industry because of their suitable strength and wear resistance. The chemical composition of AA7075 aluminium alloy and AR500 high-strength steel were determined using a spark emission spectrometer (model Spectromaxx).



The materials were supplied as plates and were cut to lengths suitable for shear strength testing. The ends of both the steel and aluminium samples were machined by a wire-cutting machine to 79.5 mm in length, 25.4 mm in width, and 2.5 mm in thickness, as shown in Figure 1. The surface oxide film on both plates was removed by 180 grit silicon carbide paper. The joint between these two metals were produced by a torch-brazing process using CsAlF4 flux-cored Al–Si–Zn base filler wire with 15–20% flux composition. The melting of the filler materials was conducted at around 425 °C. The filler wire was rolled to 0.5 mm thickness (using a roller machine), cut into strips of 3.5 mm × 25 mm, and arranged to fill the surface of the base metal, as shown in Figure 2a,b. The chemical composition of the filler metal is shown in Table 1. Each specimen was arranged by overlapping both alloys with the filler metal placed in between, as shown in Figure 3.



The torch-brazing process involved the burning of butane gas, whereby the base metal was heated to a temperature within a range where the bonding phase between the molten filler metal and the base metal could occur (see Figure 4a). A typical specimen produced from the brazing process is shown in Figure 4b. The brazing was conducted for three different torch durations of 1, 2, and 5 min respectively, to see the effect of different holding times and temperatures on surface wetting by the filler.



The joint strength was evaluated by shear testing (3 tests for each flame time). Shear tests were carried out using a universal testing machine (model Zwick Roell Z100, Zwick Roell, Ulm, Germany) with a load cell 100 kN and performed at a constant cross-head speed of 1.5 mm/min. The profile (cross-section) of the brazed joint was observed by using a variable pressure scanning electron microscope (VP-SEM) (model Zeiss Evo Ma 10, Carl Zeiss, Oberkochen, Germany), while the surfaces fractures were observed by using a stereo microscope (model Olympus SZ61, Olympus Corporation, Tokyo, Japan). The hardness test was conducted by using a Rockwell Brinell machine (model Shimadzu DXT, Shimadzu. Corp., Kyoto, Japan) applying a scale B steel ball diameter of 1/16 inches and a load of 100 kgf. The hardness values of the base metals were taken on the free surfaces (as shown in Figure 4a), while those for the brazing seam were taken on the filler on the fractured surfaces. The hardness of the brazing seam (filler metal after brazing) was taken to study its influence on the joint.




3. Result and Discussion


3.1. Intermetallic Compound Layer


The presence of an IMC layer is known to affect the crack sensitivity, ductility, and strength of a joint. A thicker layer of IMC results in more brittle joints and reduces strength and hardness [32]. A previous work had also shown that the thickness of the IMC layer increases with the increase in the brazing time and temperature [33]. In this work, the thickness of the IMC was observed for both the AR500 steel/filler metal and the AA7075 aluminium alloy/filler metal. Figure 5 shows the thickness of the IMCs formed on AR500 and AA7075 with filler metal for three different flame times (1, 2, and 5 min). The brazing temperature was recorded by a thermocouple for the flame times of 1, 2, and 5 min. For consistency, the brazing temperature recorded was based on the temperature of the AR500 alloy (the thermocouple was positioned on the bottom surface as shown in Figure 6). The values of temperature recorded are shown in Figure 5.



The thickness of the IMC layers as summarised in Figure 5 can be visualised using the SEM micrographs shown in Figure 7, Figure 8 and Figure 9. These results indicated that the thickness of the IMC layers formed between the AR500 steel and the filler metal increased substantially with increasing flame time, while those (the IMC layers) formed between the AA7075 and the filler showed a decrease with increasing flame time.



The results of the energy dispersive X-ray (EDX) analysis for flame times of 1 and 5 min are shown in Figure 10 and Figure 11, respectively. They show that at 1-min flame time, the reaction layer or the IMC formed on the AR500/filler consisted of an AlZnO compound, whereas on the AA7075/filler metal, the IMC consisted of an FeAlZnO compound. These similar observations were seen for the 2-min flame time samples, hence the EDX results were not shown here. However, when the flame time was increased to 5 min, the IMCs formed were primarily composed of the Fe-rich compounds. The layers between AR500 and the filler were found to be enriched in the FeAl compounds, while those between AA7075 and the filler were enriched in the Fe3Al compounds. It should be mentioned that only the relative compositions of Al and Fe were evaluated in the present investigation, based on atomic percentage from the EDX results [34,35]. These are shown in Table 2. EDX analysis was carried out at various spots and around the interface layer (some typical spots are shown in Figure 10a). The different elemental ratios indicate the presence of different IMCs in this region.




3.2. Mechanical Properties


Nippon Steel conducted a study on the strength of steel and aluminium joints for automotive body parts that were made by using various methods of joining, such as spot welding, self-piercing riveting, blind riveting, friction stir welding, adhesive bonding, and laser brazing, and reported that the highest shear load that could be achieved was less than 6000 N [37]. Figure 12 shows the average shear load (of three tests) of the brazed joint produced in the current study by using Al–Si–Zn filler metal. From the figure, it can be seen that a shear strength was achieved in the range of 1340–6460 N. The results show that the shear load decreased with increasing flame time and temperature. For the joint formed by brazing for 2 and 5 min of flame time, the joint shear load decreased significantly compared to that produced by the 1-min flame time. The poor shear strength of the joints produced by the 2-min and 5-min flame times was due to the increased thickness of IMCs and formation of Fe–Al IMCs in the interfaces (AR500/filler or AA7075/filler). The lower strengths were also influenced by the formation of oxide layers caused by increasing brazing temperature as the process was carried out in an uncontrolled atmosphere. The effect of oxide layers on the joint strength is further discussed in Section 3.3.



The hardness of AR500 steel, AA7075 aluminium alloy, and filler metal (brazing seam) after brazing was also investigated in this study. Figure 13 shows the hardness of base metals before and after brazing, while the hardness of filler metal (after brazing process) is shown in Figure 14 (average hardness values of 6 readings for base metals and filler). The results showed that the hardness of both base metals after brazing had decreased. The hardness of AR500 and AA7075 decreased at 1 and 2 min of flame time. The recorded temperatures during those flame times were 477 °C and 580 °C. Even though the temperatures were recorded on the AR500 surface (see Figure 5), the temperatures on the AA7075 should be around the same values. These high temperatures essentially had given an annealing experience to the aluminium base metal, resulting in the formation of coarse grains of the MgZn2 phase that were nonuniformly distributed in the matrix, hence reducing the hardness of the AA7075, as also discussed by Isadare et al. [38]. However, at 5 min of flame time, the hardness of the aluminium alloy had increased and the temperature recorded for that flame time was 669 °C. This temperature is above the solvus temperature of the aluminium alloy that might result in the formation of fine, uniformly dispersed precipitates of the MgZn2 phase in the aluminium matrix. As further discussed by Isadare et al., these precipitates could serve as inclusions in the lattice of the host crystals in the solid solutions, and therefore might have given more lattice distortions to the alloy, making it stronger and harder [38].



On the other hand, Figure 13 also shows that there was no significant change in the hardness of the AR500 steel base metal. Base on the Fe–C phase diagram, the temperature has an effect on the microstructure and properties of steel at around 738 °C (eutectoid temperature) [39]. The maximum temperature used in the brazing process in the current study was 669 °C and below the eutectoid temperature; therefore, no significant change in the hardness value of the steel took place. As for the brazing seam, the results in Figure 14 showed that its hardness had increased when the flame time and temperature were increased. This happened because of the solid solution strengthening effect in the filler metal during the flaming process, as mentioned by Dai et al. [40]. In this study, the low brazing seam hardness was related to the better joint strength, which was in agreement with the study by Suenger et al. They reported that the joint with a low-hardness or high-ductility brazing seam would improve the joining ability of the filler to the base metals [41].




3.3. Fracture Surface Observation


Figure 15 shows the stereo microscope images of the fractured surface of the brazed joint after the shear test. In all the joint specimens of AR500 steel and AA7075 aluminium alloy, the fractures occur in the bonding between the base metal and filler, where IMCs formed. The fractures caused by the shear test occurred in the joint interface between the AR500 and filler or AA7075 and filler, depending on the brazing temperature used. The images in Figure 15a,b of the joint fracture between AR500 steel and AA7075 aluminium alloy that occurred after flame times of 1 and 2 min show that the filler metal had detached from the AA7075 aluminium alloy base metal. The EDX analysis in Figure 10 shows that the IMC formed in the joint brazed for 1 min consisted of Zn-rich compounds. These compounds had lowered their joint strengths. This observation was in agreement with several earlier studies [42,43]. Here, the fracture for the 1- and 2-min flame times samples had occurred at the AA7075/filler interface due to the existence of these Zn-rich compounds.



For the joint prepared under the condition of a 5-min flame time, the joint had fractured at the AR500/filler interface (see Figure 15c; the interface that is rich in FeAl, as also observed by previous other researchers) [14,15,44]. As mentioned in the EDX analysis above (Figure 11), these AA7075/filler and AR500/filler interfaces were rich in Fe3Al and FeAl compounds, respectively. Thus, the results showed that the Fe3Al-rich compounds on the AA7075/filler interface had given better bonding strength than that of the AR500/filler interface. This fracture behaviour that is dependent on the brazing temperature and time was also elaborated by Tashi et al. [45].



At the same time, it was observed that the dark reaction layers had formed on joint surfaces of both base metals. The coverage of these layers had increased with increasing flame times and temperatures. These layers were likely to be the oxide layers that formed during the heating or flame process, as also observed by Ikeuchi et al. [46]. The formation of an oxide reaction layer reduces the diffusion of the filler metal into the base metal and also reduces the strength of the joint [47].





4. Conclusions


In this study, the joining of AR500 steel and AA7075 aluminium alloy by using a simple torch-brazing technique was successfully carried out. The effect of brazing time was investigated and the results obtained can be summarized as follows:



(1) The study shows that in all cases presented, fractures will always occur at the metal/filler interface containing Zn-rich or FeAl intermetallic compounds. It signifies that the interface containing an IMC with a higher Fe ratio, e.g., Fe3Al, is stronger than the interface containing an IMC with a relatively lower Fe ratio, e.g., FeAl.



(2) The shear strength of the interface of the joint decreased with increasing flame or brazing temperature. The highest shear load was 6460 N, which was obtained at the brazing temperature of 477 °C.



(3) The hardness of the aluminium base metal had decreased at 1- and 2-min flame times (brazing below solvus temperature) due to the precipitation of coarse MgZn2 precipitates.



(4) The formation of oxide layers at the metal/filler interface could significantly affect the joint strength of the brazing.
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Figure 1. Dimensions of steel and aluminium samples. 
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Figure 2. Filler preparation: (a) filler metal; (b) filler metal arrangement in specimen. 
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Figure 3. Arrangement of both alloys for the joining process. 
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Figure 4. Brazing process: (a) the schematic of the torch-brazing setup and hardness location test; (b) an example of a typical specimen produced. 
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Figure 5. Effect of flame time and temperature on thickness of intermetallic compound (IMC) layer formed on AR500 steel and AA7075 aluminium alloy. 
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Figure 6. Location of thermocouple during brazing process. 
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Figure 7. (a) IMC layer between AR500 and filler and (b) IMC layer between AA7075 and filler, for flame time of 1 min. 
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Figure 8. (a) IMC layer between AR500 and filler and (b) IMC layer between AA7075 and filler, for flame time of 2 min. 
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Figure 9. (a) IMC layer between AR500 and filler and (b) IMC layer between AA7075 and filler, for flame time of 5 min. 
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Figure 10. Energy dispersive X-ray (EDX) analysis of torch-brazed joint between AR500 steel and AA7075 aluminium alloy for flame time of 1 min: (a) SEM image of spot areas; (b) analysis of spot area 2 (IMC of AR500/filler); and (c) analysis of spot area 4 (IMC of AA7075/filler). Adapted from [36], with permission from Institut Pengurusan Penyelidikan (RMI), Universiti Teknologi MARA, 2017. 
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Figure 11. EDX analysis of torch-brazed joint between AR500 steel and AA7075 aluminium alloy for flame time of 5 min: (a) SEM image of spot areas; (b) analysis of spot area 2 (IMC of AA7075/filler), and (c) analysis of spot area 4 (IMC of AR500/filler). 






Figure 11. EDX analysis of torch-brazed joint between AR500 steel and AA7075 aluminium alloy for flame time of 5 min: (a) SEM image of spot areas; (b) analysis of spot area 2 (IMC of AA7075/filler), and (c) analysis of spot area 4 (IMC of AR500/filler).



[image: Metals 08 00668 g011]







[image: Metals 08 00668 g012 550] 





Figure 12. Shear load vs flame time for torch brazing of joint between AR500 steel and AA7075 aluminium alloy. 






Figure 12. Shear load vs flame time for torch brazing of joint between AR500 steel and AA7075 aluminium alloy.



[image: Metals 08 00668 g012]







[image: Metals 08 00668 g013 550] 





Figure 13. Hardness vs flame time for AR500 and AA7075 specimen plates. 
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Figure 14. Hardness vs flame time for brazing seam. 
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Figure 15. Fracture surfaces of AR500 steel and AA7075 brazed joint for the flame times of (a) 1 min; (b) 2 min; and (c) 5 min. Adapted from [48], with permission from Penerbit UTM Press, 2016. 
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Table 1. Composition of Al-Si-Zn base filler metal (wt %).
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	Zn
	Si
	Sn
	Fe
	Ti
	Mg
	Ni
	Mn
	Pb
	Cu
	V
	Ag
	Cr
	Al





	15.60
	14.84
	3.75
	3.13
	2.02
	1.70
	1.49
	1.42
	0.87
	0.58
	0.13
	0.1
	0.06
	Balance
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Table 2. SEM–EDX analysis results on FeAl compound of torch-brazed joint between AR500 steel and AA7075 aluminium alloy for flame time of 5 min.
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	Point
	Al (at %)
	Fe (at %)
	Al:Fe
	IMC





	spot 2
	27.13
	72.87
	1:3
	Fe3Al



	spot 4
	43.01
	56.99
	1:1
	FeAl











© 2018 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).






media/file13.jpg
| e =






media/file4.png
Filler metal





media/file30.png
|
 § 8 |

dYH ‘ssaupleH

Flame time, min





media/file18.png
DB agus =

- - \»
)'J -
. /
ot
. <’
1) -
.l' Y "'h. .
b — 4
. %
o '- .
' L ',
" Sl ™

o

-4
> R §

-

o o
T AEa o

' -
-






media/file26.png
. 888888

=

2

Flame time, min






media/file27.jpg
Hardness, HRB

140

120

100
80
60
= ARS00
o = AA7075
20
o

before brazing
/flame process

Flame time, min





media/file3.jpg
(b)






media/file22.png
(b)

Element

Spot 2

Weight %

12.35

Atomic %

25.53

(c)

Element

o]

Spot 4

Weight % Atomic %

303 61.14

37.56






media/file20.jpg
(b)

Spot2 () Spota
Element  Weight% Atomic % Element  Weight% Atomic %
c 1235 2553 o 303 61.14.

Ta4]

087 05






media/file19.jpg





media/file7.jpg





media/file28.png
140

120

100

30

60

Hardness, HRB

40

20

before brazing
/flame process

Lhil

Flame time, min

AR500
AA7075





media/file10.png
IMCthickness, pm

=@ ARS00/filler metal
-l—- AA7075/filler metal

JP—
1 min 2 min 5 min
477°C 580°C 669°C

Flame time, min / Temperature recorded, °C





media/file32.png





media/file14.png
'

FILLER AA7075
100 um
00 pm
1 min






media/file11.jpg
Thermocouple

Plasticine






media/file6.png





media/file15.jpg
(@)

2 min

AA7075)





nav.xhtml


  metals-08-00668


  
    		
      metals-08-00668
    


  




  





media/file16.png
x “C. . -."-o'_'_. - -._'" ."T;" : - . = .‘_ o _‘
AR500 B (b) S CRERE SeSiiatamy s 8 NE S FILLER e

~ 5.






media/file2.png
z.sf

79.5

\/Alldimcnsion in mm






media/file23.jpg
it AA7075

Area 3.5potd:

(b)

Element

spot2

Weight%

Atomic %

a1

spota

Element Weight % Atomic %

I =

26






media/file5.jpg





media/file24.png
e P

O amalses | a7075

e s Area BSpotR o |

(b)

Element

Spot 4

Atomic % Element Weight% Atomic %

2713 [ Al 26.72






media/file29.jpg
8 R 8 3 8 8RR 8 °
GYH ‘ssaupseq

Flame time, min





media/file1.jpg





media/file31.jpg





media/file25.jpg
- .
0

1 2 5
Flame time , min






media/file12.png





media/file9.jpg
140

=@ ARS00/filler metal

120
- AA7075/filler metal
£ 100
i
§ o
3
£ 60
o
2
20
0
1min 2min 5 min
a77°C 580°C 669°C

Flame time, min / Temperature recorded, °C





media/file0.png





media/file8.png
(a)

hardness location

brazing torch

test

hardness location
test

(b)

AA7075

Joint area






media/file17.jpg





media/file21.png





