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Abstract

:

A reliable and economic utilization of textile-reinforced concrete in construction requires appropriate design concepts. Unlike designs for bending, the development of models for shear is still the subject of current research. Especially for thin slabs, systematic experimental investigations are lacking. In this paper, the results of an experimental campaign on 27 carbon-textile reinforced slab segments tested in three-point bending are presented. The shear-span to depth ratio and member size were key variation parameters in this study. Increasing the structural depth of members led to a reduction in relative shear strength, while variation of shear slenderness controlled the efficiency of direct stress fields between load introduction and support. Interestingly, direct load transfer was activated up to a shear slenderness ratio of 4, which is significantly higher than in reinforced concrete (a/d < 2.5–3) and may result from the bond characteristics of the textile reinforcement. The experimental shear strengths were compared to predictions from existing models for shear of fiber-reinforced polymer (FRP)-reinforced concrete. The study shows that these FRP calculation models also predict the ultimate shear force for textile-reinforced concrete (TRC) tests presented in this paper with sufficient accuracy. Existing approaches for the size effect seem transferable as well. In order to validate the models for general use in TRC shear design, a compilation and comparison with larger experimental databases is required in future works.
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1. Introduction


Textile-reinforced concrete (TRC) combines high-performance non-metallic textile grids as aligned internal reinforcement with state-of-the art concrete technology. The resulting composite material makes a re-thinking of established construction methods possible [1,2,3,4]. The resistance to corrosion of the textiles permits reduced concrete covers and structural depths and supersedes additional protective polymeric layers (e.g., [5,6,7]). The higher tensile strength of reinforcement fibers, such as carbon, compared to typical reinforcement steel allows for further optimization of cross-sectional designs. With smart use of these materials, large resource savings can be realized in specific areas of concrete construction [8,9]. However, successful dissemination of TRC in practice depends on the availability of accurate and reliable, yet easy-to-use, design models [10].



In contrast to design for bending, both engineers and researchers are still confronted with fundamental questions regarding shear design of textile reinforced concrete for new constructions. While numerous applications [11,12,13,14] and first general approvals for thin façade panels exist [15], there is no design model for thicker TRC slabs between 5 cm and 20 cm with substantial shear loads, e.g., due to concentrated loads near supports. Slabs with such dimensions have high potential, both for bridges and in high-rise construction. Recent projects in Germany show the application for pedestrian bridges [16,17,18,19] as well as for small road bridges [20], especially in the transversal structural system. TRC slabs do not require additional protective layers (e.g., epoxy coating or bitumen) and thus the concrete can be driven or walked on directly. In high-rise construction, a promising application for TRC slabs are multi-storey car parks [21], where the question of corrosion-resistance because of exposition to deicing-salt as well as the maximization of clear floor height without increasing the building height dominate the design—both are strong arguments for the use of TRC.



The ongoing research on fundamental shear design models [22,23,24,25,26,27] and the numerous current research projects on shear in Europe [28,29,30,31,32,33,34,35,36,37] indicate that this topic is far from being solved for steel reinforced concrete. This foreshadows the long and tedious way toward an adequate level of knowledge on shear design of TRC.



TRC distinctly differs from fiber reinforced polymer (FRP) bar reinforced concrete, which is much more comparable to conventional concrete in component size, reinforcement diameter, stiffness in transversal direction, and shape. For FRP, extensive research exists on elements without (e.g., [38,39,40,41,42,43,44,45,46] and with (e.g., [47,48,49,50,51]) transversal reinforcement. Due to the great experience in research and practice, there are design provisions in several international codes (e.g., [52,53,54]). However, in contrast to FRP-reinforced concrete, research on TRC is still in its infancy. The existing models for FRP are an excellent starting point, but research on TRC should check unbiasedly fundamental assumptions on load-bearing mechanisms in order to avoid fallacies in design. The “riddle of shear” (Kani’s famous dictum in [55]) for TRC is one of those fundamental topics targeted in a large-scale coordinated research program on TRC and carbon reinforced concrete in Germany named “Carbon Concrete Composites (C3)-Project” [56]. In the subproject C3-B3 [57], experimental and theoretical investigations on shear were performed by the Institute of Structural Concrete at RWTH Aachen University. Meanwhile, other researchers in Europe are investigating similar issues on shear capacity of filigree TRC beams [3,58] or the capacity of 3D textile reinforced elements [59].



The aim of the present article is to give insight on fundamental questions for shear design of TRC without shear reinforcement. Using the results of a systematic experimental investigation on slab segments, the influence of the component’s height and the effect of shear slenderness are discussed. The comparison of shear capacity predictions from selected existing models to the test results indicates that TRC with epoxy-impregnated carbon textiles as longitudinal reinforcement exhibits a similar shear behavior compared to steel- or FRP-reinforced concrete components. This is the first step toward the transfer or adaption of existing shear design models to TRC.




2. Experimental Investigation on Shear Capacity


2.1. Test Setup and Instrumentation


For the experimental study of the shear capacity, single-span slab segments with single loading in mid-span were tested. The test setup was variable and scalable, which allowed a systematic parameter study. Figure 1 shows the test setup. The load was introduced under displacement control by means of a steel roll along the width of the specimen. An elastomer strip prevented local stress concentration on the upper surfaces of the specimens. The load rate was chosen to 1 mm/min. One fixed and one free roll were used to guarantee vertical support without horizontal constraints.



The vertical displacements were measured by two linear variable displacement transducers (LVDT) at mid-span. The longitudinal strain was tracked by a concrete strain gauge on top of the specimen in mid-span between two steel load-introduction plates and by an LVDT with a measuring length of 25 cm fixed to the bottom of the specimen. The load was measured continuously by a built-in load cell of the electric testing machine (100 kN maximum load capacity).




2.2. Variation of Parameters


The experimental program focused on the investigation on the variation of two parameters, the shear slenderness a/d and the effective depth d (Table 1). By varying the shear slenderness, one could investigate the increase in shear capacity due to concentrated loading near the supports and the formation of direct compression stress fields. The variation of the effective depth allowed for analysis of the size effect. All other parameters with an assumed influence on the shear capacity were kept constant. The geometrical ratio of longitudinal reinforcement ρ (cross-sectional area of reinforcement divided by effective depth and width) was chosen as ~0.24%, aiming at avoiding bending failure. Note that this reinforcement ratio is still typical for TRC plates in this depth range. This is relevant, because over-reinforced cross-sections may show a disproportionate amount of dowel action as shear transfer mechanism. The concrete compressive (and tensile) strength chosen for this study resulted from the idea of matching suitable high-performance materials, i.e., to be able to fully use the high tensile and bond strength of the non-metallic reinforcement. Details are given in Section 2.4. The width of 20 cm was chosen for all specimens considering the maximum specimen height, the maximum grain size, the number of reinforcement elements per layer resulting from the reinforcement grid spacing, and the maximum test load and dimensions of the test machine.




2.3. Reinforcement


Non-metallic textile reinforcement can be categorized in different ways, regarding its fiber material, its impregnation material, or its geometry. As fiber materials, carbon, alkali resistant (AR-) glass, aramid, and basalt are usually utilized. Carbon and AR-Glass are the most common and there are several commercially available products world-wide. As impregnation materials, elastic rubber-based systems such as styrene-butadiene-rubber, as well as stiffer types based on epoxy resin or polyacrylate, are widespread. Nowadays, non-impregnated textiles (e.g., used in the construction of shell structures in [5] or [60]) are less common for new constructions due to the low efficiency and the low stiffness, which complicates the handling during manufacturing of TRC members. However, they are still used for repair and external retrofitting, especially for masonry walls. Regarding the geometry, one can distinguish the following types: Planar 2D textiles (biaxial or multiaxial), preformed 3D elements made from 2D textiles, and full 3D textiles (see e.g., [59]). Due to the variety of available products and combinations, a detailed characterization of the material properties of the reinforcement is indispensable for an experimental campaign on textile-reinforced concrete. It is interesting to note that the mechanical properties of FRP and textile reinforcement are related to different geometrical bases. For textile reinforcement, typically only the filament area without impregnation resin is counted. Reasons for this approach are the non-uniform geometrical cross-section along the axis of individual yarns (Figure 2) and the rather difficult determination of the cross-sectional area due to the small size. As the titer and the filament count of the individual non-impregnated rovings used in production of the textiles are known, the determination of the total filament area per meter is very simple. This is a significant difference to FRP bars or stirrups, for which the geometrical area given by the manufacturer includes the polymeric matrix. In consequence, area-related material characteristics such as stress or modulus of elasticity of impregnated textiles appear higher than for FRP bars, despite similar basis materials and similar compactness.



In this study, an epoxy-impregnated biaxial carbon grid was utilized as longitudinal reinforcement. The epoxy-resin was applied and hardened during production by the reinforcement manufacturer. Due to the high stiffness of the mesh, it could not be rolled on regular-sized reels. Hence, in this case, it was delivered in 5 m × 1.2 m planar panels. Figure 2a shows the biaxial open grid structure with a 38 mm axial spacing of the yarns, both in longitudinal (warp) and transversal (weft) direction of the fabric. The cross-sectional area of this reinforcement was symmetrical, with 95 mm2/m in both directions. The reinforcement layout for this study aimed toward achieving a similar reinforcement ratio for different effective depths. In consequence, the specimens had one to three layers of reinforcement mesh strips of 5 yarns each (Figure 2c). During production, the bottom layer passed beyond the formwork in order to apply a slight prestressing to avoid sagging of the reinforcement (Figure 2b). All layers were aligned so each layers’ weft and warp yarns stacked directly on top of each other. This resembles the typical production in practice, as the alignment of openings allows the concrete to pass. In mid-span, an additional fixation for one transversal yarn guaranteed the necessary concrete cover. Furthermore, due to the lower density of the impregnated carbon compared to fresh concrete, the buoyancy could be effectively controlled. Conventional spacers made from fiber-reinforced mortar or plastic could function as a suitable alternative but were avoided here to minimize the risk of floating up of the reinforcement and to eliminate a possible influence on the cracking process.



The material characteristics of non-impregnated textiles and textiles with partial impregnation (surface coating) needed to be determined with composite specimens via uniaxial tensile tests [10,61,62,63]. For fully impregnated textiles with a homogenous stress distribution over the yarn area and simultaneous activation of all filaments, the properties could be determined on the textile without surrounding concrete [64]. Table 2 lists the material properties. The ultimate stress and modulus of elasticity were analyzed in uniaxial single yarn tests according to the setup described in [65], where individual yarns were extracted from the hardened grid and connected to the testing machine with an variable pressure along the clamping length. Note that, due to the well-known statistical effects for a bundle of linear-elastic yarns with brittle failure, the strength of a single yarn does not equal the strength of the fabric [66,67]. This can be taken into account by a reduction factor which depends on the number n of yarns [68]. For the reinforcement used in this study, a reduction factor of 0.85 for n = ∞ was proposed by Rempel [64].



The bond properties of the reinforcement were analyzed in a companion investigation [69]. In contrast to non-impregnated textiles or textiles with soft impregnation, the full and hard epoxy impregnation led to form closure with longitudinal splitting of the concrete as a bond failure mechanism, rather than pull-out or jamming of the yarns. The mean length required for full anchorage was determined to be 78 mm for a concrete cover of 20 mm in the same cementitious matrix with equal tensile and compression strengths, as used in the present paper [69]. A free length of 50 mm behind the supports on both ends of the specimens proved to be sufficient to anchor the respective forces from shear and bending. All layers of reinforcement continued to the end of the specimen. Up to the point of ultimate failure, no longitudinal cracks ran up to the supports or up to the ends of the specimen. This allowed for the conclusion that no anchorage failure occurred in this study.




2.4. Cementitious Matrix


The cementitious matrix utilized in this study was specifically designed within the C3 project to meet the requirements of textile reinforced concrete [70]. The mixture was based on [70], but adapted with locally available aggregates. Details can be found in Table 3. The maximum diameter of the crushed quartz aggregate (4 mm) matched the size of the grid openings. The high content of fine particles in the cementitious binder compound and the fine sand paired with the high-performance superplasticizer led to self-compacting properties of the fresh mix. During production, no external or internal compaction was required to achieve a dense matrix without cavities or gravel pockets.



According to DIN EN 206 [71], the mixture was no standard concrete due to its small aggregate size and its high content of fine particles. As it was produced and applied just like concrete as matrix, the term “concrete” is used in this paper and generally in the context of textile reinforced concrete for new constructions. This allows a distinction to be made from repair and retrofitting, where the term mortar is more common.



The hardened concrete exhibited high strength, both in compression and in tension. The bending tensile strength was determined on prism specimens (40 × 40 × 160 mm), according to the standard test method for mortar [72]. The mean value of all experiments (age 27 to 32 days) was 15.1 MPa with a coefficient of variation (COV) of 21.6%. The mean modulus of elasticity of the cementitious matrix was tested on cylindrical specimens (d/h = 150/300 mm) to 44595 MPa (COV 2.1%) with the method described in [73]. The mean compressive strength reached 127.6 MPa (COV 4.2%) for 150 mm cubes [74], 105.4 MPa (COV 4.7%) for cylinders (d/h = 150/300 mm, [74]), and 122.5 MPa (COV 5.1%) for the prism halves [72]. Due to the high strength of the cementitious matrix, cracks usually ran through the aggregates. The ultimate compressive strain of this concrete has been determined on two cylinders with external concrete strain gauges to 2.92‰ at the age of 28 days.





3. Results


3.1. Failure Mechanisms


In the experimental program, two main different failure mechanisms were observed, bending and shear failure. The smallest specimens with a cross-sectional height of about ~60 mm and an effective depth of ~40 mm failed in bending by rupture of one or several yarns. Figure 3a shows three representative examples for the three different load-support-distances (span lengths). For some specimens, a diagonal crack originating from the layer of reinforcement occurred prior to failure. However, this crack was not the ultimate reason for failure. Three specimens (C3-1-4-1, C3-3-4-1, and C3-3-4-3) showed significant crack formation along the layer of reinforcement prior and subsequent to rupture of one yarn. Their failure mechanism is therefore described as bending failure with subsequent shear failure.



All specimens with an effective depth of 80 and 120 mm failed in shear. Because their compression zone was further constricted by the critical shear crack prior to failure, the term shear compression failure is utilized. Figure 3b illustrates a typical failure phenomenon which occurred for several specimens. The sudden propagation of the shear crack into the compression zone led to the brittle failure. The sudden release of stored energy resulted in a mutual sliding and a vertical shift of one half of the specimen. Note that the reinforcement in the tension zone was sheared at the crack in all layers without adding significant resistance and ductility to the failure mechanism. This is typical for the anisotropic fiber-reinforcement material, but even more pronounced for textile reinforcement due to the relatively low transversal stiffness of the individual yarns.



For all specimens, one can observe that the residual compression zone in mid-span is only few millimeters deep. This can be explained by the high compressive resistance of the concrete and the good compaction of the concrete resulting in a dense and tough uppermost cementitious layer. The shear cracks passed through the aggregate grains. At failure, the constricted compression zone often buckled in the vertical direction. The high utilization of the concrete in this zone is shown in Figure 4 exemplary for three specimens, all having an effective depth of 80 mm but with different a/d-ratios.



All specimen showed a linear-elastic branch in their load-deflection curve up to a high first-cracking load. This high load and the severe drop after first cracking are not surprising for the high-strength concrete with its corresponding stiffness. Subsequent bending cracks are clearly visible in the diagram. The end of the test was marked by a sudden drop of the load without residual capacity. At this point, the compressive strain directly below the load introduction at mid-span reached or even exceeded the ultimate strain of the concrete taken from uniaxial compression tests on cylinders. Next to the observations of the crack pattern after failure, this additionally confirms the hypothesis of shear compression failure. The highest compressive strains were reached for the smallest shear slenderness (a/d = 4.1 for C3-3-8-2 in Figure 4b). One explanation for this observation is the superposition of compressive stress from beam action and from direct stress fields. This is a first indication towards an influence of increased arch action for the smaller shear slenderness.




3.2. Crack Pattern and Critical Shear Crack


The characteristic crack pattern of specimens without shear reinforcement failing in shear is highly relevant for the assessment of their failure mode and their ultimate resistance. In Figure 5 and Figure 6, the crack patterns after failure are shown for the specimens with 120 mm and 80 mm effective depth, respectively. The critical shear crack is highlighted with a bold black line. The series with 40 mm is not shown, as there was usually only one bending crack, sometimes with a single longitudinal or diagonal crack originating from the layer of reinforcement.



If a full separation of the specimens’ halves at shear failure occurred, both halves were digitally rejoined for better comparison of the shear crack form. The dark-grey zones indicate concrete spalling, which occurred both in the compression zone (e.g., C3-1-12-1, C3-3-12-2, C3-1-8-3) and in the tension zone (e.g., C3-1-12-3, C3-2-12-2, C3-1-8-2). For almost all specimens, the critical shear crack propagated from a bending crack up to the area of introduction of the concentrated load. Table 4 gives detailed information on all experiments. The comparatively high scatter of the three results with an effective depth of d = 12 and a shear slenderness of a/d = 4 should be highlighted at this point. The low inclination of the critical shear crack for C3-2-12-1 and C3-2-12-2 indicates a dominating direct compressive strut towards the support. In contrast to this, the identically reinforced C3-2-12-3 has a steeper critical shear crack and thus a reduced direct load transfer. Due to the significantly lower ultimate force, fewer bending cracks and fewer longitudinal cracks are visible for this last specimen (Figure 5).





4. Discussion


Although the observations allow for discussion of several phenomena of shear behavior of TRC, only the influence of shear span and size effect are briefly discussed in this paper. Furthermore, the prediction of selected current design provisions for shear capacity of FRP or steel reinforced concrete are compared to the own experiments.



4.1. Effect of Shear Span Length


The question of an influence by the shear slenderness on shear capacity is of high interest for both researchers and for design in practice. Researchers need to design future experiments with an appropriate load-to-support distance to avoid overestimation of the shear capacity. On the other hand, engineers in practice exploit the direct stress transfer of concentrated loads near supports by reduction of the design shear force according current design provisions.



Figure 7a shows the ultimate shear force from all experiments in relation to shear slenderness. The shear force caused by self-weight of the specimens is neglected, because it differs along the shear span and along the critical shear crack. All results are displayed regardless of their failure mechanisms (a usual procedure, see for example in [75]). As discussed before, the specimens with d = 4 cm failed in bending. These results are therefore to be considered and compared with caution.



The highest shear forces in this test series occurred for an a/d-ratio of 4. It is noteworthy that there, the scatter for the three identical beams with the largest effective depth is highest. With increasing a/d, the shear resistance diminishes. This general observation is not surprising and well-known from steel-reinforced concrete [75] and concrete with FRP-reinforcement [76,77]. However, it should be highlighted that usually, an influence of a direct compression field is assumed up to a/d = 2.5–3. Here, the significant difference of shear resistance between a/d = 4 and 5 (while all other experimental parameters are kept the same) indicates a direct load transfer between load introduction and support, at least up to the shear slenderness of 4. There is no significant difference between a/d = 5 and 6, as indicated by the red and green dashed trend lines. The red dashed linear trend line for an effective depth of 4 cm is significantly influenced by the three values at a/d = 7, where earlier bending failure due to the higher moment governed. One possible explanation for the phenomenon of increased direct load transfer might be the influence of longitudinal cracking in the layer of reinforcement. The crack patterns in Figure 5 and Figure 6 clearly show longitudinal cracks (resulting from high local bond stress introduced by the reinforcement) at the level of one layer of reinforcement, which connect individual bending cracks. Those longitudinal cracks lead to a reduction or even a total loss of local bond between reinforcement and matrix. Yet, the end-anchorage was sufficient, as the longitudinal cracks did not propagate to or beyond the supports. In consequence, the tension stress in the reinforcement is constant in the center part along the beam length, resulting in a more efficient tied arch action. The analysis of the crack pattern of the beams with the highest loads (C3-2-12-1, 27.3 kN and C3-2-12-2, 35.2 kN) underlines this hypothesis. There, longitudinal cracks are present almost all the way to the support, whereas for C3-2-12-2 with its 71% lower resistance (20.6 kN), fewer longitudinal cracks were visible. The first two specimens’ shear resistance seems to be significantly influenced by tied arch action rather than beam action.




4.2. Size Effect


An influence of the effective depth on the shear resistance (size effect) can be derived from Figure 7b. A clear trend of diminishing shear resistance for increasing effective depths is visible. Once again, all results are presented regardless of their failure mechanism. Note that despite bending failure, the specimens with a d of ~40 mm bear the highest shear stresses. The size effect has been described extensively in literature by various researchers, of whom Bazant is arguably the most renown (see the extensive compilation in [78]). Especially for shear, current design provisions consider the size effect either directly (by a reduction factor as Eurocode 2 [79]), incorporated in the strain (e.g., in the Modified Compression Field Theory [80] and the Critical Shear Crack Theory [22,23]), or in a combined factor as in [27].



Bazant and Kim [81] describe the structural size effect according to Equation (1)


ϕ(d)=11+dλ0·da



(1)




where d = effective depth, λ0 = empirical constant, and da = maximum aggregate size. For steel reinforced concrete beams, an empirical value of 25 was determined from a large set of experiments [81]. For the typical lower limit for the maximum aggregate size in normal concrete of 8 mm, the term λ0·da leads to a constant value of 200, which is often used in shear prediction models (e.g., [26]). Although the data set in this study is too small to properly adjust an empirical constant for TRC, the linear trend lines in Figure 8 indicate that the first approach with λ0 = 25 and da = 4 mm already led to satisfying results. It should be mentioned that in the present study, the concrete cracks passed through the aggregate grains rather than around them and thus the influence of aggregate size is debatable.



In contrast to the size effect law in (1), Eurocode 2 [79] limits the influence of size effect to a lower boundary of d = 200 mm. This derives both from the typical slab or beam dimensions and the typical minimum aggregate sizes of 8 mm. For TRC, smaller aggregate sizes as well as reduced depth are typical and intended. Thus, a lower limit is considered critical and more general approaches should be used for TRC. For future research, it could be advisable to additionally test specimens with doubled effective depth in logarithmic scale (10 times the current depth) in order to validate the fit of chosen size effect factors. Alternatively, nonlinear finite element modeling can be used to validate the size effect laws (e.g., [82]).




4.3. Comparison to Existing Models and Current Design Provisions


For beams and slabs with FRP-longitudinal reinforcement without shear reinforcement, engineering models and design formulas have been derived and validated by various researchers. Whether these models are directly applicable to the non-metallic grid-like carbon textile reinforcement in slabs or slab segments is discussed in this section. Due to the limited variation in key parameters such as reinforcement ratio, reinforcement ultimate strength, reinforcement modulus of elasticity, and concrete strength, no generalizable statement on transferability is possible. However, the comparison of the experimental results to predicted values enables a first assessment of the applicability of existing models and thus prepares future work.



Two models and two design provisions were chosen for calculation. The model of Mari et al. [46] has been developed specifically for FRP reinforcement based on a mechanical approach in combination with evaluation of an extensive database with genetic programming. An even more general (and more recent) model for steel-reinforced members by the same authors, the Compression Chord Capacity Model [27], is based on similar assumptions but differs in the calculation of the size effect factor. Here, however, the original model for FRP reinforcement has been used. The second model is the simplified shear design approach by Cavagnis, Fernandez Ruiz, and Muttoni [83,84] based on the Critical Shear Crack Theory [22,23]. This model is currently part of the discussion for the upcoming revision of Eurocode 2 [85] and can be used for FRP reinforcement by considering the modulus of elasticity of the longitudinal reinforcement. Keeping in mind that using similar approaches towards the shear design procedures for conventional reinforcement and non-metallic reinforcement is of major interest for practice, the application of the model in this paper is justified.



With the American Concrete Institute (ACI) code 440.1R-15 [54] and the Canadian Standards Association (CSA) Code S806-12 [53], American codes provide established models for shear design of FRP-reinforced concrete members. In contrast to European standardization, a longer experience for the use of FRP especially for bridges exist. Both codes follow the respective shear design tradition for reinforced concrete.



In Table 5, the formulae and variables necessary for calculation of the selected models are summarized. The last column gives comments and explanations regarding how the various parameters were specifically set for prediction of the experimental results of this paper.



The results of the comparison for all four models are shown in Figure 9. The mean value of the experimental to theoretical shear force ratio Vexp/Vcalc is an indicator of accuracy, while the COV is used as a measure of precision. Generally, all models except ACI 440.1R-15 show promising results. The best mean value is obtained by the simplified approach based on critical shear crack theory with Vexp/Vcalc = 0.95, while the CSA S806-12-model leads to the lowest COV with 18.9%.



The ACI 440.1R-15 leads to conservative results, with a mean ratio Vexp/Vcalc = 2.3. Furthermore, this model shows the lowest COV with 22.3%. This observation is consistent with those of other researchers, e.g., [46]. For all models, the high scatter of ultimate shear load for the three largest plate segments (C3-1-12) significantly influences the prediction results. The models cannot represent the direct strut action (tied arch action) adequately. However, these first results indicate that the prediction of shear capacity for TRC with suitable existing models for FRP reinforced concrete or TRC is possible. In order to generalize this finding, comparisons to larger experimental data sets are required. Therefore, especially the variation of the modulus of elasticity of the reinforcement, e.g., by the use of impregnated glass textiles, should be focused in future experimental studies.





5. Conclusions


While numerous studies of FRP-reinforced concrete exist, experimental data and systematic studies on shear behavior of TRC are sparse. Despite similar raw materials (glass, carbon), grid-like textile reinforcement features certain differences compared to FRP bars, e.g. the smaller size and thus lower bending stiffness, the fixed transversal yarns, and the possible variation of cross-sectional dimensions in the longitudinal direction. The use of TRC aims at reducing the member sizes compared to conventional reinforced concrete. This leads to a typically reduced thickness in planar members (e.g., slabs), for which fewer experiments exist both in FRP and steel reinforced concrete.



Despite these differences, the results from an experimental program on 27 slab segments show clear parallels in shear behavior. The formation of the critical shear crack from bending cracks and the similar failure mechanism (shear compression failure) are evident. The formation of longitudinal cracks in the layer of reinforcement combined with concrete spalling can be seen as reason for high scatter in otherwise identical members.



By variation of shear span to depth ratio, the influence of direct load transfer from concentrated loads was investigated. It can be concluded that here, with a shear slenderness larger a/d = 5, no significant reduction of shear capacity occurs. However, a significant difference between a/d = 4 and 5 can be seen, which is a significant difference to reinforced concrete where an influence up to a/d < 2.5–3 is typical. This might be a result from the bond characteristics of the textile reinforcement with its significant longitudinal crack formation in the layer of reinforcement.



The variation of member height in the experimental program showed a reduction of relative shear capacity by increasing effective depth. A first approach to transfer models for consideration of size effect indicates that existing models can be used in TRC shear design.



The comparison of the experimental results to predictions from existing models for shear resistance of FRP-reinforced concrete indicates promising results; several current, readily available models are able to predict the ultimate shear force obtained in the experiments presented here with sufficient accuracy. However, this observation is yet to be validated by comparison to larger data sets in future works. There, a systematic variation of the type of reinforcement (grid opening, yarn spacing), the modulus of elasticity and strength of the reinforcement, the reinforcement ratio, and the maximum grain size and compressive strength of the concrete is necessary.
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Figure 1. Test setup and instrumentation for three-point bending tests. 
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Figure 2. Reinforcement layout for test series: (a) Planar biaxial grid made of carbon with epoxy impregnation; (b) formwork with bottom reinforcement layer projecting beyond the end; (c) cross-section of the three specimen types. 
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Figure 3. Failure mechanisms observed in experimental study (a) bending failure; (b) shear-compression failure. 
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Figure 4. Experimental results for three typical specimens with d = 8 cm. (a) Load-deflection diagram; (b) load-compressive strain diagram (strain gauge at the top of the specimen in mid-span). 
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Figure 5. Crack pattern and failure mechanism for d = 12 cm shear test series. 
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Figure 6. Crack pattern and failure mechanism for d = 8 cm shear test series. 






Figure 6. Crack pattern and failure mechanism for d = 8 cm shear test series.



[image: Applsci 09 01382 g006]







[image: Applsci 09 01382 g007 550]





Figure 7. Results of experimental test program: (a) Influence of the ratio of shear span to effective depth on shear force; (b) Influence of effective depth on shear stress (size effect). 
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Figure 8. Relative shear stress considering the size effect factor according to Bazant [81] with λ0 = 25 and da = 4 mm. 
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Figure 9. Comparison of experimental results to predicted shear force: (a) Critical shear crack theory (CSCT) [83,84,85]; (b) Model by Mari et al. [46]; (c) Design formula from CSA S8-06-12 [53]; (d) Design formula from ACI 440.1R-15 [54]. 
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Table 1. Parameter variation for the experimental study.
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	Shear Slenderness a/d
	Effective Depth





	4
	4 cm



	5
	8 cm



	6
	12 cm
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Table 2. Reinforcement characteristics for solidian Grid Q95/95-CCE-38 (properties of one individual yarn, from [64] with test setup according to [65]).
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	Characteristic
	Unit
	Warp Direction (0°)
	Weft Direction (90°)





	Modulus of elasticity
	[MPa]
	244,835
	243,828



	Mean ultimate stress
	[MPa]
	3221 (n = 204 tests)
	3334 (n = 218 tests)



	5% quantile ultimate stress
	[MPa]
	2737
	2762



	Mean ultimate strain
	[‰]
	13.2
	13.7



	Axial spacing of yarns
	[mm]
	38
	38



	Cross-sectional area per yarn 1
	[mm2]
	3.62 1
	3.62 1



	Cross-sectional area per meter 1
	[mm2/m]
	95 1
	95 1







1 Filament area without epoxy-impregnation.
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