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Figure S1. Thin films EDX spectrum of: (a) TiOz, (b) CoPOM/TiOz, (c) NiPOM /TiO2 (d)

FePOM /Ti0O2




Figure S2. Cross section SEM x8000 image of TiOz2 thin films.



