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Abstract

:

The present experimental work investigates the applicability and performance of a new strengthening method for concrete slabs, intended to increase their punching resistance using combination layers of steel wire mesh with epoxy attached to the concrete slabs’ tension face. Six simply supported square reinforced concrete slab specimens were tested up to failure under a central concentrated load. The main parameters in the study are the concrete compressive strength (30 MPa and 65 MPa) and the configuration of a bundle externally fixed to the tension side of the tested slabs. The experimental results appeared to greatly enhance the performance of the specimens, as they were externally strengthenined under this new method. When compared to the control slabs, the punching load and stiffness of the strengthened slabs increased up to 28% and 21%, respectively.
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1. Introduction


Flat slabs are one of the more common types of slabs used in concrete construction, such as office buildings, warehouses, and car parks. This system consists of columns and slabs only, without beams, drop panels, or column capitals. In addition to cost savings and reduced construction time, the main advantage of this system is that it provides a clear height of building spaces, which facilitates the erection of the building services equipment with no restrictions in floor space partitioning.



The failures of flat slabs occur either due to flexure or punching. Flexure failure occurs when the amount of steel reinforcements located at the tension side of the flat slab are relatively little and the yielding of the reinforcement governs the strength of the specimen [1]. When the high main reinforcement ratio is used, the punching failure of concrete slabs occur at the region of connection between the slab and the column. The punching shear failure is characterized by the main steel reinforcement does not reach the yielding strain when the concrete is in the vicinity of the column, as it reaches the crushing stage [2,3]. It takes place suddenly, without any warning and with small displacement, resulting in a brittle mode failure. This leads to the progressive failure of the flat slab structure. Punching shear failure has a critical impact on structural engineering systems and thus should be avoided.



However, strengthening, rehabilitating, and repairing existing concrete structures are all successful methods for upgrading and improving the carrying capacity and extending service life of slabs. These methods become necessary due to changes in building usage, structural alterations, correcting for an error in the design or construction, constrain cracking, or when overloading occurs [4,5]. The decision for choosing a suitable strengthening technique is dependent on varied parameters, such as the structural efficiency, overall cost, and period of application [6].



A number of strengthening techniques have been developed to improve the serviceability and strength of concrete flat slabs. The traditional techniques for strengthening concrete flat slabs is to avoid abrupt punching shear failure, comprise and utilize steel plates linked to concrete slab with bolts or epoxy, externalize post-tensioning reinforcement, and increase the slab thickness in the region vicinity of column. These methods have been proven to be active in increasing the cracks and ultimate load and deformation capacities of slab-column joints [7,8,9,10,11,12]. In total, these methods have enhanced the performance of strengthened structures.



The main disadvantages of using steel plates are the high density of steel, aesthetic appearance, and corrosion problems [4,13]. In order to overcome these problems, fiber reinforced polymer (FRP) has been used. FRP exhibits several engaging properties, like a lower ratio of weight relative to strength, high durability, and simplicity of the installation [14,15,16,17,18]. Improvements in the shear characteristics of strengthened slab-column connections using FRP sheets have been previously reported [19,20,21,22,23]. Wang carried out an experimental study for predicting the shear capacity of strengthened central slab-column joints with carbon fiber reinforced polymer (CFRP). Four slabs (1750 mm square and 120 mm thick) with a central column stub (150 × 150 mm) were constructed and tested to failure. The CFRP strips were placed nearby to the face of the column in orthogonal directions at the soffit of slabs. The results illustrated that the punning shear strength of strengthening slab-column connections with CFRP sheets had a slight increase with an average of 8% than the reference slab [24]. Sharaf et al. conducted an experimental program to figure out the punching shear capacity of flat slabs externally reinforced with CFRP sheets. They constructed six full-scale slab column connections of 150 mm thick and 2000 mm square slab. The main parameters of their study included the configuration and amount of CFRP reinforcements. Their test results showed that the punching load of strengthened slabs increased between 6% and 16% greater than that of the reference slab [25]. Soudki et al. explored the behavior of concrete slabs externally reinforced by CFRP strips and subjected to punching load. Six slabs with dimensions of (1220 mm × 1220 mm × 100 mm) and square column (150 × 150 mm) were used. All specimens were simply supported along their edges and reinforced with same amount in each direction and tested under a monotonic punching load up to failure. The experimental results demonstrated that the strengthened slabs have a higher ultimate punching capacity than the control specimen (29%) [26]. The effect of using multiple layers of CFRP sheets as an external strengthening technique for two-way slab-column connections was investigated by Harajli and Soudki. The test program consisted of 16 square specimens with dimensions of 670 × 670 mm and different thicknesses of slabs (55 and 75 mm). The internal reinforcement used was placed in the tension side of the slab in perpendicular directions with two ratios (1% and 1.5%). One and two layers of CFRP sheets were bonded on tension or in tension of the compression sides of slab and then placed in the same directions of internal reinforcement. The test results revealed that the best achievement when using one layer at the tension side of the slab and no significant improvement was observed for multiple layers on the compression side [21].



However, the major obstacle to FRP strengthening is premature debonding failure and the reduction in ductility of the FRP-strengthened reinforced concrete structures [27,28,29,30,31]. Anchorage of FRP reinforcment is an attractive technical solution to overcome such problems [32,33,34,35,36]. The performance of the anchorage system is mainly dependent on detailing and the installation process of the system. Moreover, the innovative techniques focused on the possibility of using textile reinforced mortar (TRM) or high-performance fiber reinforced cementitious composites (HPFRCC) materials for repairing RC slabs was achieved [37,38]. It was found that these methods can significantly enhance the performance of repaired specimens. Therefore, it may be utilized to successfully restore the incompetence of damaged specimens.



Ferrocement is a thin structural member produced by a special type of reinforced concrete in which the reinforcements are constructed of multiple layers of small wire meshes embedded into a hydraulic cement mortar [39]. Ferrocement has taken a prominent place among the other components used for construction, strengthening, and rehabilitation, due to the availability of raw materials and because it can be fabricated in complex shapes with less skilled labor [40]. In addition, it displays a high ratio of tensile strength relative to its weight and possesses a better cracking distribution than traditional RC. Hence, it may be utilized in several practical applications for strengthening reinforced concrete (RC) members [6,41,42,43,44,45,46,47,48,49,50,51,52]. In general, the elements strengthened with ferrocement laminates provides significant enhancements in cracking, stiffness, and strength. However, the debonding problem between the ferrocement laminates and the strengthened members is the main drawback of using this technique in the strengthening process. However, strengthening via ferrocement consumes more time, allowing the mortar to gain ultimate strength. Therefore, one of the important challenges facing engineers is research about new materials and technologies requiring less time for construction and curing. Li et al. [53] studied the possibility of a rapidly strengthened method that consists of resin concrete and steel mesh for strengthening RC columns. The results showed that the resin concrete combined with the steel mesh was an effective method for strengthening RC columns and can be used in rapid strengthening.



Moreover, the technique developed by Qeshta et al. [54,55,56] was used to prevent the separation of the ferrocement composite. This method consists of wire mesh embedded in epoxy resin instead of cement mortar. It was found that the bond between the beams and the new composite has good flexural capacity, ductility, and energy absorption.



Some researchers worked on the strengthening of concrete members, i.e., beam elements using the wire mesh-epoxy composite technique to resist the flexure failures. However, there is no research regarding flat slabs strengthening using the wire mesh-epoxy composite technique. The advantages of using the composite of steel wires with epoxy adhesive as a desirable strengthening material are plentiful, as the method is easy and rapid in installation. Further, the method does not disturb the clear height room of the space. Additionally, it is durable and has good resistance to the corrosion. Therefore, further studies are needed to understand the behavior of different concrete elements such as slabs and the influence of certain parameters on the ultimate carrying capacity and failure modes of the strengthened flat slab using this technique. The purpose of this study was to assess the effectiveness of using wire mesh composite with an epoxy adhesive application method to strengthen reinforced concrete flat slabs against punching loads. Further, the study was intended to explore the influences of concrete compressive strength and the configuration of a bundle externally fixed to the slabs on the punching load carrying capacity of the strengthened slabs. In an attempt to achieve the aims of the research, six RC flat slabs, divided into two groups of strengthening slabs, were tested.




2. Experimental Investigation


The experiment presented in this paper consisted of testing six specimens that could aid in evaluating the results of enhancing the punching shear load capacity of RC slabs after strengthening them with an external epoxy-steel wire mesh composite. The main parameters investigated in this study included concrete compressive strength and the configuration of a bundle of steel wire mesh with epoxy resin that was externally fixed to the tension side of the tested slabs. The dimensions of the cast slabs were 800 × 800 × 95 mm. The tested specimens were divided into two groups: normal (N) strength concrete and high (H) strength concrete, respectively. Two of the N and H slabs were used as control specimens. The remaining four slabs were strengthened using a new technique that consisted of a steel wire mesh-epoxy composite for both types of concrete. Three of the four slabs—denoted as NP0.5, NP1.5, and HP 1.5—were strengthened with bands located at a distance equal to 0.5 d and 1.5 d from the column face and parallel to the column face (where d is the effective depth of the slab). The fourth slab—denoted as NS—was strengthened with bands located at the column’s corners and parallel to the diagonals of the column. The details of the specimens and the major study variables are summarized in Figure 1 and Table 1. The crack patterns, the deflection occurred during the cracking and ultimate load, maximum deflection, and load-deflection curves were recorded throughout the test. All the slabs were a square in shape with 800 mm side length and 95 mm thick. They were reinforced using 10 mm diameter mild steel deformed bars spaced 95 mm in both directions. The reinforcement was placed at the opposite side of the applied load with a clear cover of 20 mm to give an average steel ratio of ⍴ = 1.15%.



2.1. Concrete


In this study, the concrete used was made of Portland cement type I, which complies with the Iraqi Standard No. 5/1984 [57]. The specific gravity of the coarse and fine aggregate was 2.65 and 2.66, respectively; the fineness modulus of the fine aggregate was 3. Modified polycarboxylate-based polymer superplasticizer admixture in a dose of 2.25% by weight of cement and was added by mixing water, which achieved the required workability for high strength concrete. According to ACI committee 211 [58,59], the quantities of concrete ingredients are listed in Table 2, giving the average compressive and tensile strengths of concrete of each type, as shown in Table 3.




2.2. Steel Reinforcement


Deformed steel bars of 10 mm were used to reinforce the slab specimens. The average of three tensile test results is shown in Table 4 and compared with the relevant limits of ASTM standards [60].




2.3. Steel Wire Mesh


Steel wire mesh with a welded square opening of 12.5 mm side length and an average diameter of 1.0 mm was used in this study. Three tensile coupons of wire mesh were tested under direct tension using a 5 kN capacity Bench-Top testing machine (model BT-1000). The tensile coupons were prepared and tested according to ACI 549.1R-93 [39]. The average properties of wire mesh such as modulus of elasticity, ultimate strength, and yield strength were 100 GPa, 600 MPa, and 405 MPa, respectively.




2.4. Epoxy Adhesive


Sikadur-31 was used as a structural adhesion material to attach the steel wire mesh to the surface of the concrete slab. It is free from solvent, moisture resistant, thixotropic, and the chemical base is an epoxy resin [61]. Sikadure-31 consists of two components: epoxy resins and special fillers that harden without shrinking. As per the manufacturer, the average compression, tensile, flexural, and bond strength are 75, 19, 30, and 4 MPa, respectively. These mechanical properties are obtained at 20 °C after seven days [61].




2.5. Strengthening Application


The all cast specimens were stripped from the molds after 24 h and immersed in a water tank for 28 days with almost constant laboratory temperature. Afterward, the specimens were taken out of the water for drying in air at laboratory conditions for three days. The area in which the epoxy was applied was cleaned and smoothened thoroughly to remove cement laitance, loose materials, and contaminants (i.e., dirt, oil, etc.) using an electric scraper machine. This preparation of the slab surface was made depending on the manufacturer’s instructions for epoxy adhesive application [61]. After this step, the two components of the epoxy adhesive Sikadur-31 (A: white color and B: dark grey color) were mixed appropriately at 3: l proportions, using a slow speed electric drill. The mixing process continued until the mixture became homogenous in consistency and a uniform grey color [61]. Then, a film of the epoxy was applied to the tension surface of the concrete slabs. This thin layer of epoxy was used to seal small gaps on the surface of the prepared slabs, in order to fully ensure interconnectedness between the slab and strengthening layers. The bundle of four layers of steel wire mesh were tied together with a width equal to the slab thickness (95 mm), which was fixed mechanically to the concrete in its right place (Figure 2 and Figure 3). The mixed epoxy adhesive was then applied to the layers of wire mesh that attached to the slab using a spatula tool with hand pressure to insure the epoxy adhesive reached to the slab and left no voids between the concrete slab and the wire mesh layers, in addition to no gaps between the mesh layers itself. The thickness of the epoxy adhesive layer was about 10 mm, as shown in Figure 2. This was done for the four sides of the column. The strengthened slabs were left for seven days in air at laboratory temperature before testing to ensure that the epoxy adhesive gained the final mechanical properties, as recommended in the manufacturer’ s instructions. Before testing, all slabs were painted using a white color emulsion paint so that the cracks could be seen well. The photos in Figure 3 show the arrangement and application procedure of the strengthening composites.





3. Testing Procedure


The static axial concentrated load is applied at the center point of the slab specimens using a calibrated hydraulic piston testing machine of 250 kN, as shown in Figure 4. The used hydraulic jack was a load control type. The slab specimens rested along the four edges on a continuous 16 mm round bar (700 × 700 mm) in a two-way clear span condition, as shown in Figure 5. For adjustment and proper setting of the assembly, the specimens were preloaded with 2 kN. Then, the load application continued on the specimens in equal increments, starting from zero to failure. The under load central deflection was recorded for each load increment, using a dial gauge of 30 mm with 0.01 division placed directly at the center of the tension face of each slab. The slabs were supported with 700 mm of clear span. All specimens were subjected to a central single concentrated load that applied on the compressive face of the slab via a rigid steel plate with 80 × 80 × 40 mm dimensions. Crack patterns, modes of failure, and behavior of strengthening slabs were carefully observed throughout testing.




4. Results and Discussions


4.1. Load-Deflection Response


The load and deflection responses of the strengthened and reference specimens are demonstrated in Figure 6, Figure 7 and Figure 8. As can be noticed from these figures, the load-deflection curves for the tested slabs (⍴ = 1.15%) were comprised mainly of two parts. At the first loading stage, the first portion of the curves were nearly on a straight line, representing the flexural behavior of the specimens. After, the relationships exhibited a change in stiffness and the rate of deflection increased at the first cracking.



The stiffness of the slabs was lowered with an increase in the applied loads, which can be well observed after the initiation and development of the cracks. The first visible crack (the flexural crack) for the control specimens was observed at the tension side of the specimen, which was seen directly in the region under the loading point. When approaching maximum load, the load-deflection response appeared to significantly lower the stiffness of specimens and also showed that the curve of the load-deflection response is near a horizontal line. The maximum load reached 110 and 135 kN, with a corresponding average deflection of 7.2 and 6.2 mm, before failing in a punching shear for N and H specimens, respectively.



Each strengthened slabs experienced a negligible reduction in deflection until the first cracking stage, giving an indication of the insignificant increase in stiffness due to the attached strengthening composite (Figure 7 and Figure 8). At the same time, the load remained the same for all specimens, indicating that no additional shear strength was achieved by strengthening the composite. On the other hand, the second portion of the curve reflected the brittle punching shear behavior of the slab, in which the increase in failure load and an accompanying reduction in deflection occurred for the strengthened slabs relative to the corresponding non-strengthened ones. This can be mainly attributed to the strengthening composite. Compared to Figure 7 and Figure 8, the higher and steeper curve indicates the more efficient arrangement of strips when enhancing the slab behavior by restricting the formation of the failure mechanism. Accordingly, the skewed strengthening configuration has a more efficient performance among others, as it increased failure load by 28% and reduced corresponding deflection by 21%. It should be noted that the skewed strengthening pattern performs better than the orthogonal configuration. This may be due to the skewed orientation of the strengthening bundle located almost in an orthogonal direction of the extended radial cracks, which led to the intersection of developing crack growths. On the other hand, this may be returned to the internal steel reinforcement and the external reinforcement (skew configuration), were placed in different directions. The above reasons make the specimen NS 1.5 appear to have greater strength than specimen NP 1.5. In addition, the critical failure of the non-strengthened specimen N occurred at a distance of 88 mm from the face of the column, as presented in Table 5. This indicates that the distance was approximately1.5 d from the face of the column. The presence of the strengthening strips close to this critical region helped intersect the propagation of cracks that appeared intensively in this area and prevented extended crack width. Further, it seems more efficient in its restriction of crack growth. This leads to the improvement of the carrying capacity of strengthened slab NS 1.5 over other models.



The effect of the compressive strength of concrete on punching shear capacity can be observed in Figure 6 and the data listed in Table 1. From this figure, an increase is noticed in the failure load of 22.7%, as the concrete compressive strength increases from 30 to 65 MPa.




4.2. Modes of Failure


Generally, all test specimens experienced the same stress due to the application of the central concentrated load, featuring the creation of flexural, diagonal, and radial cracks that propagated from the under-load point towards the specimens supported edges. Next, the crack mode became circular, as the load reached a higher value, altering the gradual flexural behavior to the rapid sudden (brittle) shear failure, as shown clearly by the load-deflection curves in Figure 6, Figure 7 and Figure 8. The pyramid failure shape was the same for all specimens, with only a difference of change in the failure area at the tension side, due to the different strengthening effect on the failure cracks. The pyramid concrete mass split from the slab together with the strengthening strips without any debonding evidence, as shown in Figure 9. The failure mode for all tested specimens was the punching failure mode; the punching area of strengthened specimens was smaller than the control slabs. Moreover, the punching failure of the strengthened specimens consequently led to the delamination of the wire mesh-epoxy composite, as can be seen in Figure 9. Figure 10 demonstrates specimen NP 1.5 before and after the removal of strengthening strips from the tension side of slab after failure. It is clearly shown that the large parts of the concrete remained fully attached with the strengthening strips after the reinforcement system was removed. This proves that no debonding occurs between the slabs and strengthening materials.




4.3. Critical Section Perimeters


In the current study, the area enclosed by the failure surface included the perimeters and failure angle of the failure zone, which was measured experimentally. The value of (x) represents the distance from the column’s face to the edge of the failure zone, which was determined according to the failure model, as shown in Figure 11. This mode was adopted by European Code [62], which considered the punched failure area “A” as a sum of (1) the column area (c2), (2) four areas of C.x, and (3) four areas of πx2/4. It is important to consider that the critical punching shear section is half of this distance (0.5 x). Table 5 shows the values obtained from the test specimens compared to the values adopted by a different code of practice.



Based on the measured failure area of the tested specimens listed in Table 5, the distance and failure angle of the corresponding critical shear failures was obtained using the failure model shown in Figure 11. The results showed an increase of 21% in the failure area of the high strength concrete. This is compared to the normal strength, where it showed a decrease of 20% to 32% in the failure area and a higher value was found in the skewed strengthening configuration. The reduction was only 17% in high-strength concrete. The changes in the failure distances (x) and the angles of failure (φ) are related to the changes in the failure area, where x follows the same trend and φ takes the opposite. In comparison with the codes of practice, the values of the failure distances x are between d at the skewed strengthened slab and 1.5 d in high-strength concrete slabs.



Punching shear strength at the failure perimeter of the tested slabs was determined using the failure model and its related equations, compared to those determined by the codes of practice. Although these values are higher than that of the codes, they are still lower than the limit value of BS 8110, which is less than 0.8√fcu or 5 MPa allowed for members subjected to shear enhancement process. Table 6 shows that the highest shear strength value occurs at the skewed strengthened slab, where the failure perimeter has the lowest length. As mentioned in the previous section, this is due to the contribution of the skewed strengthening in limiting and ending the propagation of the early starting diagonal cracks. In this case, the load is 141 kN divided by the failure cross section, which is the product of the perimeter (4×80+132 π) of the punched area, multiplied by the effective depth d (65).




4.4. Ductility Index and Ultimate Reserve Shear


The values of shear ductility index, defined as (μ=ΔuΔcr), for the tested slabs, are shown in Table 7. From this table, it can be noticed that the ductility index for both types of concrete strength specimens are approximately the same, wherein all strengthened specimens featured a loss in ductility. The skewed strengthening configuration specimen NS displayed a 1.7% loss in ductility, compared with the non-strengthened one of the same concrete grade. There was a 6% and 4% loss for NP 0.5 and NP 1.5, respectively. Ultimately, the drop was 13% in strengthened high strength concrete HP 1.5 specimen. This loss in ductility was due to the restriction of formation of the flexural failure mechanism added by the strengthening composite, which resulted in a reduction of the deflection value, at which the shear failure began occurring at the ultimate failure point.



The cracking and maximum shear for all specimens is summarized in Table 7. The ratio value (VuVcr) can be used as a measure to reserve shear strength beyond creation of the first diagonal crack, which can be considered as a warning signal indicator. From this table, it can be seen that the specimens strengthened with wire mesh-epoxy composites led to enhanced reserve shear strength. However, the reserve shear ratio (Vu−VcrVcr)% compared with the control slab were 11%, 20%, and 44% for slabs NP 1.5, NP 0.5, and NS 1.5 made with normal strength, respectively. This ratio was 8% for the high strength slab HP 1.5. This increase in shear reserve returns to the effect of strengthening materials. Moreover, for the same compressive strength for strengthened slabs, the skew configurations appeared to have a higher efficiency in shear capacity. For the specimens NP 1.5 and HP 1.5, which were strengthened with the same configuration and different concrete compressive strength, the shear reserve slightly increased with the concrete strength.





5. Conclusions


The main conclusions drawn from this study can be summarized as follows:




	
This new technique of using a composite of steel wire mesh fully coated with epoxy and externally attaching it to the slab surface was found as an effective, easy, and practical way of strengthening reinforced concrete flat plates and enhancing their capacity against punching shear failure.



	
The strengthening composite did not alter the mode of failure, which indicates that the same principles, assumptions, and failure criteria can be extended to formalize the enhancing achievement. No debonding occurred between the strengthened materials and slabs.



	
All types of strengthening composite configurations achieved an incremental increase in the ultimate punching shear load capacity and a decrease in the corresponding failure deflection.



	
The maximum increase in the punching shear load capacity was 28%. Further, a minimum load deflection was achieved by the skewed strengthening configuration; it was 7% for the parallel at 1.5 d slab.



	
Although the ultimate shear stress at the critical sections of the strengthened slabs increaesed to a maximum value of 2.95 MPa, it is well below the limits of BS 8110.



	
The maximum drop in ductility was experienced by the high strength concrete slab (13%). Further, the minimum (1.7%) was experienced by the skewed strengthened normal concrete slab.



	
The 45° skewed configuration strengthening composite was the most efficient among the strengthened slabs investigated in this study. The maximum percentage of reserve shear attained by this configuration increased to 44% compared with the reference slab.
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Figure 1. Schematic drawing showing wire mesh epoxy composite layout for specimens (unit: mm(: (a) Control specimen N or H; (b) strengthened specimen NP 1.5 or HP 1.5; (c) strengthened specimen NP 0.5; (d) strengthened specimen NS 1.5. 
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Figure 2. Details of the wire mesh-epoxy composite (unit: mm). 
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Figure 3. Application and arrangement of the strengthening composites. 
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Figure 4. Test setup of the hydraulic piston testing machine. 
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Figure 5. Loading and support condition of the test specimen (unit: mm). 
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Figure 6. Effect of concrete compressive strength on punching load. 
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Figure 7. Strengthening effect of normal concrete slabs. 
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Figure 8. Strengthening effect on a high-strength concrete slab. 
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Figure 9. Failure mode and crack patterns of the tested specimens. 
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Figure 10. Failure mode before and after the strengthening part was removed from the tested specimens. 
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Figure 11. Failure model used to calculate the critical sections as presented in European code (modified from [62]). 
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Table 1. Details of specimens a.
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	Slab No.
	Concrete Compressive Strength (MPa)
	Strengthening Configuration





	N
	30
	---



	NP 0.5
	30
	Parallel to the column face and at 0.5 d from column’s face



	NP 1.5
	30
	Parallel to the column face and at 1.5 d from column’s face



	NS 1.5
	30
	Parallel to diagonals and at 1.5 d from column’s corner



	H
	65
	---



	HP 1.5
	65
	Parallel to the column face and at 1.5 d from column’s face







a d = Depth of the slab.


media/file13.jpg
—=-NP15
——NP05
——NS15

3

4 5
Deflection (mm)






media/file4.png
Epoxy adhesive

Four layers of wire mesh






media/file18.png





media/file21.jpg
ST N @

+critical Sectiony

2 4 dcx + nx?

x Solving for x

sc+/AcTAn(IA)

o

gl
L

"\ Failure Zone A

where:
A Arcaof filure zone in mm?: : Side langth of square columa; p = 4c +x (Filure Parimete):
“xDistance between foce ofthe olumn and failwre surfoce; D = Loaded colum area.






media/file3.jpg





media/file22.png
— ———

, - - - \
x Critical Section\

Y

—BER
|x/2
C
\
\

\---—

Failure Zone A

where;

/

—

-