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Figure S1: SEM micrograph of cross-linked cryogel of composite A. 
 
 
 

 
 
Figure S2: Representative Live (green)/Dead (red) fluorescence images of PC12 neuronal cells on alginate (a) and 
PPy-Alg composites A and B (b,c) hydrogels. Scale bars represent 100 µm.   


