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Abstract

:

Polymethylmethacrylate is the material of choice for prosthetic bases. Depending on the type of polymerization, acrylic resins may present some mechanical weaknesses that may lead to the failure of a prosthesis. The microhardness and flexural strength of a dental material determine its applicability. The objective of the present investigation was to evaluate the in vitro Knoop microhardness and flexural strength of a thermopolymerizable (Probase Hot) and an autopolymerizable (Probase Cold) resin, according to ISO 20759-1: 2013.
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1. Introduction


Acrylic resins based on polymethylmethacrylate (PMMA) are obtained by the polymerization of the methylmethacrylate monomer and can be divided into two large groups: “heat-cured” or thermopolymerizable, when polymerization starts with heat, and “cold-cured” or autopolymerizable, when they are chemically activated [1].



Despite some desirable characteristics, PMMA also has some mechanical weaknesses that can lead to fracture, making its ability to resist to fracture a very important parameter that must be be evaluated, specifically, through microhardness and three-point bending tests [2,3].




2. Materials and Methods


Respecting the manufacturer’s standards and in accordance with ISO 20759-1: 2013 [4], a total of 10 rectangular specimens of PMMA-based resin were made, i.e., 5 of Probase Hot (PBH) resin and 5 of Probase Cold (PBC) resin, with dimensions of 64 × 10 × 3.3 mm. The specimens were polished with 500 and 100 grain silicon carbide sandpaper and then cooled to room temperature. The specimens were stored in water and incubated at the temperature of 37 ± 1 °C for 48 ± 2 h. The microhardness of each sample was determined using the Knoop test through a Knoop indenter connected to a microhardness machine. In each sample, five indentations were made that the program converted to Knoop microhardness values expressed in kg/mm2, obtaining the average values. For flexural strength evaluation, the specimens were submitted to the three-point bending test, performed on a universal servo-hydraulic testing machine. Each specimen was tested, applying a distance between the supports of 50 mm and a load to the center of each specimen, using a cross speed of 5 mm/min. Then, the values of the individual measurements (width and thickness) for each specimen were entered into the machine software. Finally, the load was applied, following guidelines from other similar studies until the specimen was fractured, and the fracture load value was recorded in Newton (N). The results obtained were analyzed and compared with a t-test, using SPSS software.




3. Results and Discussion


The results obtained through the microhardness test and the three-point bending test (Figure 1) showed significant differences (p < 0.001) for the resins under study (Figure 2).



Thus, within the limitations of this study, the PBH resin presented higher microhardness and flexural strength values than the PBC resin. Scientific evidence demonstrates that autopolymerizable acrylic resins have a lower degree of polymerization. Incomplete polymerization in highly porous structures reduces the physical and mechanical quality of resins [5]. Therefore, this may explain the lower microhardness and flexural strength of PBC.
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Figure 1. Tests: (a) Knoop indentation visualized with an optical microscope; (b) three-point bending test. 
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Figure 2. Mechanical characteristics of Probase Hot (orange) and Probase Cold (blue) acrylic resins measured by (a) the Knoop microhardness test and (b) the three-point bending test. 
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